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Abstract—We review a novel method for characterizing both
the spectral and spatial properties of resonant cavities within
two- dimensional photonic crystals (PCs). An optical fiber taper
serves as an external waveguide probe whose micron-scale field
is used to source and couple light from the cavity modes, which
appear as resonant features in the taper’s wavelength-dependent
transmission spectrum when it is placed within the cavity’s near
field. Studying the linewidth and depth of these resonances as
a function of the taper’s position with respect to the resonator
produces quantitative measurements of the quality factor ( ) and
modal volume ( e�) of the resonant cavity modes. Polarization
information about the cavity modes can be obtained by studying
their depths of coupling when the cavity is probed along different
axes by the taper. This fiber-based technique has been used to
measure 40 000 and e� 0 9 cubic wavelengths in a
graded square lattice PC microcavity fabricated in silicon. The
speed and versatility of this fiber-based probe is highlighted, and
a discussion of its applicability to other wavelength-scale resonant
elements is given.

Index Terms—Microcavity, photonic crystals (PCs), quantum
optics.

I. INTRODUCTION

THE QUALITY factor and modal volume of
an optical cavity quantify two of its most important

properties, namely, the photon lifetime within the resonator and
the per photon electric field strength, respectively. and
are central quantities in the study of a number of optical pro-
cesses within microcavities [1], such as coherent atom-photon
coupling in cavity quantum electrodynamics (cQED) [2],
nonlinear processes such as stimulated Raman scattering [3],
and enhanced radiative processes in novel emitters [4]–[7].
Microcavities within two-dimensional (2-D) photonic crystals
[8]–[11] are distinguished by their ultra-small values,
approaching the theoretical limit of a cubic half-wavelength in
the material . When combined with recent improve-
ments in fabrication and design that have led to experimental
demonstrations of factors well in excess of 10 [11]–[13]
and more recently, in excess of 10 [14], these cavities become
particularly interesting for a number of experiments, such as
those involving strong coupling in cQED [15], especially in
light of their inherent potential for chip-based integration for
future experiments in cQED and quantum networks [16].
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Measurements of PC microcavities are not necessarily
straightforward, however, in large part due to their micron-scale

values, which limit the ability to effectively couple to
them from free-space or through prism-based techniques, as
can be done for larger microresonators such as Fabry–Perot
cavities [2] and microspheres [17]. This difficulty has generally
extended to other types of wavelength-scale cavities, such as
small-diameter microdisks [18], [19]. Typically, there have
been two techniques to probe factors in wavelength-scale
cavities. In the first, the microcavities are fabricated in an
active emitter material (such as a quantum well or quantum
dot epitaxy), the cavities are optically pumped, and the emitted
resonance linewidth is studied subthreshold, near material
transparency [10], [18], [20]. This technique is limited both
by difficulties in accurately establishing the pump power at
which transparency occurs and by the necessity that the cavity
contain embedded emitters. In particular, the latter requirement
limits the variety of material systems in which the cavity can
be fabricated (silicon, for example, would not be an option)
and is not suitable for passive resonators in devices such as
filters. For such devices, a second technique, consisting of
fabricating an on-chip in-plane waveguide to couple to the
cavity, is often used [21], [22]. In this approach, the problem
of coupling light into the cavity is shifted to that of coupling
light into the on-chip waveguide, a technically less challenging
problem that can be done through a number of end-fire-based
approaches. A limitation of this technique is that it lacks a
certain amount of flexibility due to the necessity of fabricating
an in-plane waveguide for each cavity on the chip. In addition,
both this approach and the latter method described above do not
provide a means to probe the of the cavity. To address this,
several researchers have begun to investigate photonic crystal
microresonators using near-field scanning optical microscopy
(NSOM), taking advantage of the subwavelength resolution that
can be achieved in such measurements to map the localization
of the cavity modes [23], [24].

Here, we present an alternate technique [12], which employs
an external waveguide to couple to the cavity, where the external
waveguide is a tapered optical fiber. Tapered optical fibers have
been successfully used in the past to excite the resonances of
larger sized microcavities, such as silica microspheres [25], [26]
and microtoroids [27], and more recently, to excite the modes of
a silicon-based PC waveguide [28], [29]. In these implementa-
tions, phase-matching between the mode of the taper and the
traveling wave mode of the resonator or the propagating mode
of the waveguide was critical in achieving highly efficient cou-
pling [30], [31]; in the former case, phase matching occurred
primarily due to the silica-silica interface (same material index)
between the taper and the microsphere, while in the latter, the
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dispersion of the PC waveguide was engineered to compensate
for the disparate material indexes ( for silicon and

for silica) and achieve a PC waveguide effective index
that matched that of the taper.

To study wavelength-scale cavities, we no longer rely on
phase-matching, but rather just use the taper as a convenient
means to produce a micron-scale evanescent field for sourcing
and out-coupling the micron-scale cavity field. Although such
coupling might not be as efficient as phase-matched coupling,
as we shall see, the power transfer is more than adequate
enough to probe many of the important properties of the cavity.
By using an external waveguide as the coupling element,
this method is inherently noninvasive, can be used to rapidly
characterize multiple devices on a chip, and as we shall dis-
cuss below, the ability to vary the position of the taper with
respect to the cavity (not an option for microfabricated on-chip
waveguides) allows for quantitative investigation of not only
the factor but also . Furthermore, the resonant coupling
from the external waveguide is polarization selective, providing
additional information about the cavity modes that is not easily
obtainable through techniques such as NSOM. Thus, in some
respects, the versatility of the fiber-based approach described
here makes this technique an optical analog to electrical probes
used to study microelectronic devices.

This paper is partitioned into two main sections. In Section II,
we describe the basics of the probe setup, while in Section III,
measurements of fabricated PC microcavities using this optical-
fiber taper probe are presented. In the concluding section (Sec-
tion IV), we summarize the key points of the paper and dis-
cuss further applications of this method toward future studies
of wavelength-scale cavities.

II. OPTICAL-FIBER TAPER PROBE SETUP

The fiber tapers we use consist of a standard single mode op-
tical fiber (9 m core diameter, 125 m cladding diameter) that
has been simultaneously heated and stretched down to a min-
imum diameter on the order of the wavelength of light ,
so that for m as used in our experiments, – m.
To form the tapers used here, the heating mechanism is a hy-
drogen-based torch [32], but other techniques such as use of
a CO laser have also been studied by other groups [33]. In a
taper with a suitably adiabatic transition region, the insertion
loss through the taper can be quite low; the tapers we typi-
cally fabricate have an insertion loss of %– %. The taper
is mounted onto an acrylate block in a u-shaped configuration
[Fig. 1(b)], and the block is then fastened to a DC motor-con-
trolled axis stage with 50 nm step size resolution. The mi-
crocavity chip (to be described in more detail below) is in turn
mounted on a DC motor-controlled axis stage with 50 nm
step size resolution; in this way, the fiber taper can be precisely
aligned to a microcavity. The taper-cavity interaction region is
imaged with a microscope onto a CCD camera. The vertical sep-
aration between the taper and cavity can easily be calibrated by
stepping the taper down in 50 nm increments until it just touches
the cavity (this can be seen optically through the microscope),
establishing the motor readout corresponding to a zero gap. De-
termining the separation in this manner is made possible by the

Fig. 1. (a) Experimental measurement setup for probing optical microcavities
with fiber tapers. (b) Taper-cavity alignment setup [dashed boxed region in (a)].
The fiber taper is mounted in a u-shaped configuration and attached to a ẑ axis
stage with 50 nm resolution, while the underlying PC chip can be positioned in
the x̂� ŷ plane with 50 nm resolution. The fiber taper is spliced into the setup
in (a), which allows for measurement of its wavelength-dependent transmission
spectrum. (c) Zoomed-in depiction of the taper-cavity interaction region [dashed
boxed region in (b)].

mechanical robustness of the taper, which allows it to withstand
contact to the semiconductor chip without breaking.

Themountedtaper isfusionsplicedintothemeasurementsetup
[Fig. 1(a)] so that a fiber-coupled scanning tunable laser with po-
larization-controlling paddle wheels is connected to its input and
an InGaAs photodetector measures its output. The laser and pho-
todetector output are attached to a computer via GPIB interfaces,
so that the wavelength-dependent transmission of the taper can
be recorded. In addition, the motorized stages on which the taper
and PC chip are mounted are also GPIB-controlled, so that the
taper transmission spectrum can be monitored as a function of
the taper’s position with respect to the cavity. When the taper is
laterally aligned over the central region of the cavity and posi-
tionedverticallywithin thecavity’snear-field(typically, m),
the cavity modes appear as resonances within this transmission
spectrum. As we shall discuss in Section III, measurements of the
linewidthanddepthof theseresonancesasafunctionof thetaper’s
position with respect to the cavity can give us quantitative esti-
mates of the cavity’s and .

In principle, the curvature of the looped taper shown in
Fig. 1(b) could be made large enough so that only a small
region of the fiber interacts with the PC chip, and the taper
could then be used to probe a full 2-D array of cavities on a
chip. For the fiber tapers we have used, this region is typically
around 10 mm in length, and is roughly equal to the length
of the tapered region of the fiber as defined when the taper is
formed. Mounting the taper in this fashion naturally keeps it
under tension and prevents the taper position from excessively
fluctuating due to environmental factors, such as fluctuating
air currents in the laboratory. Using more tightly looped tapers
requires either a reduction in the length of taper during its
fabrication, while still maintaining enough adiabaticity to keep
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Fig. 2. SEM images of photonic crystal microcavity arrays fabricated in
silicon-on-insulator. The undercut PC microcavities are fabricated in a linear
array that is isolated from the rest of the chip by several microns. (a) The
devices have additional material removed along the ŷ axes of the cavity, to
allow for the fiber optic taper to be aligned along that axis. (b) The devices
have additional material (cutout region) removed along both the x̂ and ŷ axes,
to allow probing along either axis.

losses low, or some level of isolation from these environmental
factors. One result of this relatively long 10 mm interaction
length is that testing of a 2-D array is not feasible, and linear
one-dimensional (1-D) arrays of devices are tested. In addition,
because coupling to the cavity requires the taper to be posi-
tioned within a micron of the center region of cavity, control of
the tip and tilt of the sample with respect to the taper is neces-
sary; this is accomplished through use of a goniometer stage
mounted to the motor-controlled sample stage. Finally,
to prevent the taper from interacting with extraneous portions
of the chip, the cavities are isolated to a mesa stripe that is
several microns above the rest of the sample surface (Fig. 2);
this step is described in more detail in the following section.
By appropriately angling the goniometer stage with respect to
the taper, it can be ensured that when the taper is brought into
contact with the chip, it only touches the cavity region.

III. MEASUREMENTS OF PC MICROCAVITIES

USING OPTICAL-FIBER TAPERS

The particular PC microcavities we use in these experiments
follow the graded square lattice design [Fig. 3] developed in
[34], and are predicted to sustain a mode (labeled , due to
its fundamental nature and symmetry properties) with a finite-
difference time-domain (FDTD) calculated factor on the
order of 10 with . To fabricate these undercut
devices in silicon-on-insulator wafers (SOI) while incorpo-
rating the isolation mesas mentioned above, the following
processing steps are performed.

Step 1) Electron beam lithography of the PC pattern and ac-
companying cutouts for removal of additional ma-
terial from the mesa.

Step 2) SF /C F -based inductively coupled plasma reac-
tive ion etching (ICP-RIE) through the silicon mem-
brane layer.

Step 3) Removal of the electron beam resist.

Fig. 3. (a) Graded square lattice photonic crystal cavity designed in [34].
(b) FDTD calculated magnetic field amplitude in the center of the slab for the
A mode of interest. (c) SEM image of a fabricated device.

Step 4) Photolithography to define a mesa stripe that inter-
sects the electron beam defined cutouts.

Step 5) Removal of material surrounding the mesa (dry
etching of the top silicon, underlying oxide, and
substrate silicon layers).

Step 6) Removal of the photoresist.
Step 7) Hydrofluoric acid wet etch of the underlying oxide

layer to form a freestanding membrane.
Fig. 2 shows scanning electron microscope (SEM) images of
fully processed devices; in addition to being isolated to the
mesa stripe, additional cutout material [defined in Step 1)] sur-
rounding each cavity has been removed to ensure that the taper
interacts only with the cavity. The thickness of the membrane
layer in our SOI samples is 340 nm, and prior to undercut, the
underlying oxide thickness is 2 m. Fig. 3 shows a top view of
the nominal cavity design [Fig. 3(a)] and a fabricated device
[Fig. 3(c)]. Within the linear array of devices, we fabricate
two or three different lattice constants,1 and for a given , the
average hole radius is varied. The combination of varying

and allows us to easily tune the cavity resonances through
the range of our scanning tunable laser – nm.

The coupling between the tapered fiber waveguide and the PC
microcavity can be understood using, for example, the coupling
of modes in time approach as in Manolatou et al. [35]. The de-
gree to which the taper mode couples to the cavity mode is a
function of the parameter , which is approximately given by
the field overlap between the two modes over their interaction
length. More explicitly, for the taper aligned along the axis of
the cavity, it is given by

(1)

1The lattice constants are on the order of a = 400 nm, so that a=� � 0:25
for � = 1600 nm, to be consistent with simulation results from [34].
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Fig. 4. (a) Optical micrograph image of a fiber taper aligned along the ŷ axis
of one of the cavities from Fig. 2(a). (b) and (c) Optical micrograph images of
a fiber taper aligned along the ŷ and x̂ axes, respectively, of one of the cavities
from Fig. 2(b). (d) Normalized taper transmission when the taper is �350 nm
above a PC cavity of the type shown in Fig. 2(b); (Top) Taper aligned along the
cavity’s ŷ axis. (Bottom) Taper aligned along the cavity’s x̂ axis.

where is the resonant cavity mode frequency, is the permit-
tivity of free space, is the propagation constant of the taper
mode, is the refractive index of the background air,
is the refractive index profile of the cavity (taper), is
the electric field vector of the cavity (taper), is the interaction
length of the coupling, and the integrals over and are 2-D
integrals over the - cross section within the cavity and taper,
respectively, for a given value within the interaction length.
From this formula, we see that is dependent upon: 1) the mag-
nitude of the overlap between and ; 2) the relative phase
between and ; and 3) the degree to which and share
a common direction of polarization.

Considering the latter point, for the taper aligned along the
axis of the cavity, as in Fig. 4(a), the polarization-controlling

paddle wheels are used to select a linearly polarized state of the
taper whose dominant field component is aligned along the
axis of the cavity. Thus, modes which couple most strongly will
have their field component overlap strongly with the com-
ponent of the taper field. By aligning the taper along a different
axis of the cavity, polarization selectivity can be realized. For
the devices in Figs. 2(a) and 4(a), this is not possible, as aligning
the taper along the axis will couple the taper to multiple cavi-
ties. However, by fabricating the cavities at a 45 angle with re-
spect to the isolation mesa stripe, as in Fig. 2(b), the taper can be
aligned along either of the orthogonal cavity axes without cou-
pling to multiple devices. In Fig. 4(b) and (c), we show the op-
tical-fiber taper aligned parallel to the and axes of one of the
cavities from Fig. 2(b). When the taper is laterally aligned to the
center of the cavity and brought vertically close to it, we observe
the cavity’s resonances. As shown in Fig. 4(d), the coupling is
polarization selective, so that those resonances with dominant
cavity field component couple most strongly when the taper
is aligned along the axis of the cavity [Fig. 4(b)], while those

with dominant cavity component couple most strongly when
the taper is aligned along the cavity’s axis [Fig. 4(c)]. Thus, the
shorter wavelength resonance in Fig. 4(d) is more strongly po-
larized along the axis, while the longer wavelength resonance
is more strongly polarized along the axis. This data is con-
sistent with simulation and group theoretical results that predict
that these square lattice microcavities support modes of types

and symmetry, which are predominantly polarized along
the and axes of the cavity, respectively [34]. The coupling
depths of a few percent are typical values, and were found to be
adequate to achieve a sufficient signal-to-noise ratio for all of
the measurements discussed in this work.

For future microcavity-enhanced experiments, the mode
of this graded square lattice microcavity is of particular interest,
on account of its predicted ultra-small and high factor.
To experimentally locate a device for which this mode appears
within the scan range of the laser we use (1565–1625 nm), we
rely on the fact that it is the fundamental (and, hence, lowest fre-
quency) mode within the region of space under considera-
tion. In particular, for a given lattice constant , we begin testing
by examining the device with the largest . Typically, the res-
onances of this device are at frequencies that are above that
covered by the laser scan range, and hence, no resonances are
observed in the taper’s transmission spectrum. We then move
on and test the next device in the array, which has a slightly
smaller and is, thus, predicted to have lower frequency res-
onances than the previous device. This process is continued until
we find a device for which a resonance is seen in the transmis-
sion spectrum. The first resonance which appears in the trans-
mission spectrum (measuring from lowest frequency to highest
frequency) is the mode; this identification procedure relies
on having only small changes in between successive de-
vices in the array, so that the cavity resonances can be smoothly
tuned from frequencies above the laser scan range to frequen-
cies within the scan range. However, this identification of the
mode can be confirmed, both by comparing the measured res-
onance frequency with that predicted from FDTD simulations
using the SEM-measured hole sizes, and as discussed later, by
comparing the spatial localization of the cavity mode with that
predicted from simulations.

Having identified a device for which the mode appears
within the scan range of the laser, we next examine its factor
and spatial localization (related to ). To demonstrate the
techniques used, we rely upon data originally presented in [12].
In the inset of Fig. 5, we show a wavelength scan of the taper
transmission showing the resonance dip of the mode for a
device within the array shown in Fig. 2(b), where the vertical
taper-cavity separation nm. An initial estimate of
the of this resonance, centered at wavelength , is given
by measuring its linewidth , with . For this de-
vice, a Lorentzian fit to the data gives nm and

nm, so that the estimated . This is
a lower bound for the cold-cavity , due to the taper’s loading
effects on the cavity, which cause its linewidth to broaden. Par-
asitic taper loading effects could include coupling to radiation
modes or higher order taper modes. These loading effects are
expected to diminish as is increased and the taper is po-
sitioned further and further above the cavity, until a regime is
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Fig. 5. Measured linewidth (dots) versus taper-cavity gap (�z) for the A
mode (a=� � 0:263) in a sample with a = 425 nm. The solid curve is a fit to
the experimental data. (inset) Normalized taper transmission versus wavelength
when the taper is 650 nm above the cavity surface. Figure taken from [12].

reached where the taper does not significantly affect the cavity
mode and does not change with increasing . This asymp-
totic linewidth gives us our best estimate for the cold-cavity

.2 For the current device under consideration, the variation of
with is shown in Fig. 5. If this curve is fit to a simple mono-
exponential function, a cold-cavity linewidth nm is
obtained, which is essentially identical to the directly measured
linewidth when nm, and corresponds to a cold-cavity

. This measured and normalized frequency of
correspond relatively well with the FDTD-pre-

dicted and for a device with hole
radii similar to that measured by the SEM for this device.

As mentioned earlier, the extremely small volumes to which
light is confined within PC microcavities is one of their distin-
guishing advantages over other optical microcavities, and is of
critical importance in many applications, as the per photon elec-
tric field strength within the cavity is proportional to .
The ability to experimentally confirm such tight spatial local-
ization using the same probe that maps the spectral properties
(such as the ) of the cavity modes is an important demonstra-
tion of the versatility of the optical-fiber taper. Here, the same
near-field probe is used to both excite the PC cavity modes and
to map their spatial profile. Other works employing evanescent
coupling from eroded monomode fibers to excite silica micro-
sphere whispering-gallery modes have used a secondary fiber
tip to collect and map the mode profiles [36].

The spatial localization of the cavity mode is easily probed
by examining the depth of coupling between it and the taper as
the taper is laterally scanned above the surface of the cavity. In
the insets of Fig. 6(a) and (b), we show the fiber taper aligned
along the and axes of the photonic crystal microcavity whose

2Note that some parasitic taper loading effects may not diminish as a func-
tion of �z as rapidly as does the coupling between the fundamental taper mode
and cavity mode of interest. This could prevent the measured linewidth  from
reaching an asymptotic value as a function of �z. In such cases, the best esti-
mate of  is the linewidth for as large a �z as can be reliably measured.

was measured to be . The position of the taper
is varied along the and axes of the cavity (at a fixed ver-
tical taper-PC gap nm), respectively, allowing for
measurements of the depth of coupling along these two orthog-
onal cavity directions. The depth of the resonant transmission
dip for the cavity mode versus taper displacement is shown
in Fig. 6(a) and (b), respectively. These measurements show the
mode to be well-localized to a micron-scale central region of the
cavity, giving experimental confirmation that the mode of
this cavity is both high and small . As might be expected,
they do not reveal the highly oscillatory cavity near-field, but
instead an envelope of the field, due to the relatively broad taper
field profile. To compare this experimental data with FDTD
calculations, we consider a simple picture of waveguide-cavity
coupling [35], where the coupling coefficient is approxi-
mated, to save computation time, by taking the field overlap
of the phase-matched Fourier components of the FDTD-gener-
ated cavity field with the analytically determined taper field. The
calculated resonant transmission depth as a function of taper
displacement is shown in Fig. 6(a) and (b) as a solid line and
agrees closely with the measured data, providing further con-
firmation that the mode studied is indeed the mode of in-
terest. Assuming that the cavity mode is localized to the slab
in the direction (a good assumption based upon measure-
ments that show the depth of coupling between the taper and
cavity mode decreases exponentially as the taper-cavity separa-
tion is increased), the close correspondence between the mea-
sured and calculated in-plane localization indicates that

for this high mode, where this value was cal-
culated through FDTD simulations which take into account the
SEM-measured hole radii for this device.

Similar measurements of the higher frequency resonant
modes of the PC microcavity indicate that they are more delo-
calized in-plane in comparison to the mode, and sometimes
contain multiple lobes within their coupling curves, as one
might expect for higher order modes of the cavity. As an
example of this, we show in Fig. 7(a) and (b) the depth of
coupling to a higher order mode as a function of the taper’s
position along the and axis of the cavity, respectively. The
node that appears within the coupling curve in Fig. 7(a) results
from the cavity and taper modes being precisely out of phase
(spatially) so that the integral determining in (1) is zero,
and is a result of the measurement being sensitive to the fields
within the cavity and taper rather than their intensities. These
results indicate that the mode is likely fundamental along the
axis [its width is close to that measured in Fig. 6(b)], while it
is a higher order mode along the axis. Simulations confirm
that such modes are supported by the graded lattice geometry
employed in this work.

With the exception of such cases where there is phase cancel-
lation in , the resolution of the fiber taper probe is limited by
the transverse profile of the taper mode. This is the reason why
the measured coupling curves give an envelope of the cavity
field rather than displaying its oscillatory nature; in the mea-
surements of Fig. 6, for example, the calculated full-width at
half-maximum (FWHM) of the dominant taper field component
at the center of the PC slab is , while the cavity mode
oscillates on the scale of a lattice constant [Fig. 3(b)], and
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Fig. 6. Mode localization data for the cavity whose Q was measured in Fig. 5. The measured normalized taper transmission depth (black dots) is plotted as a
function of taper displacement along the (a) x̂ axis and (b) ŷ axis of the cavity. The dashed line in (a) and (b) is a Gaussian fit to the data, while the solid line is
a numerically calculated coupling curve based upon the FDTD-generated cavity field and analytically determined fundamental fiber taper mode (taper diameter
d � 1:7 �m). Figure taken from [12].

Fig. 7. Mode localization data for a higher order mode of the graded square lattice PC cavity. The measured normalized taper transmission depth (black dots)
is plotted as a function of taper displacement along the (a) x̂ axis and (b) ŷ axis of the cavity. The dashed line in (a) is a Hermite–Gaussian fit to the data and the
dashed line in (b) is a Gaussian fit to the data.

. The taper used in these measurements had a di-
ameter m ( , where is
the refractive index of the silica taper), and intuitively, it might
be expected that better resolution could be achieved by further
reducing its diameter. However, for the relatively small taper di-
ameters with which we operate, we note that the waveg-
uiding properties of the taper begin to degrade below some min-
imum diameter so that, even if a smaller taper is used, it does
not necessarily confine the mode any more tightly than a larger
taper would. To better illustrate this, in Fig. 8, we plot the cal-
culated normalized FWHM of the dominant taper field compo-
nent at the center of the PC slab for varying normalized taper
diameter and taper-PC slab separation .
As expected, the smallest FWHM occurs when

, that is, when the taper is touching the slab.3 We also
see that reducing below some minimum value begins
to broaden the FWHM. Thus, for the spatial localization mea-

3In practice, a nonzero �z, on the order of � 250 nm for � = 1:6 �m, is
preferable for doing spatial localization measurements. This is due both to the
relatively large amount of insertion loss that occurs when the taper touches the
cavity, and also to allow the taper to be freely moved above the cavity.

surements, using smaller tapers will not appreciably improve
the resolution of the measurement. Possibilities for future im-
provement might consist of partially aperturing the taper field
(perhaps through a metallic coating on the taper), or forming
the waveguide probe from a higher index material. For the cur-
rent silica tapers used, the width of the taper mode limits the
degree to which cavity modes of differing spatial localizations
can be distinguished, since differences in cavity localization are
blended out in the measured coupling curves (due to the effect
of convolution with the taper field). Thus, an accurate knowl-
edge of the taper size is necessary to discern small changes in
the cavity localization. In our work to date, we have been able to
distinguish modes with spatial localizations differing by
nm along a given axis, corresponding to differences in of

.

IV. DISCUSSION AND CONCLUSION

In the preceding paragraphs, we described how an optical-
fiber taper with a minimum diameter on the order of a wave-
length can be used as a probe of ultra-small, wavelength-scale
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microcavities, where the particular cavities we considered were
the PC microcavities originally studied in [12]. The fiber taper
can be used to probe both the spectral and spatial properties of
the cavity’s resonant modes, allowing for investigation of both
modal quality factors and spatial localizations, giving quanti-
tative estimates of and . As many microcavity-enhanced
processes scale as a function of both of these parameters, being
able to experimentally investigate each of them is an impor-
tant attribute of this probing technique. In addition, by aligning
the taper along different directions above the cavity, polariza-
tion-sensitive information may be obtained. Knowledge of a
mode’s spectral position, polarization and will in many
cases be enough to unambiguously determine the identity of the
mode in comparison to simulation or theoretical results.

Another important aspect of this technique is the speed with
which measurements can be made. In particular, the critical
alignment step required in this work is making sure that the taper
is not angled with respect to the surface of the chip, to ensure that
coupling only occurs between the taper and the cavity, and not
some extraneous part of the chip. Once this is done, and once
the taper is aligned along the desired axis of the cavity, all of
the devices within an array can be rapidly tested, and the spec-
tral positions of resonances in successive devices can be deter-
mined within tens of seconds or faster. As an illustration of this,
a movie showing the testing of two adjacent PC cavities has been
made and is freely available on the internet (http://copilot.cal-
tech.edu/research/PC_cav.avi). This ability to easily probe an
array of devices on a chip greatly speeds up the testing process
and shortens the turnaround time between device fabrication and
measurement. Furthermore, the simplicity of the measurement
technique is another attractive feature; a single fiber taper serves
as both the excitation and collection probe, and the taper is phys-
ically robust enough (will not break) so that no active servo con-
trol of the taper position is required to prevent it from touching
the sample surface (in contrast to the more delicate probes used
in NSOM techniques [24]).

Finally, we note that the optical-fiber taper probe can be used
to examine the spectral and spatial properties of a number of
wavelength-scale microcavities, and is not limited to just PC
microcavities. The suitability of the fiber taper as a probe for a
given microcavity will in large part be determined by the overlap
between the cavity and taper fields; simply put, if that overlap is
sufficiently large, an appreciable amount of power can be trans-
ferred from the taper to the cavity even without phase-matching
(in general, phase-matching will not be achieved, because of
the index mismatch between the silica fiber taper and the high
refractive index semiconductors typically used in wavelength-
scale cavities). For the PC microcavity mode studied in this
work, the depth of coupling is typically limited to %– %,
and at maximum levels of coupling, the cavity is degraded
due to the taper loading effects seen in Fig. 5. However, due to
the low-loss nature of the optical-fiber tapers (insertion losses
are routinely as low as a few percent), this is still a significant
amount of coupling into the cavity, and from the measurement
standpoint, coupling levels of a few percent are easily adequate
to discern cavity resonances in the taper’s transmission, and to
then probe the and of the cavity. For applications re-
quiring highly efficient power transfer from the fiber into the

Fig. 8. Resolution of the fiber taper. Plot of the normalized full-width
at half-maximum (FWHM=(� =n)) of the dominant taper electric field
component at the center of the PC slab, as a function of normalized taper-slab
gap (�z=� ) and taper diameter (d=(� =n)). � is the operating wavelength
of the taper (and the resonant frequency of the cavity mode), and n � 1:45 is
its material refractive index.

cavity, other approaches using an intermediate photonic crystal
waveguide coupler have been developed [37].

As an example of the application of this probing technique to
other types of wavelength-scale microcavities, fiber tapers have
recently been used to probe the spectral and spatial properties
of whispering gallery modes in m diameter silicon mi-
crodisks [38] and AlGaAs microdisks with embedded quantum
dots [39]. Because the radiation losses in high-index-contrast
microdisks are quite low 10 , measurement of in fabri-
cated devices is a simple and elegant way to determine etch-in-
duced and bulk material losses within a given materials system
[40], allowing one to optimize an etching process for the cre-
ation of low-loss structures. Because the fiber taper measure-
ment is a passive measurement (light-emitting material is not
required), this probing technique provides optical access to ma-
terials systems, such as silicon, which otherwise could only
be accessed via end-fire coupling to microfabricated on-chip
waveguides.
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