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distinguish among different materials and temperatures to a high degree of
precision.
© 2010 Optical Society of America
OCIS codes: (230.5750) Resonators; (240.6680) Surface plasmons.

References and links
1. A. Rogalski, J. Antoszewski, and L. Faraone, “Third-generation infrared photodetector arrays,” J. Appl. Phys.
105, 091101 (2009).
2. J. Phillips, “Evaluation of the fundamental properties of quantum dot infrared detectors,” J. Appl. Phys. 91,
4590–4594 (2002).
3. Y. Sidorov, “Peculiarities of the MBE growth physics and technology of narrow-gap IIVI compounds,” Thin
Solid Films 306, 253–265 (1997).
4. S. Krishna, “Quantum dots-in-a-well infrared photodetectors,” J. Phys. D: Appl. Phys. 38, 2142–2150 (2005).
5. R. V. Shenoi, R. S. Attaluri, A. Siroya, J. Shao, Y. D. Sharma, A. Stintz, T. E. Vandervelde, and S. Krishna,
“Low-strain InAs/InGaAs/GaAs quantum dots-in-a-well infrared photodetector,” J. Vac. Sci. Technol. B 26,
1136–1139 (2008).
6. O. Painter and K. Srinivasan, “Polarization properties of dipolelike defect modes in photonic crystal nanocavities,” Opt. Lett. 27, 339–341 (2002).
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8. O. Painter, J. Vučkovič, and A. Scherer, “Defect modes of a two-dimensional photonic crystal in an optically
thin dielectric slab,” J. Opt. Soc. Am. B 16, 275–285 (1999).
9. H. Raether, Surface Plasmons on Smooth and Rough Surfaces and on Gratings, (Springer, 1988).
10. B. Prade, J. Y. Vinet, and A. Mysyrowicz, “Guided optical waves in planar heterostructures with negative dielectric constant,” Phys. Rev. B 44, 13556–13572 (1991).
11. M. Bahriz, V. Moreau, R. Colombelli, O. Crisafulli, and O. Painter, “Design of mid-IR and THz quantum cascade
laser cavities with complete TM photonic bandgap,” Opt. Express 15, 5948–5965 (2007).
12. J. Rosenberg, R. V. Shenoi, T. E. Vandervelde, S. Krishna, and O. Painter, “A multispectral and polarizationselective surface-plasmon resonant midinfrared detector,” Appl. Phys. Lett. 95, 161101 (2009).
13. E. Homeyer, J. Houel, X. Checoury, F. Delgehier, S. Sauvage, P. Boucaud, R. Braive, L. Le Gratiet, L. Leroy, A.
Miard, A. Lemaı̂tre, and I. Sagnes, “Resonant coupling of quantum dot intersublevel transitions with midinfrared
photonic crystal modes,” Appl. Phys. Lett. 95, 041108 (2009).

#119465 - $15.00 USD

(C) 2010 OSA

Received 3 Nov 2009; revised 24 Jan 2010; accepted 30 Jan 2010; published 5 Feb 2010

15 February 2010 / Vol. 18, No. 4 / OPTICS EXPRESS 3672

14. E. Laux, C. Genet, T. Skauli, and T. W. Ebbesen, “Plasmonic photon sorters for spectral and polarimetric imaging,” Nat. Photon. 2, 161–164 (2008).
15. J. K. Yang, M. K. Seo, I. K. Hwang, S. B. Kim, and Y. H. Lee, “Polarization-selective resonant photonic crystal
photodetector,” Appl. Phys. Lett. 93, 211103 (2008).
16. X. Hu, M. Li, Z. Ye, W. Y. Leung, K. M. Ho, and S. Y. Lin, “Design of midinfrared photodetectors enhanced by
resonant cavities with subwavelength metallic gratings,” Appl. Phys. Lett. 93, 241108 (2008).
17. J. S. White, G. Veronis, Z. Yu, E. S. Barnard, A. Chandran, S. Fan, and M. L. Brongersma, “Extraordinary optical
absorption through subwavelength slits,” Opt. Lett. 34, 686–688 (2009).
18. R. V. Shenoi, D. A. Ramirez, Y. Sharma, R. S. Attaluri, J. Rosenberg, O. J. Painter, and S. Krishna, “Plasmon
assisted photonic crystal quantum dot sensors,” vol. 6713, 67130P (SPIE, 2007).
19. M. Tinkham, Group Theory and Quantum Mechanics, (Dover Publications, 2003).
20. O. Painter, K. Srinivasan, and P. E. Barclay, “Wannier-like equation for the resonant cavity modes of locally
perturbed photonic crystals,” Phys. Rev. B: Condens. Matter 68, 035214 (2003).
21. J. D. Joannopoulos, R. D. Meade, and J. N. Winn, Photonic Crystals, (Princeton University Press, Princeton,
New Jersey, 1995).
22. P. B. Johnson and R. W. Christy, “Optical constants of the noble metals,” Phys. Rev. B: Condens. Matter 6,
4370–4379 (1972).
23. W. L. Barnes, A. Dereux, and T. W. Ebbesen, “Surface plasmon subwavelength optics,” Nature 424, 824–830
(2003).
24. J. B. Pendry, L. Martin-Moreno, and F. J. Garcia-Vidal, “Mimicking surface plasmons with structured surfaces,”
Science 305, 847–848 (2004).
25. G. Mur,
“Absorbing boundary conditions for the finite-difference approximation of the time-domain
electromagnetic-field equations,” IEEE Trans. Electromagn. Compat. 23, 377–382 (1981).
26. M. Cai, O. Painter, and K. J. Vahala, “Observation of critical coupling in a fiber taper to a silica-microsphere
whispering-gallery mode system,” Phys. Rev. Lett. 85, 74–77 (2000).
27. T. E. Vandervelde, M. C. Lenz, E. Varley, A. Barve, J. Shao, R. V. Shenoi, D. A. Ramirez, W. Jan, Y. D. Sharma,
and S. Krishna, “Quantum dots-in-a-well focal plane arrays,” IEEE J. Sel. Top. Quantum Electron. 14, 1150–
1161 (2008).

1.

Introduction

Optical sensors in the mid-infrared wavelength range are extremely important in a wide variety
of areas, such as night vision, missile guidance, and biological spectroscopy [1]. Currently, the
best mid-infrared detectors are based on mercury-cadmium-telleuride (MCT). MCT detectors
are very efficient, but large-area focal-plane arrays are difficult and expensive to grow due to
difficulties with the epitaxial growth of mercury-based compounds [2, 3]. More recently, other
detector materials have become more common, but they have various limitations in the required
direction of incoming light, such as in quantum well detectors, or in detector efficiency, as in
quantum dot or dots-in-a-well (DWELL) detectors [4, 5]. With the use of a resonant cavity,
it becomes possible to increase the detector efficiency many times over by greatly extending
the interaction length between the incoming light and the active material. Instead of incoming
light making only one pass through the active region, in a resonant detector the light can make
hundreds of passes.
The presence of a resonator can also make each pixel frequency and polarization specific [6–8], allowing for a hyperspectral and hyperpolarization sensor without the need for any
external grating or prism. There are many applications for frequency and polarization-sensitive
detectors. A hyperspectral detector array could function as a spectrometer on a chip, filtering
incoming signals through the use of hundreds of highly sensitive detector pixels. A hyperpolarization detector could be used in a camera to provide an additional layer of information which
can be combined with frequency and intensity data to better distinguish between different objects in an image.
The resonator system we investigate here is composed of a photonic crystal cavity for inplane confinement, and a plasmonic waveguide [9,10], composed of either a single or a doublelayer of metal, for the vertical confinement. This resonator design, combining the benefits of a
plasmonic waveguide and a photonic crystal cavity, has a number of advantages. The plasmonic
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waveguide serves multiple purposes: it serves as a superior top contact (or in the double-metal
case, top and bottom contact) for the detector device providing enhanced extraction efficiency;
it provides strong vertical confinement (nearly total confinement, for the double-metal structure) of the resonator mode within the active region; and it increases the index contrast in
the photonic crystal, enhancing the in-plane confinement of the resonator mode and enabling
strong confinement even with a very shallow photonic crystal etch extending only through the
top metal layer [11, 12]. The photonic crystal patterning also serves a dual purpose: it provides
in-plane confinement to the resonator mode, serves as a grating coupler to couple normalincidence light into the in-plane direction of the detector, and provides a mechanism for freely
adjusting the polarization response of the detector pixel.
In the past, many promising schemes have been proposed and/or demonstrated illustrating various aspects of these concepts: optical resonators to provide spectral [13] or spectral
and polarization filtering [14–16], enhanced confinement of light to increase material absorption [13, 15–17], and metallic gratings to enable strong confinement without the necessity for
deep etching [14,16,17]. Previously, we have demonstrated plasmonic photonic crystal designs
with the maximum field intensity at the top metal interface to allow for thinner devices and increase field overlap with the active region versus metallic Fabry Perot-based structures, in both
deep-etched [18] and shallow-etched [12] single-metal-layer implementations. Here we detail
the design of the demonstrated shallow-etch single-metal resonators, and expand those design
principles to propose a highly-efficient shallow-etch double-metal cavity design for hyperspectral and hyperpolarization, strongly enhanced mid-infrared detection. Both single-metal and
double-metal designs are detector material agnostic, are easily incorporated into current FPA
processing techniques, and do not involve the damage or removal of any detector active region
material, providing significantly increased flexibility and functionality with a minimal increase
in complexity.
2.

Photonic Crystal Design

A significant obstacle to using resonant cavities to enhance detector absorption and provide
spectral and polarization sensitivity is achieving sufficient input coupling from free-space light.
Commonly such resonators, with their high confinement, have only very poor phase-matching
to a normal incidence free-space beam such as that which we would ideally like to detect
for imaging applications. However, with suitable design and optimization of the plasmonic
photonic crystal structure, it becomes possible to achieve significant free-space coupling, and
indeed, even move towards achieving critical coupling (as will be discussed in Section 5).
We used group theory to design a frequency and polarization sensitive photonic crystal
structure suitable for coupling efficiently to normal incidence light. The simplest polarizationsensitive resonator design would be a one-dimensional grating. However, it is beneficial to
choose a fully-connected photonic crystal design in order to take full advantage of the increased
current extraction efficiency from the plasmonic metal layer serving as the top contact of the
detector device, as well as allowing for continuous variation between polarization-sensitive and
polarization-insensitive devices. Therefore, we analyze a square-lattice structure here, and describe how stretching the lattice in one direction can split the degenerate modes of the structure
and create a strong polarization sensitivity for use in imaging applications.
The bandstructure for the transverse magnetic (TM) modes of a square lattice photonic crystal is shown in Fig. 1(a), calculated using plane wave expansion. The TM polarization, with
E-field perpendicular to the photonic crystal plane, is chosen because this corresponds to the
polarization of the surface plasmon guided modes of the structure. The ratio of circular hole
radius r to lattice spacing a used was r/a = 0.32, and the refractive index of the material was
taken to be the effective index of the fundamental mode of the double metal plasmon waveg#119465 - $15.00 USD
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Fig. 1. In-plane guided mode TM bandstructure plot of a square-lattice photonic crystal
(neff = 3.24) with r/a = 0.32. The light line is shown in yellow, and the modes of interest
are circled.

uide, neff = 3.24. Details of the plasmon effective index calculation are discussed in Section 4.
There are no band gaps for this structure, however there are several flat-band regions. The group
velocity of these band-edge modes is close to zero, therefore the light travels very slowly and
is effectively confined within the patterned region. Band-edge modes are ideal for applications
such as detectors, as the mode volume is large, allowing more of the active region to be contained within the resonator. There are a number of flat-band regions within the bandstructure
in Fig. 1(a), but we are interested in the modes at the Γ-point. The Γ-point corresponds to
normal-incidence modulo a reciprocal lattice vector, so the Γ-point modes are capable of coupling normal-incidence light into the in-plane direction of the detector. In addition, the Γ-point
modes are above the light line, and therefore leak into the air, enabling them to couple more
easily to an input free space beam. We investigated the four lowest-order Γ-point modes, circled
in Fig. 1(a), using group theory [19, 20].
The point group symmetry of the square photonic crystal lattice, with reciprocal lattice
shown in Fig. 1(b), is C4v . The in-plane field of the unperturbed waveguide is given by
Ek⊥ (r⊥ ) = ẑe−ı(k⊥ )·r⊥ , with k⊥ and r⊥ representing the in-plane wavenumber and spatial position, respectively. When the structure is patterned, coupling will occur between waveguide
modes with similar unperturbed frequencies, and propagation constants that differ by a reciprocal lattice vector G.
There is one Γ-point within the first Brillouin zone (IBZ), at {(0, 0)kΓ }, with kΓ = 2π/a.
Since we are interested in modes with nonzero k-vectors in the in-plane direction, we will
consider the nearest Γ-points in the surrounding Brillouin zones, at ({±(1, 0)kΓ , ±(0, 1)kΓ }).
These points are labeled in Fig. 1(b). The group of the wave vector, the symmetry group of a
plane wave modulo G, is C4v at the Γ-point. The character table of C4v is shown in Table 1.
The star of k (k) at the Γ-point is the set of independent Γ-points within the region. In this
case, k is given, not uniquely, by {kΓ1 }. This will be our seed vector. We find the symmetry
basis for the modes at that satellite point by applying the symmetry operations of the group of
the wave vector to the seed vector. In this case, the basis is (EG1 , E−G1 , EG2 , E−G2 ). Projecting
this symmetry basis onto the irreducible representation (IRREP) spaces of C4v , we find the
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Table 1. Point Group character tables for the square and rectangular lattice.
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Fig. 2. 2D bandstructure plots near the gamma point of (a) a square lattice and (b) a rectangular lattice, stretched by 10%. The dipole-like modes are shown in bold.

modes:
EA1

= ẑ(cos(kG1 · r) + cos(kG2 · r)),

EB1

= ẑ(cos(kG1 · r) − cos(kG2 · r)),

EE,1

= ẑ(sin(kG2 · r)),

EE,2

= ẑ(sin(kG1 · r)),

(1)

where A1 , B1 , and E are IRREP spaces of C4v (see Table 1), and r has its origin at the center
of the air hole. Considering that modes with more electric field concentrated in areas with
high dielectric constant tend to have lower frequency than those with electric field concentrated
in low dielectric regions [21], we can order the modes by frequency. E is a two dimensional
IRREP, so generates two degenerate modes. We associate this pair of modes {EE,1 , EE,2 } with
the second and third frequency bands, which is in agreement with the bandstructure in Fig. 1(a).
These degenerate modes, with dipole-like symmetry and the spatial pattern given in Eqs. (1),
radiate with a far-field pattern which is uniform: in the case of a finite structure, a Gaussian-like
far-field without anti-nodes.
In order to achieve polarization sensitivity, we need to split these two degenerate dipolelike modes. To do this, we stretch the photonic crystal lattice (not the photonic crystal holes)
in one direction, giving the reciprocal lattice shown in Fig. 1(c). The effect of stretching the
lattice on the four lowest-order Γ-point modes is shown in Fig. 2. The symmetry group of this
perturbation is C2v ; the character table for C2v is shown in Table 1. Using the compatibility
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Fig. 3. (a) A crossectional image of several lattice constants of the single-metal DWELL detector design. (b) Ez intensity profile of the fundamental plasmon waveguide mode (blue)
and the real part of the refractive index of the layers (red), with the detector active region highlighted. (c) FDTD bandstructure for the unstretched single-metal photonic crystal
structure shown in (a) in the region between the Γ and X points. (d) FDTD bandstructure
between the Γ and X1 points for a single-metal photonic crystal structure stretched and
compressed by 10% in the x and y directions, respectively.

relations between C4v and C2v , we find the new set of modes:
EA1 ,1

= ẑ(cos(kG1 · r) + cos(kG2 · r)),

EA1 ,2

= ẑ(cos(kG1 · r) − cos(kG2 · r)),

EB1

= ẑ(sin(kG2 · r)),

EB2

= ẑ(sin(kG1 · r)).

(2)

These modes are plotted in Fig. 7. The C4v two-dimensional representation E decomposes
into B1 ⊕ B2 under C2v , therefore the dipole-like modes are no longer degenerate. This is in
agreement with what we see in the bandstructure of the stretched lattice, Fig. 2(b).
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3.

Single-Metal Plasmon Resonator Design

In addition to the in-plane confinement provided by the photonic crystal pattern discussed in
Section 2, it is necessary to confine the light in the vertical direction as well. We begin with
a single-metal design suitable for straightforward fabrication (as experimentally demonstrated
in [12]), and then expand the discussion to consider a double-metal design that mimics the top
and bottom contact layers in detector focal plane arrays for easy integration. As we operate in
the mid-infrared frequency range, we are far from the plasmon resonance frequency of metals,
typically in the ultraviolet; operating in this regime avoids the very high metal losses that occur
at frequencies closer to the plasmon frequency, and allows the mode to extend farther into the
active region of the detector.
The single-metal resonant DWELL detector structure we study is shown in Fig. 3(a), along
with the 1D Ez intensity profile of the fundamental plasmon waveguide mode in Fig. 3(b) (not
including the effects of the photonic crystal holes). The vertical confinement factor of this mode
within the active region of the detector is η = 91%, in strong contrast to the generally much
lower confinement factor of purely dielectric waveguides. This extremely high confinement,
even for a waveguide utilizing only a single layer of metal, immediately showcases the benefits
of choosing a plasmon-based photonic crystal design. The wavelength of the fundamental mode
of the plasmonic photonic crystal resonator will be approximately λ ∼ aneff , where neff is the
effective index of the unpatterned plasmon waveguide fundamental mode.
The TM square lattice single-metal plasmonic photonic crystal bandstructure for the region
near the Γ-point is shown in Fig. 3(c), calculated using finite difference time domain (FDTD)
methods with metal material properties from Ref. [22]. Bloch boundary conditions were used
along the x̂- and ŷ-axes, and perfectly matched layer (PML) absorbing boundary conditions on
the ẑ-axis. The simulated structure has a lattice constant of a = 2.939 µm, a hole width W vs.
lattice constant ratio of W̄ ≡ 2W /(ax + ay ) = 0.567, and a metal thickness of tm = 150 nm, and
shows Γ-point modes which are in good agreement with the group theory predictions in the
previous section. Figure 3(d) shows the same bandstructure region for a lattice stretched and
compressed by 10% along the x̂- and ŷ- axes respectively, with the two dipole modes showing
a significant frequency splitting, also as predicted. These two 3D FDTD simulations match up
well with the 2D plane-wave expansion bandstructure predictions shown in Fig. 2, with the
addition of visible higher-order vertical modes from the single-metal plasmon waveguide. The
double-metal waveguide structure can be designed such that these higher-order vertical modes
are eliminated, and they will not appear in structures with finite in-plane extent due to their low
mode overlap with the photonic crystal cavity.
The overall quality factor of the two degenerate dipole modes in the unstretched-lattice case
(for resonator parameters given in the caption to Fig. 4) is calculated to be Qper = 48, using
perfectly periodic boundary conditions along the x̂- and ŷ-axes, and PML absorbing boundary
conditions along the ẑ-axis. This calculation does not include the in-plane quality factor, Qxy ,
which can be increased indefinitely by adding more lattice constants to the resonator structure. By simulating the structure as excited by an incoming, normal incidence plane wave,
we can measure the percentage of the incoming light absorbed within the active region. The
simulated DWELL active region absorption corresponding to this mode is At = 11.5%, with
material parameters specified so as to reproduce the approximate DWELL material single-pass
absorption, ADWELL = 2%. This corresponds to an expected responsivity enhancement factor
of E ≡ At /ADWELL = 5.75 at the resonant wavelength, versus a sample with no top patterned
plasmonic metal layer at the same wavelength [Fig. 4(a)]. Note that this enhancement factor
is not normalized to the area of the holes in the plasmonic metal, as is typically done in the
case of ’extraordinary’ transmission through thin metal layers [23]; the absorption values are
compared over the same physical region of detector material.
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Fig. 4. (a) FDTD simulated enhancement factor and active region absorption vs. wavelength, based on a 2% single-pass absorption, using a structure with lattice constant
a = 2.939 µm, W̄ = 0.567, and metal thickness tm = 150 nm. (b) Ez mode profiles in the y-z
plane at the hole edge for the three longer-wavelength peaks in (a), for one lattice constant.
The three shorter-wavelength peaks have similar vertical field profiles, but are higher-order
in the x-y plane.

The active region absorption, At , and enhancement factor, E, are plotted versus frequency
in Fig. 4(a), showing the fundamental plasmon mode at 9.6 µm and a series of higher-order
modes at shorter wavelengths. The mode Pxy corresponds to the xth -order in-plane and yth order vertical plasmon waveguide mode. Thus P00 corresponds to the fundamental plasmon
mode as discussed above. W G1 and W G2 are the first and second-order TM waveguide modes
of the structure, and Fig. 4(b) shows that they have a lower overlap with the metal surface
than the plasmon modes. Thus their Q per is higher than the plasmon modes for the perfectly
periodic structure simulated, as can be seen in Fig. 4(a), but their in-plane Q-factor, Qxy , will
be very small due to their minimal interaction with the photonic crystal grating. Therefore, the
active region absorption due to those modes will tend to disappear for a finite-sized photonic
crystal cavity. As the overall absorption enhancement factor is lower for these modes even in
the infinite-structure limit, we conclude that the response of this resonator structure will be
dominated by the surface plasmon-guided modes.
4.

Double-Metal Plasmon Resonator Design

Though we have shown that a single-metal plasmonic device can have high active-region confinement and reasonable Q-factors, we can move to a double-metal design to increase both of
these quantities even further. The double-metal structure brackets the active region with a thin
layer of plasmonic metal on either side, and the photonic crystal holes are etched only into the
top metal layer, as before. All of the advantages of the single-metal device are preserved, while
the substrate loss can be essentially eliminated and the detector active region vertical confinement can approach 100%. These are achieved at the price of higher plasmonic metal loss, but
in the mid-infrared region, this loss is not prohibitive.
In choosing the ideal waveguide thickness, t, for the double-metal (or metal-insulator-metal,
MIM) plasmonic waveguide, there are several considerations. Figure 5 shows the variation of
mode effective index neff with waveguide thickness for a Ag/GaAs/Ag waveguide at a freespace wavelength of λ = 10 µm. As the waveguide thickness decreases and more energy moves
into the metal regions, both the real [Fig. 5(a)] and the imaginary [Fig. 5(b)] parts of the effective index increase. A high real part of the effective index is beneficial, because it increases
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Fig. 5. The (a) real (red) and (b) imaginary (blue) parts of the dielectric constant dispersion
relation of an Ag/GaAs/Ag waveguide vs. waveguide thickness t, for a free-space wavelength of λ = 10 µm. The GaAs core index is indicated by a dotted black line.

the index contrast of the photonic crystal by increasing the contrast between the photonic crystal holes and the metal-covered regions (the double-metal waveguide). A higher index contrast
increases the strength of the photonic crystal perturbation, improving the in-plane confinement
Qxy of the resonator. If the index contrast is high enough, the photonic crystal holes can be
etched only into the top metal, without removing material from the detector active region. In
the double-metal case, this condition is even easier to achieve than in the single-metal case.
However, the imaginary part of the effective index is proportional to the loss in the waveguide,
and must be minimized. Therefore a waveguide width must be chosen to balance the competing
factors of index contrast and loss.
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Fig. 6. The field profile for Ag/GaAs/Ag plasmon waveguides with a thickness t of (a) 10
nm, (b) 500 nm, and (c) 50 µm are shown, for a free-space wavelength of λ = 10 µm. The
effective index neff for each plasmon waveguide is also given.

The field profiles of three Ag/GaAs/Ag plasmon waveguides are shown in Fig. 6, with the
calculated effective index neff , for a free-space wavelength of λ = 10 µm. Though the effective
index values shown here would seem to generate only a low index contrast with the core dielectric material (nGaAs = 3.3) for reasonable waveguide thicknesses, it must be considered that
these simulations do not take into account the effect of the photonic crystal holes etched in the
metal. In fact, it can be shown [11, 24] that the presence of holes in a metal layer has the effect
of lowering the effective plasmon frequency of that layer without significantly raising losses,
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increasing the real but not the imaginary part of the waveguide effective index. Thus, the actual
combined photonic crystal and plasmon structure will have a considerably higher index contrast
than would be expected from these effective index values. This is demonstrated via simulations
of the full 3D structure which show that, even with the photonic crystal holes etched only into
the top metal layer, we still achieve significant in-plane confinement and vertical coupling.

(a)

(b)

(c)

(d)

Fig. 7. A comparison of the FDTD simulated and group theory predicted Ez field profiles
for the four lowest gamma-point modes of a 20% stretched lattice, in order of increasing
frequency. The modes, labeled according to C2v designations, are (a) A1,1 , (b) B2 , (c) B1 , (d)
A1,2 . The group theory predictions are shown on the left, while the FDTD results, including
the effects of the photonic crystal air hole (overlaid white square), are shown on the right.
The FDTD fields shown are 2D slices of the full simulations taken just below the top metal
layer, inside the active region.

Full structure simulations (photonic crystal plus plasmon waveguide) were performed using
the FDTD method with perfectly periodic boundary conditions in the in-plane direction (as
before, due to computational constraints) and Mur absorbing boundary conditions [25] to model
radiation loss out of the structure, with a lattice stretched by 20%, an active region thickness
t between the metal layers of 512 nm, and a lattice constant a of 3 µm. The metal layers are
approximated as perfect conductors for computational practicality, with the effects of the loss in
the metal, calculated for unpatterned double-metal waveguides, taken into account in Section 5.
These FDTD simulations confirm the results of our separate photonic crystal and plasmon
waveguide simulations. Figure 7 shows the FDTD field plots (left) in comparison with the
group theory mode plots (right). Though the presence of the air-hole distorts the shape of the
modes in the center of the FDTD images, at the outside of the simulation region it can be seen
that the simple group theory calculations have accurately predicted the mode shapes given by
the more complex FDTD simulations.
We have also investigated the far-field profiles of the four Γ-point modes, through examining
the spatial fourier transform of Ez . Due to time-reversal symmetry, the field profile of a mode
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that can be coupled into the resonator is equivalent to the field profile of the resonator mode
propagated out into the far-field, therefore these far-field plots indicate the mode-shapes and
polarizations that couple most strongly from free space to the resonator mode. Far-field plots of
the two fundamental stretched-lattice dipole modes, B1 and B2 , are shown in Fig. 8, generated
from an 10X10 tiled array of the FDTD simulated field profile (itself one lattice constant in
size) and apodized using a Gaussian function with a standard deviation of two lattice constants
(ax and ay , respectively) in the x and y directions. We can see from Fig. 8(a,b) that the B1 and
B2 modes are well-suited for coupling to incident free-space light, since the far-field profile has
a single lobe at normal incidence and does not contain any anti-nodes, in agreement with the
group theory predictions from Section 2.
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Fig. 8. Far-field plots at z = 90 µm of the two Γ-point dipole modes in a stretched-lattice
structure with W̄ = 0.5309 and ay /ax = 1.2. (a) B2 mode power density, with dominant
ŷ-polarization. (b) B1 mode power density, with dominant x̂-polarization. For both B1 and
B2 modes, the polarization selectivity is calculated to be greater than 109 , limited entirely
by error in the numerical simulation.

5.

Critical Coupling

After optimizing the large-scale resonator design and choosing photonic crystal modes which
have the largest coupling to normal-incident light, it still remains to find the best values for
the design parameters to increase detector absorption, and to determine the fundamental limits
on absorption enhancement for these two (single-metal and double-metal) resonator designs.
We find that, for the double-metal resonator, the absorption is greatest at the point of critical
input coupling, whereas we find a different optimal point for the single-metal resonator, as the
parasitic substrate loss increases along with the detector absorption as the input coupling is
increased.
Critical coupling occurs when the external coupling to the resonator (the resonator “coupling
loss”) is equal to the total internal cavity loss from all other loss mechanisms. When that condition occurs, the reflection coefficient goes to zero, and all of the incident light at the resonance
frequency is absorbed in the resonator [26]. Figure 9 shows the various scattering and absorption processes that are involved in near normal incidence resonant detection. The reflection
from the cavity is given by


e 2
Δ2 + γ0 −γ
2
(3)
R=
 2 ,
Δ2 + γ2t
where Δ = ω − ω0 is the frequency detuning from the resonance frequency ω0 , γ0 is the intrinsic
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Fig. 9. The dominant loss mechanisms within a double-metal plasmonic photonic crystal
resonant detector.

cavity loss rate, γe is the vertical coupling rate to free space, and γt = γ0 + γe . The loss rates γ
are related to the Q-factors given previously by γ = 2πnc/λQ. It is clear from Eq. (3) that, when
the cavity is excited on-resonance (Δ = 0), the reflection goes to zero when γ0 = γe , when the
rate at which the cavity can be fed from free space is equal to the sum of all the internal cavity
loss rates. This is the critical coupling condition.
From the expression for the reflection in Eq. (3), we can write the power dropped into the
cavity (not only the absorbed power, but all of the power not reflected):
Pd = Pin (1 − R) = Pin

γ0 γe
 2 ,
2
Δ + γ2t

(4)

where Pin represents the power incident on the cavity. Therefore the fractional absorption efficiency into the i-th loss channel is
pi =

γi Pd
γ i γe
=
 2 .
γ0 Pin
Δ2 + γ2t

(5)

We can enumerate the loss mechanisms in Fig. 9, such that γ0 = γD + γmetal + γxy + γsub , corresponding to the (beneficial) detector absorption, the metal absorption, the in-plane loss, and
the substrate loss, respectively. The in-plane loss can always be made negligible, by adding
more lattice constants to the photonic crystal patterning region to increase the in-plane confinement strength relative to the other loss mechanisms. In the single-metal case, we can consider
γsub = mγe , representing a mode coupling into the substrate that is m times larger than that into
the air due to the higher substrate refractive index; in the double-metal case, m ∼ 0 due to the
thick bottom layer of plasmon metal.
The fractional absorption into the DWELL detector material is then, at resonance, given by
pD =

4γD γe
.
[(m + 1)γe + γmetal + γD ]2

(6)

From this expression, we see that the maximum fractional absorption occurs at
γe =
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As the input coupling γe can be adjusted by varying resonator parameters, this maximal condition should be readily achievable, corresponding to a fractional absorption into the detector
material of
γD
.
(8)
pD,max =
(1 + m)(γD + γmetal )
For the double-metal case in which m ∼ 0, the maximal detector absorption occurs at the
pure critical coupling condition, γe = γD + γmetal . In this case, the fractional power absorbed is
primarily limited by the relatively small metal losses in the mid-infrared region. For the silver
plasmon waveguides simulated in this work (Section 4) we find a metal loss quality factor
of Qmetal = 149, in comparison to the estimated DWELL detector absorption quality factor
of QD = 188. This indicates that 55.8% of the incoming light will be absorbed in the active
material for the optimal external coupling quality factor of Qe = 83.
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Fig. 10. (a) Variation of external coupling and substrate loss quality factors, Qe and Qsub ,
with metal thickness tm , and (b) with W̄ for the fundamental (blue) and higher-order (red)
modes of the unstretched single-metal photonic crystal lattice. Open circles represent Qe
and filled triangles represent Qsub . A dotted line marks the value of the parameter held
constant in the opposing plot.

There are many free parameters in this resonator structure which can be optimized in order to
achieve the optimal input coupling value. Choosing two of the most significant, the normalized
hole width, W̄ , and the top metal thickness, tm , we investigate their effect on Qe for both the
single-metal unstretched lattice (Fig. 10) and double-metal stretched-lattice (Fig. 11, with a
lattice stretching ratio of 1.2) structures. With variation of W̄ , shown in Figs. 10(b) for singlemetal and 11(b) for double-metal, the overall trend for both structures is the same, showing
a curve most likely due to a combination of factors: the increased hole size provides a larger
aperture through which light can escape, decreasing the Qe ; but the larger air hole also distorts
the shape of the mode, causing it to generate a less pure far-field profile which does not match
as well with a free-space beam. In contrast, the variations in quality factor with changes in the
top metal thickness, shown in Figs. 10(a) for single-metal and 11(a) for double-metal, illustrate
vertical quality factors Qe of both dipole-like modes increasing monotonically as the top metal
becomes thicker. Varying the top metal thickness tm is an effective way to change Qe to better
match the internal loss, and thus more closely approach critical coupling, without changing the
mode frequency.
Though the behavior as hole size and metal thickness are varied is similar for both singlemetal and double-metal structures, the double-metal structure has a lower achievable Qe , indicating more favorable external coupling conditions; the stretching of the photonic crystal lattice
does not significantly decrease Qe .
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Fig. 11. Variation of vertical coupling quality factor Qe of the B1 (blue square) and B2
(green circle) modes of the double-metal photonic crystal lattice with changing (a) tm and
(b) W̄ .

6.

Conclusion

We have designed a plasmonic photonic crystal resonator, utilizing either a single-metal or
double-metal plasmon waveguide, for use in mid-infrared photodetectors. This resonator design shows good frequency and polarization selectivity for use in hyperspectral and hyperpolarization detectors. We analyzed the conditions for optimal detector absorption enhancement,
and by varying the photonic crystal hole size and top metal thickness, we adjusted the vertical coupling efficiency to more closely match the resonator loss, moving towards achieving
critical coupling. Additional increases in coupling efficiency or reductions in loss could bring
the system to near 100% absorption in the detector. This resonator can be optimized for use at
any wavelength from the terahertz to the visible with suitable scaling of the photonic crystal
holes and waveguide width, and can easily be modified to suit any detector material, since no
photonic crystal holes are etched into the active region itself.

Infrared Light In

Photonic Crystal Resonator
Highly Doped Layer

Metal
Silicon Nitride
Metal

Active Region

Highly Doped Layer

Indium Bump

Epoxy Underfill

Fig. 12. A design schematic for a resonant double-metal plasmonic photonic crystal FPA.

The flip-chip bonding method of focal plane array (FPA) fabrication naturally lends itself to
use with a double-metal resonant cavity, with only the top metal photonic crystal lithography
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step differing from standard process techniques. DWELL FPAs have already been demonstrated
with hybridization to a readout integrated circuit [4, 27]. In Fig. 12, a proposed FPA schematic
is shown, illustrating the ease with which double-metal plasmonic photonic crystal resonators
can be incorporated into current FPA designs and presenting the possibility to achieve highly
sensitive mid-infrared spectral and polarization imaging at low cost.
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