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Synthesis and characterization of aerosol silicon nanocrystal nonvolatile
floating-gate memory devices
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This letter describes the fabrication and structural and electrical characterization of an
aerosol-nanocrystal-based floating-gate field-effect-transistor nonvolatile memory. Aerosol
nanocrystal nonvolatile memory devices demonstrate program/erase characteristics comparable to
conventional stacked-gate nonvolatile memory devices. Aerosol nanocrystal devices with 0.2mm
channel lengths exhibit large threshold voltage shifts (.3 V), submicrosecond program times,
millisecond erase times, excellent endurance~.105 program/erase cycles!, and long-term
nonvolatility (.106 s) despite thin tunnel oxides~55–60 Å!. In addition, a simple aerosol
fabrication and deposition process makes the aerosol nanocrystal memory device an attractive
candidate for low-cost nonvolatile memory applications. ©2001 American Institute of Physics.
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We have fabricated floating-gate metal–oxide
semiconductor field-effect transistors~MOSFETs! in which
the conventional stacked gate has been replaced with sil
nanocrystals formed and deposited as an aerosol.
memory operation of the aerosol nanocrystal floating-g
MOSFET depends on charge storage in the floating-g
similar to conventional stacked-gate nonvolatile mem
devices.1 In a silicon nanocrystal nonvolatile memory devic
however, charge is not stored on a continuous floating-g
polysilicon layer as is the case in conventional stacked-g
devices, but on a discontinuous floating-gate layer compo
of discrete crystalline silicon nanocrystals.2–4 Nanocrystal
charge storage offers several potential advantages over
ventional stacked-gate nonvolatile memory devices;~1! a
simple low cost floating-gate fabrication process;~2! im-
proved retention resulting from Coulomb blockade and qu
tum confinement effects5 that enable the use of thinner tunn
oxides and lower operating voltages;~3! reduced punch-
through achieved by eliminating drain-to-floating-gate co
pling, allowing higher drain voltages during readout, shor
channel lengths, and smaller cell area; and~4! excellent im-
munity to stress induced leakage current and defects wi
the floating-gate or insulating layers due to the distribu
nature of the charge storage in the discontinuous nanocr
layer.

The potential for improved device performance and re
ability strongly depends upon the ability to control partic

a!Electronic mail: ostraat@agere.com
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core size, particle size distribution, crystallinity, areal partic
density, oxide-passivation quality, and crystal-to-crystal in
lation that prevents lateral charge conduction in the na
crystal layer. In order to achieve the desired layer propert
we have developed a three-step nanocrystal fabrication
cess. Details of silicon nanocrystal synthesis and deposi
onto 200 mm wafers can be found in a separate reference6 A
continuous flow reactor generates silicon nanocrystal aer
by silane pyrolysis at 950 °C. Nanocrystals form by hom
geneous nucleation and grow by chemical vapor deposit
Through the hot zone of the reactor, they are sintered to fo
dense spherical single crystal nanocrystals. Silane conce
tion, furnace temperature, and residence time have been
timized to generate an aerosol of nonagglomerated sphe
single crystal nanocrystals with diameters as small as 3

In the second reactor, a 1–2 nm high-quality therm
oxide shell is grown at 1050– 1100 °C on the nanocryst
This insulating oxide shell reduces lateral crystal-to-crys
conduction in the nanocrystal layer even when nanocrys
are deposited at sufficient densities to be in contact with e
other on the wafer. The thermal oxide also prevents the
mation of a lower quality room temperature native oxide
the nanocrystals once they are exposed to ambient cleanr
environments.

In these nanocrystal memory devices, two different ae
sol nanocrystal samples are produced:~i! average crystalline
core diameter of 4 nm,sg51.3 with 1.5 nm SiO2 passivating
layer and~ii ! average crystalline core diameter of 8 nm,sg

51.4 with 2.0 nm SiO2 passivating layer. A monolayer o
these oxide-passivated nanocrystals is integrated into 0.2mm
© 2001 American Institute of Physics
 license or copyright, see http://apl.aip.org/apl/copyright.jsp
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nMOS transistors by thermophoretic deposition of the ae
sol nanocrystals onto 200 mm silicon wafers with 4, 5, o
nm thermally grown tunnel oxide. The deposited nanocry
layer can approach densities as high as 1013 nanocrystals
cm22 for 4 nm diameter nanocrystals. Device fabricati
continues by covering the nanocrystal layer with either 8
12 nm chemical vapor deposited high temperature oxide
embed the nanocrystal floating-gate in oxide prior to po
silicon gate deposition.

The aerosol technique has resulted in nanocrystal la
with narrow size distributions, high-quality oxide passiv
tion, and good areal coverage, as illustrated by plan v
transmission electron microscopy in Fig. 1. High-resolut
cross-sectional transmission electron microscopy~not
shown! confirms that average diameter 4 nm crystalli
nanocrystals are incorporated in the gate dielectric stack.
measured tunnel oxide thickness of 5.5 nm represents
sum of the wafer thermal oxide~4 nm! and the nanocrysta
oxide shell~1.5 nm!.

Most of the electrical characterization results~e.g., pro-
gram, erase, turn on, retention, and endurance! were similar
for the floating-gate comprised of the 4 nm silicon co
nanocrystals and the 8 nm silicon core nanocrystals. H
ever, the gate disturb data for the 4 nm nanocrystal float
gate indicated floating to control gate leakage. The electr
measurements presented in this letter were taken from
same 0.2mm channel length device composed of 8 nm s
con core, 2 nm SiO2 shell nanocrystal floating-gate, 5 nm
tunnel oxide, and 8 nm high temperature oxide.

Subthreshold characteristics of the 0.2mm channel
length aerosol-nanocrystal MOSFET are shown in Fig. 2~a!,
and output characteristics are shown in Fig. 2~b!. The values
of the drive current~30 mA/mm!, the subthreshold slope~200
mV/dec!, and the drain induced barrier lowering~100 mV/V!
are typical for thick gate dielectric, high substrate dop
nonvolatile memory devices. The threshold voltageVt is de-
fined as the gate voltage corresponding to a 1mA drain–
source current when a 1 V drain bias is applied.

Uniform Fowler–Nordheim tunneling is used to pr
gram and erase the memory, although programming w
channel hot-electron injection is also possible. As shown
Figs. 3~a! and 3~b!, the high areal nanocrystal density o
tained by the aerosol fabrication process results in a la
threshold voltage window (.3 V), larger than those previ
ously reported on nanocrystal devices.4,7 This largeVt win-

FIG. 1. Plan view transmission electron microscopy of an aerosol sili
nanocrystal floating-gate. The average nanocrystal diameter is 4 nm
sg51.3 with density 631012 nanocrystals cm22.
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FIG. 2. ~a! Subthreshold and~b! output characteristics of a 0.2mm channel
length aerosol nanocrystal floating-gate MOSFET. Subthreshold s
5200 mV/dec; drive current530mA/mm; drain induced barrier lowering
5100 mV/V.

FIG. 3. ~a! Program transients of a 0.2mm channel length aerosol nanocrys
tal floating-gate MOSFET. The device programs toVt53.3 V in 50ms with
gate and substrate bias of18 and25 V, respectively.~b! Erase transients
of the same 0.2mm channel length aerosol nanocrystal floating-ga
MOSFET. The device erases toVt51 V in 100 ms with gate and substrat
bias of27 and 8 V, respectively.
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dow results in a high read-out current~20 mA/mm for gate
and drain biases of 2.5 and 1 V, respectively!, allowing fast
memory access. The transient characteristics illustrate
voltage/performance tradeoff for this device; higher voltag
result in faster program and erase times. Despite the low
coupling ratio inherent to nanocrystal memories, micros
ond programming and millisecond erasure are possible
moderate operating voltages.

We have also measured erase transients with the s
bias conditions after programming the device to thresh
voltages ranging fromVt51.8 V to Vt53.5 V. From a com-
parison of the erase transients~not shown!, the rate of change
in Vt only depends upon the current value ofVt and is inde-
pendent of the program/erase history that lead to thatVt .
This observation is consistent with the Fowler–Nordhe
tunneling mechanism and indicates that charge is store
traps/nanocrystals with a well-defined distance from
channel and a well-defined energy with respect to the sili

FIG. 4. ~a! Endurance characteristics of a 0.2mm channel length aeroso
nanocrystal floating-gate MOSFET. Only limited window closure is o
served after 105 program/erase cycles.~b! Disturb characteristics of a 0.2
mm channel length aerosol nanocrystal floating-gate MOSFET a
105 program/erase cycles. Unless otherwise indicated, all nodes
grounded.
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conduction band. This behavior is not expected for cha
trapping centers that are randomly distributed throughout
gate oxide and/or have energy levels with a wide distribut
in energy.

As shown in Fig. 4~a!, the aerosol devices demonstra
excellent endurance behavior with only a small window c
sure observed after 53105 cycles. Both the program an
erase values shift slightly during cycling due to filling o
fixed charge states. This gradual shift of theVt window to
higher threshold voltages indicates charge buildup in
gate-oxide layer during cycling. This charge buildup is r
versible and can be removed by imposing higher erase v
ages across the device.

Disturb and retention data after program/erase cycling
presented in Fig. 4~b!. In spite of the thin tunnel oxide, rea
sonable disturb times, and long nonvolatility are obtain
indicative of the intrinsic advantage of discrete nanocrys
charge storage. However, further gate dielectric stack opt
zation is necessary to claim true nonvolatile behavior.
stress-induced leakage current was observed. Also, no d
disturb was detected, even at drain voltages as high as
This observation indicates that there is little or no late
conduction in the nanocrystal layer.

An aerosol-based technique has been used to integra
very dense (;1013nanocrystals cm22), coplanar, and uni-
form layer of nonagglomerated, spherical, single crys
nanocrystals in the gate dielectric of 0.2mm channel length
MOSFET devices. As a result of the distributed charge s
age in the floating-gate layer, the aerosol nanocry
MOSFET devices possess very good electrical nonvola
characteristics, including a high read-out current, promis
disturb behavior, excellent endurance, absence of str
induced leakage current, and long-term charge retention a
cycling.

This work was supported by the National Science Fo
dation.
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