
VOLUME 88, NUMBER 6 P H Y S I C A L R E V I E W L E T T E R S 11 FEBRUARY 2002

066602-1
Band-Gap Tuning and Linear Magnetoresistance in the Silver Chalcogenides
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Optimally doped silver selenide and silver telluride exhibit linear positive magnetoresistance over
decades in magnetic field and on a scale comparable to the colossal magnetoresistance compounds. We
use hydrostatic pressure to smoothly alter the band structure of Ag-rich and Ag-deficient samples of
semiconducting Ag26dTe of fixed stoichiometry and disorder. We find that the magnetoresistance spikes
and the linear field dependence emerges when the bands cross and the Hall coefficient changes sign.

DOI: 10.1103/PhysRevLett.88.066602 PACS numbers: 72.20.My, 72.15.Gd, 72.80.Jc
The magnetoresistive response of a material can open
a window into the dispersion and dynamics of the charge
carriers, and in opportune cases can be exploited for tech-
nological use. The magnetoresistance at small fields is usu-
ally quadratic because of the vector nature of the magnetic
field, and is expected to saturate when the applied field
becomes large [1]. Under special circumstances, the resis-
tivity can grow linearly with applied field [2]. High-field
linear magnetoresistance can be found in polycrystalline
materials with open orbits in the Fermi surface [3], in inho-
mogeneous materials where the tensor components of the
resistivity can be mixed [4], and in the extreme quantum
limit where one Landau level dominates (e.g., bismuth)
[5–7].

A few years ago, positive linear magnetoresistance was
observed from magnetic fields of mT to T in the silver
chalcogenides, Ag2Se and Ag2Te [8]. Stoichiometric ma-
terial remains indifferent to the application of a magnetic
field [9], but small amounts of excess silver or excess Se/Te
lead to changes in the resistivity of many hundreds of per-
cent in fields of a few T. This large magnetic response
is comparable in absolute magnitude to that observed in
manganese perovskites, the so-called colossal magneto-
resistance materials, but occurs here in intrinsically non-
magnetic materials that can be fabricated both in bulk and
as thin films [8,10–13].

The unusually large range of linearity observed in some
samples of Ag21dSe and Ag21dTe, the failure of the mag-
netoresistance to saturate even when the product of the
cyclotron frequency and the scattering time, vct, greatly
exceeds one, and the robust absolute scale of the response
combine to make the silver chalcogenides especially
inviting materials to illuminate the mechanisms of linear
magnetoresistance. In particular, Abrikosov has proposed
that an essential ingredient for “quantum linear magneto-
resistance” in both the small and large field limits is a
semiconducting gap that approaches zero, with an energy
dispersion that becomes linear in momentum [2,14].

In this Letter, we use hydrostatic pressure to tune the
band gap of both p-type and n-type samples of silver tel-
0031-9007�02�88(6)�066602(4)$20.00
luride of fixed stoichiometry and disorder. Under pres-
sure, hole-dominated transport can be transformed into
electron-dominated transport, and barely metallic n-type
samples can be converted into good metals. We find for
p-type material that both the linear magnetoresistance and
the largest amplitude response emerge precisely where the
Hall coefficient crosses through zero. At high pressures,
well into the metal, the magnetoresistance is quenched and
the expected quadratic dependence on field is recovered.

Appropriately weighted amounts of high purity Ag
(99.999%, Alfa Aesar) and Te (99.9999% pure, metals
basis, Alfa Aesar), sealed in quartz tubes under a vacuum
better than 5 mtorr, were melted to create polycrystalline
samples at desired stoichiometries, both silver rich
(n-type) and silver deficient (p-type). The compound
was rocked at 50 ±C above the reported melting point to
ensure complete mixing. Slowly cooled samples were
cut perpendicular to the long axis of the cylindrical
boule to avoid dopant variations due to small temperature
gradients in the furnace. We applied hydrostatic pressures
P up to 17 kbar using a BeCu piston-anvil self-locking
pressure clamp with a tungsten carbide insert. Samples
of typical dimensions �3.0 3 0.8 3 0.8� mm3, as well as
a chip of �V0.99Ti0.01�2O3 for use as a manometer [15],
were sealed in the Teflon bucket using Fluorinert as the
pressure medium. The pressure cell was then mounted in
a helium-3 cryostat centered in an 8 T superconducting
magnet, with the long axis of the sample perpendicular
to the magnetic field direction. We performed four-probe
resistivity and five-probe Hall coefficient measurements
using a conventional ac bridge technique in the Ohmic
and frequency-independent limits. The relative error in
the resistivity is less than 0.01%, but there is an absolute
uncertainty of 20% because of the finite extent of multiple
InBi solder contacts on samples of millimeter dimensions.

We plot in Fig. 1 an overview of the temperature de-
pendence of the longitudinal resistivity of a tellurium-rich
sample at a series of hydrostatic pressures P. The band
structure is altered by P such that a dominantly p-type
sample (filled symbols) at ambient pressure assumes
© 2002 The American Physical Society 066602-1
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FIG. 1. Longitudinal resistivity rxx vs temperature T at a se-
ries of hydrostatic pressures P for a sample of Ag22dTe, a
self-doped narrow-gap semiconductor. Solid symbols indicate
predominant p-type character, crossing over to n-type character
(open symbols) at high pressure (see Fig. 2b). Solid lines are
guides to the eye.

n-type character (open symbols) by high pressure. The
nonmonotonic r�T� reflects the behavior of a narrow-gap
self-doped degenerate semiconductor. Between T � 0.4 K
and 60 to 100 K the resistivity rises because the effective
carrier density is constant and the phonon scattering
increases with T . At higher T , the transport becomes
activated and r decreases with increasing T in accordance
with the usual behavior of small-gap semiconductors.

Our key experimental result is contained in the two
halves of Fig. 2. As a function of hydrostatic pressure at
fixed temperature, the magnetoresistance smoothly evolves
from a sublinear magnetic field dependence to a super-
linear field dependence. At P � 10.1 kbar, the magneto-
resistance is linear in H over decades in field. It is also
greatly enhanced. The robust linear field dependence
emerges hand-in-hand with the maximum magnetoresis-
tive response, which exceeds 200% by H � 6 T.

The Hall coefficient (bottom half of Fig. 2) traces out
the closing of the band gap deep in the intrinsic regime.
Hole-dominated transport gives rise to a sublinear rxx�H�;
electron-dominated transport gives rise to a superlinear
rxx�H�. In both regimes, the magnetoresistance remains
positive. Remarkably, the point where the magneto-
resistance becomes linear in field and attains its maximum
value is where RH ! 0: at the crossover from p-type to
n-type character.

The striking enhancement of the magnetoresistance
at P � 10.1 kbar jumps out from Fig. 2 at the higher
magnetic fields. For example, at H � 6 T it is more than
twice the value of the normalized magnetoresistance at
P � 8.7 kbar, and almost thrice the normalized magneto-
resistance at 13.5 kbar. Less obvious from the figure is
the enhancement at small magnetic fields. We limn the
intimate connection between the diagonal and off-diagonal
components of the resistivity tensor in Fig. 3. Whether
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FIG. 2. (a) Normalized magnetoresistance, �r�H� 2 r�0���
r�0�, and (b) Hall resistivity, rxy , at T � 4.2 K as a function
of magnetic field H at pressures P. Linear magnetoresistance
emerges at the point where the Hall resistivity crosses through
zero.

in the low-field limit (H � 0.1 T, vct � 0.1) or in the
high-field limit (H � 5.5 T, vct � 5), the magneto-
resistance peaks when the Hall coefficient changes sign.
Echoes of this behavior can be seen in the local maximum
of the magnetoresistance as a function of temperature
[12]. Such maxima are found near the temperature
where the sum of the products of the density and mo-
bility for each type of carrier approaches a minimum.
However, the strong nonmonotonic variation of rxy�H�
for 60 , T , 130 K precludes a generally applicable
analysis at all H, a complication obviated here by fixing
T in the low temperature, constant carrier density regime
and introducing a new variable, hydrostatic pressure P.

Figures 2 and 3 highlight the pivotal role played by band
crossing in p-type material. When the bands cross and
the Hall coefficient changes sign, the magnetoresistance
spikes. From Fig. 1, we see that the low temperature resis-
tivity also has a maximum at this point (P � 10.1 kbar).
Although the effective mass necessarily becomes very
small when the band gap closes, the effective carrier
066602-2
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FIG. 3. The intertwined relationship of the Hall coefficient RH
(open circles, left axis) and the magnetoresistance, Dr�r (filled
circles, right axis), at T � 4.2 K. At both low and high mag-
netic fields, the normalized magnetoresistance peaks at the pres-
sure where RH changes sign.

density approaches zero as well. Hence, r�P� ~ m��P��
neff�P� can reach a maximum rather than a minimum.
Pressure experiments on the canonical narrow-gap semi-
conductor, Hg12xCdxTe, likewise reveal a resistivity
maximum in the gapless state [16].

We complement our studies of silver-deficient Ag22dTe
with an investigation of the effects of pressure on a silver-
rich sample of Ag21dTe. We show in the inset of Fig. 4
the pressure evolution of the Hall resistivity at T � 4.2 K,
and in the main figure the corresponding magnetoresistive
response. On this side of the divide, n-type material just
becomes more so, with net carrier density increasing from
1.4 3 1018 to 1.8 3 1019 cm23 as P increases from 0 to
11.7 kbar. Driving the system more metallic quenches the
magnetoresistance. A 1 T field increases the longitudinal
resistivity by only 6% at P � 11.7 kbar.

Driving the Ag2Te system away from the band-crossing
region via either band filling [8] or band broadening
(Figs. 2 and 4) reduces the magnitude of the magnetoresis-
tance and changes its functional form. We note, however,
that RH ! 0 is not a sufficient condition for large and
linear magnetoresistance. The Hall coefficient must cross
through zero, not simply approach zero at high carrier den-
sity. Details of the band structure, or perhaps differences
between the distribution profiles of the excess silver and
the excess tellurium, lead to asymmetry about neff � 0.

Compressing nonstoichiometric samples of Ag26dTe
permits us to manipulate the band structure and optimize
the response. As predicted by Abrikosov [2,14], when the
066602-3
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FIG. 4. The magnetoresistance at T � 4.2 K for a highly
doped sample of Ag21dTe decreases with increasing pressure.
The response is field independent at low H , with an onset mag-
netic field H � 0.1 T, from which we ascertain the presence
of correlated regions of excess silver. Inset: Hall resistivity at
the same pressures, indicating the more metallic nature of the
sample with increasing P.

bands touch, the linear magnetoresistance emerges. How-
ever, even at band crossing, it is important to recognize
the fundamental role played by disorder. Experimentally,
stoichiometric Ag2Te appears uninteresting in the magne-
toresistance context [9]. Theoretically, both classical [4]
and quantum [14] scenarios require an inhomogeneous
medium with highly conducting regions, due, for example,
to excess silver, embedded in less conducting material.
Fluctuations in the conductivity permit length scales to
emerge that are not simply set by the cyclotron radius,
and can lead to a linear field dependence of the resistivity
over many orders of magnitude in H.

If the conductivity fluctuations are sufficiently pro-
nounced leading to connected regions, then the physical
mechanism for linear magnetoresistance fades in impor-
tance and geometrical effects can dominate. “Designer”
sensors, with embedded metal inhomogeneities, exhibit
geometrical magnetoresistance of many thousands of
percent [17]. When the inhomogeneities are sufficiently
large, distorted current paths give rise to onset behavior
at finite magnetic field. Highly doped Ag21dTe, well
away from the region where the bands cross and the
magnetoresistance spikes, shows traces of such onset
behavior. We see in Fig. 4 a field-independent resistivity
at each pressure for H , 0.1 T, above which the positive
magnetoresistance sets in. An onset H � 0.1 T, corre-
sponding to vct � 0.1, indicates that the excess silver
combines to form highly conducting regions of significant
spatial extent.

In summary, we use hydrostatic pressure to tune the
band structure of both Te-rich and Ag-rich polycrystals
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of Ag26dTe. Just when the electron and hole bands cross
[18], where the Hall coefficient changes sign, the magneto-
resistance spikes and becomes linear in field, in accord
with Abrikosov’s predictions [2,14] for quantum linear
magnetoresistance. Results at high pressure establish that
although d is small (�1024), highly conducting regions
of significant diameter exist within a more insulating
medium.
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