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ABSTRACT

Achromatic coronagraphs are the subject of intensive research since they will be mandatory for many programs which aim at detecting and char-
acterizing exoplanets. We report a laboratory experiment assessing the performance of the Four-Quadrant Phase-Mask coronagraph (FQPM)
over a broadband wavelength range (R ≈ 2). The achromatization of the FQPM is provided by achromatic halfwave plates (HWP). These phase
shifters combine birefringent plates made of different materials with properly chosen thicknesses. The HWP thickness control is relaxed by two
orders of magnitudes with respect to the classical (non-birefringent) dispersive plate approach. In our experiment we used a two stage stack of
Quartz and MgF2. This combination allows to cover a large spectral range in the visible (500−900 nm) with a small phase error residual around
π (≈0.12 rad rms). With this achromatization, we obtained an attenuation of 755 on the white light PSF peak. This solution is directly applicable
to ground-based telescopes using high order adaptive optics such as the ESO’s VLT-Planet Finder project and could easily be transposed in the
mid-infrared domain for future space-based missions like DARWIN/TPF.
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1. Introduction

Direct detection of faint sources around bright astrophysical
objects such as exoplanets orbiting their parent star is very dif-
ficult due to the large flux ratio. For example, extrasolar plan-
ets are typically 104−107 times fainter than their host star in
the infrared. Therefore, the study of such objects necessitates
coronagraphic instruments and nearly perfect wavefronts for
optimal operations. Subsequently, this challenging science case
requires:

– for Extrasolar Earth-like planets, dedicated space-based ob-
servatories like the DARWIN/TPF projects (see Léger et al.
1996, for instance);

– for Extrasolar Giant Planets (EGPs), space-based observa-
tories or Extreme-Adaptive Optics ground-based imaging
facilities, like the ESO’s VLT-Planet Finder (Mouillet et al.
2003).

A few years ago, we proposed a new device, the Four-Quadrant
Phase-Mask coronagraph (FQPM), to advantageously replace
Lyot-type amplitude coronagraphs. The FQPM uses a four
quadrant π phase shift distribution in the focal plane to
provide a self-destructive interference for a centered point
like monochromatic source. The FQPM provides significantly
smaller working distances than Lyot-type coronagraphs as
well as better rejection factors at high Strehl ratios. After

presenting the principles and an extensive numerical study
(Rouan et al. 2000; Riaud et al. 2001), a third paper (Riaud
et al. 2003) reported the laboratory results with a real com-
ponent in monochromatic light. Since then, the actual perfor-
mance of the setup has been largely improved: we have ob-
tained a very stable peak attenuation of 105 and a total rejec-
tion factor of 104. The current setup only works accurately for
a single wavelength. Observing with a large bandwidth like the
K band (2−2.4 µm) with a monochromatic mask would yield
a theoretical rejection of only 150. However, for ground-based
telescopes using today’s state of the art adaptive optics, such
as NACO (VLT’s NAOS-CONICA, Rousset et al. 1998), a
monochromatic phase mask is sufficient for the full K band,
since the main limitation comes from the residual uncompen-
sated wavefront errors (Boccaletti et al. 2004).

For higher order corrections such as planned for the ESO’s
VLT-Planet Finder second generation instrument on the VLT,
the chromaticity issue of the FQPM is no longer negligible.
Moreover, this instrument requires multi-wavelength opera-
tions (0.9−2.5 µm). An achromatic device is thus needed. We
therefore propose to implement commercially available achro-
matic halfwave plates (HWP) in an original way to repro-
duce the particular FQPM focal plane phase shift distribution.
Section 2 describes the principle of birefringent achromatic re-
tarders and presents numerical simulations to assess theoretical
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Fig. 1. Rejection τ of a monochromatic component as a function of
the spectral resolution R. The continuous line is for the analytical for-
mula whereas the diamonds show coronagraphic numerical simulation
results.

limitations of this technique regarding the total rejection. In
Sect. 3, after reviewing some manufacturing issues, we present
the results of our white light coronagraphic experiment. We
discuss in Sect. 4 the possibility of extending this technique
to other wavelength ranges, like the mid-infrared domain. We
also discuss a very promising technique using synthetic bire-
fringence created on a unique substrate made of any transparent
material.

2. Principle

Before presenting the principle of an achromatic FQPM, let us
first define the metrics we shall use (Boccaletti et al. 2004). A
coronagraph’s ability to suppress the on-axis starlight can be
quantified with two different parameters:

– the total rejection: ratio of total intensity of the direct image
to that of the coronagraphic image;

– the peak attenuation: ratio of the maximum (on-axis) inten-
sity of the direct image to that of the coronagraphic image.

It is important to note that these metrics are not always related
in the same way according to the working conditions.

2.1. Monochromatic phase masks

In the past, our team only manufactured monochromatic phase
masks using thin film deposition or etching techniques based
on the “index step” principle: a step of height h in a material of
refractive index n at the wavelength λ induces a phase shift

∆φ =
2π
λ

(n − 1)h (1)

The hyperbolic phase shift dependence in λ makes the tech-
nique unapplicable for high performance use over a large spec-
tral bandwidth. In fact, it was shown (Riaud et al. 2003) that
the broadband total rejection for a monochromatic mask is

τ ≈ 48
π2

R2 (2)

where R = λ/∆λ is the spectral resolution. Figure 1 shows
the total rejection expected for a monochromatic component
with respect to the spectral resolution. We clearly notice its
rapid deterioration in the broadband cases. For example, in the
500−900 nm wavelength range (R = 1.75), the highest total re-
jection expected with a monochromatic mask is only τ = 15. In
this case, the coronagraphic numerical simulation gives a peak
attenuation of 35 (see Sect. 3.4).

In order to detect and characterize young EGPs, next gen-
eration AO instruments like the ESO’s VLT-Planet Finder will
require larger stellar rejections for several broadband filters
(from J to K). Numerical simulation in H band assuming a
Strehl ratio of 80%1 gave a coronagraphic peak attenuation of
about 450. This result was obtained assuming a phase shift er-
ror with respect to π of 0.01 rad. This value can be considered
as a specification on the mask chromatic residuals since the
same simulation with a 0.1 rad error showed an evident degra-
dation of the peak attenuation of about 3.5 after speckle cali-
bration. A specific broadband coronagraph is therefore neces-
sary. Achromatic waveplates are the solution we consider in
this paper.

2.2. Achromatic waveplates

Waveplates are optical elements which introduce a phase shift
between the polarization components s and p of the inci-
dent light. Most of them use the birefringence phenomenon.
Birefringence is a natural property of anisotropic crystals but
can also be artificially created using one-dimensional subwave-
length gratings (Mawet et al. 2005b). The birefringence is de-
fined as follows

∆n = ne − no (3)

where no and ne are the ordinary and extraordinary indices as-
sociated with the two privileged directions of vibration, s and
p. If the birefringence∆n is negative, the medium is said “nega-
tive uniaxial”. In this case, one defines the fast (resp. slow) axis
as the axis associated with the extraordinary (resp. ordinary)
index. Conversely, if the birefringence is positive, the medium
is said “positive uniaxial”. In this case, the fast (resp. slow)
axis is defined as the axis associated with the ordinary (resp.
extraordinary) index.

Achromatic waveplates (halfwave, quarterwave,...) are
commonly produced by combining two plates of different bire-
fringent materials with properly chosen thicknesses. Since the
dispersion of the birefringence is different for the two mate-
rials, it is possible to make Optical Path Difference (OPD)
values linear with λ within a given wavelength range. Hence,

1 Expected performance for the 1340 actuators of the VLT-PF
Adaptive Optics.
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Fig. 2. Principle of a FQPM using halfwave plates. Each individual quadrant consists of a two material stack (Quartz, MgF2). Two quadrants
along one diagonal are rotated by 90◦ around their normals with respect to the two others. The subscript a and b stand for the Quartz and MgF2

plates whereas the o and e ones, for the ordinary and extraordinary indices, respectively. The bottom right picture shows the final component
assembled on a silicate substrate. Fixation points (optical glue) are clearly visible at the waveplate external edges. The 8 mm-diameter circular
working area is at the center of the component.

the retardation of the resulting waveplate can be made little
sensitive to the wavelength (Hariharan 1996). We consider a
combination of two such birefringent plates of thicknesses da

and db and of birefringences ∆na and ∆nb. The usual con-
dition for achromatism is that the retardation of the system
∆φ = 2π

λ
(da∆na + db∆nb) should be equal to half a wave (for a

halfwave retarder) at two selected wavelengths λ2 and λ3 while
minimizing the phase shift error with respect to the chosen re-
tardation value over the λ1 − λ4 wavelength range. Therefore
we have

da∆na(λ2) + db∆nb(λ2) =
λ2

2
(4)

da∆na(λ3) + db∆nb(λ3) =
λ3

2
(5)

ε = min
∫ λ4

λ1

|∆φ(λ) − π|2 dλ (6)

where ∆na(λ2), ∆nb(λ2), ∆na(λ3) et ∆nb(λ3) are, respectively,
the values of the birefringence of the two materials at these
two wavelengths. A solution for Eqs. (4)–(6) can be obtained
by combining a material with a positive birefringence with
one having a negative birefringence. Conversely, two materials
whose birefringences have the same sign can be combined if
their fast axis are set perpendicular. Let us mention the special
case of the so-called “superachromatic” retarder (Frecker et al.
1976): it consists of three pairs of two materials. This configu-
ration is very performing but is bulky and would therefore in-
duce a huge defocus error and a ghost problem (12 interfaces).

The interest in using naturally birefringent phase shifters
and a reason why they are commercially available comes from
the fact that, usually, the birefringence is two orders of magni-
tudes smaller than the indices. So a thickness error contributes

to the phase shift two orders of magnitude less. On the other
hand, we need very accurate measurements of the birefringence
for the used materials, over the range of wavelengths to be
covered. This is generally the case for commercially available
devices.

2.3. FQPM with waveplates

This section explains how the concept of polarization phase
shifters is adapted to the FQPM. Let s and p be the global po-
larization components of the incoming light. In each of the four
quadrants made of cut halfwave plates, the s and p global polar-
ization states are projected according to the local fast and slow
axis orientations of the two-level stack. We have already seen
that two indices, the ordinary index no and the extraordinary in-
dex ne, can be assigned to these directions. Let us now assume
that the four cut quadrants are strictly identical (same two-level
stack) and implemented in the following way: two of them in
two opposite quadrants along one diagonal are rotated by 90◦
around their normals with respect to the two others. This anti-
symmetrical configuration mimics the FQPM particular focal
plane π-phase distribution for each parallel and potentially in-
terfering state of polarization (see Fig. 2). Such a design works
with natural light. In practice, all plates have to be polished and
cut in the same material blank to obtain homogenous compo-
nents in terms of refractive index and surface quality.

Another way to make the FQPM achromatic was proposed
and tested by Baba et al. (2002): the polarization interferomet-
ric coronagraph. It is in fact a FQPM whose phase shift is pro-
vided by a Liquid-Crystal (LC) device sandwiched between
two crossed polarizers. This method allows a broadband use



804 Mawet et al.: FQPM with achromatic halfwave plates

Fig. 3. Numerical simulation result for achromatic halfwave plates.
The curve shows the phase residuals around π in radian versus wave-
length (microns). The diamonds indicate the points where the bire-
fringences have been precisely measured by the manufacturer. The
phase error standard deviation over the full wavelength range is
0.118 rad rms.

of the coronagraph, but only with linearly polarized light in the
visible.

2.4. Theoretical performance

The selected retarder in our experiment is a combination of
Quartz (SiO2) and MgF2 crystal plates. Quartz and MgF2 are
often associated for the good matching of their respective
birefringence dispersions. Both are transparent from the ul-
traviolet to the near infrared, have low indices (low Fresnel
losses) and can be easily polished (low wavefront errors). The
mean birefringences over the wavelength range (λ1(=500 nm)−
λ4(=900 nm)) are respectively ∆na ≈ 0.00900 for Quartz (pos-
itive uniaxial) and ∆nb ≈ −0.01190 for MgF2 (negative uni-
axial). Note that birefringence values at the 10−5 level of pre-
cision can be easily found in the literature for these materials.
For the working spectral range, we found the following cou-
ple of optimized thicknesses: da = 841.1 µm for Quartz and
db = 674.7 µm for MgF2. In Fig. 3, we present the residual
phase shift error obtained for this optimal solution, with a stan-
dard deviation σ = 0.118 rad rms over the full spectral band.
The total rejection for a nulling phase mask coronagraph being
related to the phase error standard deviationσ by τ = 4

σ2 (Riaud
et al. 2003), we therefore obtain τ ≈ 290 assuming phase
errors only.

3. Laboratory results

3.1. Achromatic FQPM assembly

The achromatic phase mask assembly is mounted on a silica
substrate 1 mm thick with a central hole of 8 mm in diameter.

The four Quartz plates are assembled on one side and the four
remaining MgF2 plates on the other one. According to the im-
plementation scheme presented here above, the π phase shift
between adjacent quadrants is provided by rotating the fast axis
of two quadrant stacks along one diagonal by 90◦ around their
normals. Each of the 8 individual plates is polished (λ/10 PTV
at 550 nm) and cut parallel to the optical axis with a micromet-
ric precision. The edge parallelism cutting error with respect
to each plate fast/slow axis is below 30 arcsecs. All plates are
anti-reflection coated for the considered bandwidth (reflectiv-
ity <1%). One of us (O. D.) assembled the eight plates with
a high precision (<10µm) while respecting orientations, align-
ments and coplanarity (<10 arcmin) for the two stages. This
task revealed to be practically difficult and long to achieve
within the specifications. For example, the coplanarity issue
was overcome only by performing the assembly in a clean en-
vironment and under in situ interferometric metrology. Indeed,
a 4 µm dust particle, for instance, can induce a 14 arcmin out-
of-plane deviation.

In order to hide the imperfections at the edges result-
ing from the cutting process, we added a thin opaque spider
(a tungsten wire 18 µm in diameter) over the four quadrant tran-
sitions. Indeed, the rough cut edges at the transitions would oth-
erwise diffract too much light inside the geometric pupil area.

3.2. Optical setup

The optical bench is the one used for the FQPM monochro-
matic tests (see Riaud et al. 2003). The white light source is
a halogen lamp at a temperature of 3400 K (100 W) and the
setup is feeded with a 4 µm core fiber (single mode for wave-
lengths longer than 620 nm). All lenses are in silica (infrasil
301) with low frequency surface errors lower than λ/20 PTV
or λ/80 rms across 10 mm in diameter and AR coated for use
between 400 and 1100 nm (reflectivity <1% per interface). The
entrance pupil is a hole with a diameter of 1.78 mm. In this
configuration the f−number is 253 and the size of the Airy pat-
tern projected on the achromatic phase mask is λ/d = 176 µm
at 700 nm. This size is one order of magnitude above the pre-
cision of the plate adjustment (≈10 µm). Finally, to filter the
coronagraphic diffraction at the edge of the pupil, we used a
diaphragm of 350 µm in diameter, designed to undersize the
pupil by about 23% in diameter. This size for the Lyot stop
(i.e. nearly 80%) corresponds to a trade-off between the diffrac-
tion residuals filtering and global throughput (see Riaud et al.
2001). The Strehl ratio estimated for the 532 nm PSF image is
99.8%, which is equivalent to λ/180 rms for the total wavefront
error.

3.3. Acquisition and data processing

All images were recorded with a ST8 XE Sbig camera
equipped by a KAF 1600 E CCD chip cooled by one Peltier
module. The sampling in our configuration (3 × 3 binning) is
43 pixels per λ0/d, with λ0 = 700 nm being the central wave-
length of the 500−900 nm bandpass filter. To assess the broad-
band coronagraphic performance of the component, we first
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Fig. 4. This figure presents the spectral filter response as measured on
our coronagraphic bench. The spectral sampling is 0.55 nm/pixel. The
two peaks below, convolved with the PSF, correspond to calibration
lines obtained with a YAG:Nd and a He − Ne laser, respectively. The
maximum transmission of the filter is 96 ± 3%.

acquired a coronagraphic image with the white halogen lamp
and the bandpass filter characterized in Fig. 4. The exposure
time was about 30 s. Forty exposures were co-added to im-
prove the signal-to-noise ratio up to 1000. The next step was to
record direct non-coronagraphic images in the same conditions
but with a shorter exposure time to avoid saturation (1 s). All
images were then subtracted with a median dark frame. Results
in terms of coronagraphic rejection normalized profiles are dis-
played in Figs. 5 and 7.

The visible waveplates are optimized for the 500−900 nm
wavelength range but they are also quite good for the
700−1000 nm range. Therefore, we have also tested the com-
ponent with a Schott RG 645 highpass filter with a maximum
transmission of 91%. The cutoff at long wavelengths is ensured
by the CCD low sensitivity around 1.1 µm. In Fig. 7, the corre-
sponding coronagraphic rejection profile is also shown.

3.4. Performance

The attenuation on the stellar peak is about 755 for
the 500−900 nm bandpass (see Fig. 5) and 561 for the
700−1000 nm one (see Fig. 7). The total rejection is 294 for
the first bandpass and 256 for the second one. The results we
obtained indicate that the attenuation on the central peak is
mostly limited by the mask residual chromatism rather than the
surface roughness (≈λ0/1000 rms) or the size of the source.
Indeed, before each polychromatic measurements, the optical
bench was calibrated with a monochromatic mask and a laser
diode source, routinely giving a peak attenuation of about 105

(see Riaud et al. 2003). Moreover, the measurements of the to-
tal rejection are in agreement with the theoretical performance

Fig. 5. Experimental and theoretical coronagraphic profiles: the grey
solid curve is the experimental PSF for the 500−900 nm bandpass.
The total exposure time for the PSF is 60 s. The continuous black line
shows the coronagrapic profile obtained with our achromatic wave-
plate mask. The coronagraphic image was obtained adding forty ex-
posures of 30 s each. The dashed line presents the coronagraphic sim-
ulation results taking into account the waveplate phase residuals, the
defocus error, the spectral response of the halogen lamp and the cam-
era. For comparison, the dotted line presents the simulation results for
a monochromatic mask used in the same conditions. All curves are
azimuthally averaged (for this reason, the on-axis attenuation seems
to be greater than the measured peak attenuation value of 755).

(see Sect. 2.4). In Fig. 6, we notice, in agreement with the coro-
nagraphic profile of Fig. 5, that the residual level of 10−4 is
quickly reached at 2.5λ/d.

The shape of the polychromatic coronagraphic image
(Fig. 6) is similar to the classical FQPM case except that it is
somewhat blurred compared to the monochromatic one (Riaud
et al. 2003). To understand the blurring effect due to the large
bandwidth (R ≈ 1.75), we simulated a polychromatic PSF pass-
ing through the coronagraph in order to quantify the residuals.
In the Fourier transform calculations, we took into account the
size of the pupil for each wavelength as well as the diameter of
the Lyot stop in the relayed pupil. The dashed line in Figs. 5
and 7 presents simulation results taking into account the cu-
mulative effects of the halfwave plates phase residuals, defo-
cus errors induced by the use of simple lenses (no achromats)
and the presence of a small spider on the mask transitions. For
comparison, the dotted line presents the simulation results for
a monochromatic mask used in the same conditions.

Given the spectral response of our Halogen lamp and band-
pass filter, the calculated total rejection of the achromatic coro-
nagraphic device for the bandpass 500−900 nm is 340 and the
expected attenuation on the stellar peak is roughly 450. The
first value (total) is not far from measurements (294) whereas
the second one (peak) is better in practice (755). For compari-
son, the theoretical total rejection for the monochromatic mask
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Fig. 6. Polychromatic coronagraphic residual image (logarithmic
scale) for 500−900 nm bandpass. We use a 77% Lyot stop for spa-
tial filtering. The angular resolution is given for λ0 = 700 nm and for
the entrance pupil (full pupil without diaphragm). The classical FQPM
four-spot pattern is easily recognizable though somewhat blurred.

in the 500−900 nm range is only 35. The discrepancy between
the simulated and measured peak attenuation value could be ex-
plained by complex Fresnel diffraction effects induced by the
spider intended to mask cutting imperfections. Indeed, classical
Fourier propagation is not able to reproduce the four-spot shape
of the actual broadband coronagraphic image (see Fig. 6). It is
to be noted that the small width of the spider wires (18 µm in
diameter corresponds to λ/7d at λ = 500 nm) does not affect
the optical throughput nor the inner working distance.

The ratio between the two values (peak and total) is low
in the polychromatic case (≈1.32) compared to previous ratio
obtained in the narrow band case with a laser diode (≈10, see
Riaud et al. 2003). This observation is directly related to the
polychromatic blurring effect.

For an actual stellar source, the rejection factor could be
more important, depending on the maximum emissivity of the
star. For example with the proposed 500−900 nm achromatiza-
tion, a G2V and a M2V type stars would give better rejection
factors. Indeed the maximum black body emissivity for these
stars coincides with the two points of exact π phase shift (see
Fig. 3).

It is interesting to compare the results of our achromatic
FQPM to the polarization interferometric coronagraph pro-
posed by Baba et al. (2002). The peak attenuation is 6.5 bet-
ter in our case but this value has to be balanced because
of our slightly smaller bandpass (500−900 nm compared to
370−830 nm). It must also be noted that the throughput of the
experiment presented in Baba et al. (2002) is limited by the two
polarizers to only <25%.

Fig. 7. Experimental and theoretical coronagraphic profiles: the grey
solid curve is the experimental PSF for the 700−1000 nm bandpass.
The total exposure time for the PSF is 60 s. The continuous black line
shows the coronagrapic profile obtained with our achromatic wave-
plate mask. The coronagraphic image was obtained adding forty ex-
posures of 30 s each. The dashed line presents the coronagraphic sim-
ulation results taking into account the waveplate phase residuals, the
defocus error, the spectral response of both the halogen lamp and the
camera. For comparison, the dotted line presents the simulation results
for a monochromatic mask used in the same conditions. All curves are
azimuthally averaged (for this reason, the on-axis attenuation seems
to be greater than the measured peak attenuation value of 561).

4. Perspectives

4.1. Near infrared

In the framework of the second generation instrumentation for
the VLT (VLT-Planet Finder project) and following the results
presented hereabove, we have proceeded with the manufactur-
ing of near infrared components, using the same birefringent
combination. Indeed, the Quartz transparency is well suited for
wavelength ranges up to 2.6 µm and MgF2 is transparent up to
8.5 µm. In Table 1, we present three different optimizations in
the range 700−2500 nm. The first one which covers the whole
spectral range was assembled and will be tested soon. The large
spectral range is achieved at the cost of a lower rejection factor.
However, this component is well adapted to an instrument like
NACO for which Strehl ratios of 50% are routinely obtained.

The situation is quite different for VLT-PF, an instrument
specifically optimized to image and characterize EGPs. For
that, VLT-PF will include several coronagraphs each dedicated
to a specific set of filters. The principle of detection relies on the
Simultaneous Differential Imaging (SDI) method which con-
sists in subtracting images taken simultaneously at different
wavelengths (Marois et al. 2005). Such an instrument is al-
ready included in NACO although without coronagraphic ca-
pabilities (Hartung et al. 2004). This method provides self
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Table 1. Halfwave plate achromatization for various wavelength ranges from the V band up to the N band. The table summarizes the optimized
thicknesses for the chosen doublet materials. The last line gives the total rejection factor.

Filters 500–900 nm (R = 1.75) 700–2500 nm (R = 0.9) H (R = 4.7) K (R = 5.5) N (R = 4.8)
Couple (a/b) Quartz/MgF2 CdS/CdSe

da (µm) 841.1 1488.7 1332.2 1219 1798.1
db (µm) 674.7 1168 1057.9 977.1 1618.8

τ (total rejection) 340 260 7900 1.47 × 105 2.16 × 105

reference subtraction while minimizing speckle residuals. It is
expected to significantly improve the direct detection of EGPs
and brown dwarfs. Basically, two or more wavelengths are ob-
served simultaneously like for instance in the H band: 1.575,
1.600 and 1.625 µm. The 1.625 µm line corresponds to the
methane feature which, if present, shall be revealed by sub-
traction (stars have no methane signature contrary to low mass
objects). In the K band, the same method could also determine
EGP CO2/CH4 proportions, which would constrain models of
their atmospheres (Burrows et al. 2004; Chabrier et al. 2004;
Sudarsky et al. 2003). However, the SDI method requires very
low phase errors for proper subtraction of the adjacent wave-
length narrow band images. For that reasons, we have searched
for optimal solutions in the H and K bands and the results are
presented in Table 1. Larger rejection rates are clearly feasible
when the spectral range is narrower since the chromatic phase
residual is also reduced.

4.2. Towards the thermal infrared

Earth-like planet detection is optimal at the planet’s maximum
emissivity, i.e. in the thermal infrared, around 12 µm. One of
the most relevant biosignature is the strong Ozone spectral fea-
ture (DesMarais et al. 2003), around 9.65 µm. For this reason,
the N band appears to be a well-suited choice.

Infrared nulling interferometry (Bracewell 1978), consid-
ered for space-based missions like DARWIN/TPF (Léger et al.
1996) or ground-based experiments like Keck-I (Serabyn et al.
2004), is an interesting technique to achieve both high angular
resolution and high contrast detection/characterization of exo-
planets. This technique consists in adjusting the phases of the
beams coming from various telescopes (two in the most simple
configuration) to produce a pupil plane destructive interference
on the optical axis. The phase shift (π, for instance) may be
provided in broad bands thanks to achromatic HWP.

An alternative to nulling interferometry is to recombine co-
herently all the telescopes in a single image plane. The HWP
achromatic FQPM should then be regarded as an interesting so-
lution if implemented at the Fizeau or densified focus of such
an interferometer (Riaud et al. 2002). This approach would
necessitate a minimum of three telescopes to be efficient (the
main limitation of this method would be the cross-talk between
sub-pupils). Preliminary numerical simulations show starlight
attenuations of more than 106 for a dilution factor (ratio of the
interferometer baseline to the sub-pupil diameter) greater than
15 (Riaud et al. in preparation).

However, in the mid-infrared domain, the lack of bire-
fringent materials would be the major problem for both

approaches. Moreover, the few ones that can be found
have large refractive indices, thereby inducing more losses
due to spurious Fresnel reflections. Nonetheless, the couple
CdS/CdSe is a good candidate to perform achromatization op-
timizations in the thermal infrared. The phase shift residuals
for this doublet with optimized thicknesses give a total rejec-
tion τ = 2.1× 105 for a theoretical spectral resolution R = 2.75
in the N band (9−13 µm, see Table 1). If a third material was
incorporated, the equivalent total rejection could reach 106. As
said before, there are not many candidates, but a solution with
AgGaSe2, for instance, is feasible.

4.3. Artificially birefringent waveplates

Another solution to achromatize the phase shift of the FQPM
relies in the subwavelength grating technology. The period of
subwavelength gratings is smaller than the wavelength of the
incident light. They do not diffract light as classical spectro-
scopic gratings in the sense that only the zeroth transmitted
and reflected orders are allowed to propagate outside the grat-
ing region, leaving incident wavefronts free from any further
aberrations. For this reason, they are often called Zeroth Order
Gratings (ZOGs). ZOGs present very specific properties: 1-D
modulated ZOGs artificially create unique anisotropic and dis-
persive characteristics which can be used to synthesize achro-
matic waveplates from isotropic materials. This phenomenon is
referred to as form birefringence. Two extensive studies on the
implementation and optimization of such structures in coron-
agraphy were recently presented (Mawet et al. 2005a; Mawet
et al. 2005b). Results of these studies are very promising with
total rejections larger than 105 for usual astrophysical bandfil-
ters. The ZOG technology does not require any delicate assem-
bly since the four gratings are engraved on a unique substrate.
This solution is monolithic and therefore much more thermally
stable. Furthermore, this technology is sufficiently flexible to
accommodate a great variety of dielectric materials and is very
well adapted to mid-infrared wavelength ranges.

5. Conclusions

We have demonstrated the feasibility of the FQPM corona-
graph achromatization by means of birefringent elements. The
halfwave plates technique was proved more convenient both
to manufacture and to implement than the dispersive achrom-
atization such as the dispersive plate concept (Mieremet et al.
2000). This conclusion comes directly from the fact that the
fundamental constraint on the thickness control is relaxed by
a factor comparable to the ratio between material indices and
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birefringences (often <10−2) leading to a control at the
≈100 nm level versus 1 nm with the dispersive plate scheme.

In our experiment, we selected the Quartz-MgF2 doublet
for application up to the near infrared domain on ground-based
telescopes (until 2.6 µm). Results in white light are promising:
we obtained a residual level of 10−4 at 2.5λ/d. The chromatic
residue is sufficiently small to allow the use of this plate stack
on a very large spectral range from the R band to the K band
for moderate Strehl ratios. We also propose this type of achro-
matic mask optimized for the ESO’s VLT-Planet Finder project.
Theoretical results are well within its specifications and the ex-
perimentation in the visible has confirmed the feasibility and
the interest of the technique.

We also expect to manufacture a monolithic component
made of artificially birefringent waveplates using the more flex-
ible ZOG technology. This would open further possibilities in
high contrast imaging for ground/space-based facilities like the
VLT-PF and TPF/DARWIN projects.
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