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Polarizing beam splitters that use the anisotropic spectral reflectivity (ASR) characteristic of high-spatial-
frequency multilayer binary gratings have been designed, fabricated, and characterized. Using the ASR effect
with rigorous coupled-wave analysis, we design an optical element that is transparent for TM polarization and
reflective for TE polarization at an arbitrary incidence angle and operational wavelength. The experiments
with the fabricated element demonstrate a high efficiency (.97%), with polarization extinction ratios higher
than 220:1 at a wavelength of 1.523 mm over a 20° angular bandwidth by means of the ASR characteristics of
the device. These ASR devices combine many useful characteristics, such as compactness, low insertion loss,
high efficiency, and broad angular and spectral bandwidth operations. © 1997 Optical Society of America
[S0740-3232(97)01107-1]
1. INTRODUCTION
Numerous optical information processing and imaging
systems employ different polarization states to increase
the information bandwidth and to reduce the cross talk
between different channels. Some application examples
include free-space optical switching networks,1–3 read–
write magneto-optical data storage systems,4,5 and
polarization-based imaging systems.6,7 In these systems,
a polarizing beam splitter (PBS) is an essential element
for separating two orthogonally polarized light beams.
Most of the applications require that the PBS providing
high extinction ratios tolerate a wide angular bandwidth
for high-resolution imaging, a broad wavelength range for
operation with broadband sources, and a compact size for
effective packaging. Conventional PBS based on either
natural crystal birefringence (e.g., Wollaston prisms) or
polarization selectivity of multilayer structures (e.g., PBS
cubes) do not meet these requirements. The Wollaston
prism requires a large thickness to generate enough
walk-off distance between the two orthogonal polariza-
tions owing to the intrinsically small birefringence of
naturally anisotropic materials. An alternative design of
a Wollaston-type prism takes advantage of form-
birefringent materials that possess birefringence several
times larger than that of natural birefringent materials,
reducing the thickness considerably.8 However, the fab-
rication of such a structure is a tedious and complicated
0740-3232/97/0701627-10$10.00 ©
process, since thousands of layers of thin-film slab need to
be fabricated. PBS cubes are easier to fabricate, but they
provide good extinction ratios only in a narrow angular
bandwidth for a limited spectral range.9 Other designs
that utilize form-birefringent high-spatial-frequency
surface-relief gratings10–12 and a single-layer-coated di-
electric slab13 have been proposed to reduce the size of the
components, to solve the material compatibility problem,
and to simplify the fabrication process. However, they
usually suffer from low efficiency, low extinction ratio,
small angular bandwidth, and operation in a limited
wavelength range.
Previously14 we introduced a new PBS device that uses

the unique properties of anisotropic spectral reflectivity
(ASR) characteristics of a high-spatial-frequency
multilayer binary grating. The ASR mechanism is based
on combining the effects of the form birefringence of a
high-spatial-frequency grating (i.e., grating period is
much smaller than the wavelength of the incident field)
with the resonant reflectivity of a multilayer structure.
With our approach, the angular field and the wavelength
range have been largely increased compared with conven-
tional PBS devices. Many packaging and material com-
patibility problems have also been resolved with this new
design. Some interesting characteristics of the element
with ASR characteristics cannot be found in a conven-
tional PBS component. For instance, when our ASR de-
1997 Optical Society of America
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vice is designed to operate with normally incident light, it
acts as a highly efficient polarization-selective mirror.
In this paper we report detailed design, fabrication,

and experimental characterization of such a PBS based
on ASR properties. In Section 2 we describe the principle
of the ASR effect of a high-spatial-frequency multilayer
binary grating. We employ the effective-medium theory
(EMT)15 to explain intuitively why high-spatial-frequency
multilayer binary gratings possess such characteristics.
In Section 3 we introduce the design methodology of the
PBS that employs such ASR properties. Here rigorous
coupled-wave analysis (RCWA)16 tools are used to
optimize17 the design of the PBS. We also investigate
the angular and the wavelength dependence of the ASR
PBS. In Section 4 the effects of various fabrication errors
on performances of the PBS are studied. In Section 5 we
discuss the fabrication techniques employed to make our
PBS, and we present experimental characterization re-
sults. We evaluate our PBS design in terms of polariza-
tion extinction ratio and efficiency for operation with
waves of wide angular bandwidth. We also compare the
experimental results with the numerical predictions.
The summary and the directions for future research are
provided in Section 6.

2. PRINCIPLES OF ANISOTROPIC
SPECTRAL REFLECTIVITY
For reviewing properties of wave propagation in stratified
media, consider a multilayer structure formed on a sub-
strate by deposition of alternating layers of isotropic di-
electric materials with high and low indices of refraction
nh and nl , respectively. Such a structure exhibits high
reflectivity in a wide spectral bandwidth. When the
thickness of each layer corresponds to a quarter-wave op-
tical thickness for a selected wavelength, a high-
reflectivity spectral band will roughly center at that
wavelength. For example, Fig. 1(a) shows a 15-layer
quarter-wave structure made of Si and SiO2 with refrac-
tive indices of 3.48 and 1.44,18 respectively, for an inci-
dent wavelength of 1.523 mm. A high-reflectivity spec-
tral band is clearly shown in Fig. 1(a) near that
wavelength. One can increase the reflectivity of such a
quarter-wave layered structure by increasing the value of
the ratio nh /nl and the total number of layers.19 Fur-
thermore, larger values of the ratio nh /nl also increase
the spectral bandwidth of high reflectivity.
For an optical field at a normal angle of incidence, a

multilayer structure that is made of isotropic dielectric
materials presents identical reflectivity spectra for any
two orthogonal linear polarizations. This occurs because
of the symmetry of the structure for a normally incident
wave. Therefore the structure cannot be used to sepa-
rate normally incident fields by polarization. By substi-
tuting one of the isotropic materials that are used to form
the multilayer structure with birefringent materials, we
can create a new multilayer structure that will possess re-
flectivity spectral bands centered at different wave-
lengths for the two orthogonal polarizations at normal in-
cidence. It is illustrated in Fig. 1(b) that once one of the
Fig. 1. (a) Schematic diagram of a 15-layer quarter-wave structure constructed of two isotropic materials (Si and SiO2); a plot of its
spectral reflectivity is also shown. The thickness of Si and SiO2 layers are set as the quarter-wave optical thickness of the wavelength
of 1.523 mm. (b) Same as (a), with Si being replaced by anisotropic material, LiNbO3. The thickness of the LiNbO3 layer is set as the
quarter-wave optical thickness corresponding to the refractive index for the ordinary wave.
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isotropic materials (say, Si) is replaced by an anisotropic
material the spectral reflectivity bands are separated [in
this example we disregard the material incompatibility
problems and choose LiNbO3 with refractive indices of
2.21 and 2.14 (Ref. 20) for ordinary and extraordinary
waves, respectively]. We call these phenomena ASR.
Unfortunately, multilayer structures consisting of natu-
ral anisotropic materials cannot easily be fabricated.
Furthermore, since natural anisotropic materials possess
small birefringence, this separation will be small. With
our approach based on a high-spatial-frequency multi-
layer binary grating, the separation between reflectivity
spectral bands can increase considerably owing to the ex-
ceptionally large anisotropy21 that can be obtained with a
form-birefringent nanostructure.
Form-birefringence effects22 appear in high-spatial-

frequency gratings constructed of isotropic dielectric ma-
terials. Because of the geometric asymmetry of the grat-
ing structure, the two orthogonally polarized optical
fields, one parallel to the grating grooves (called the TE
field) and the other perpendicular to the grating grooves
(called the TM field), encounter different boundary condi-
tions, resulting in distinct effective indices of refraction.
On propagation through the grating structure, the TE
and the TM fields will acquire a relative phase difference
similar to that obtained in natural anisotropic materials.
This similarity takes place because the subwavelength
structure can be designed such that only the zeroth dif-
fraction order will propagate, while all the higher diffrac-
tion orders will become evanescent. Such a high-spatial-
frequency grating at the boundary between two isotropic
materials can be seen as an equivalent thin film of aniso-
tropic material.
For normally incident TE- and TM-polarized optical

waves, the effective indices of refraction of a surface-relief
high-spatial-frequency binary grating can be estimated
from the second-order EMT15:
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where F is the duty cycle of the grating defined by F
5 w/L, with w being the width of the binary grating [see
Fig. 2(a)]; L is the grating period; l is the wavelength
of the incident wave; nI and nIII are the indices of air
and the grating material, respectively; and nTE
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for TE and TM waves, respectively, provided by the zero-
order EMT.22 When a high-spatial-frequency grating is
formed in a multilayer structure made of two isotropic
materials, the composition becomes an artificial aniso-
tropic multilayer structure that will possess ASR charac-
teristics. One can fabricate such an element by etching a
high-spatial-frequency binary grating directly into a
multilayer mirror structure.
Figure 2(a) shows an example of a high-spatial-
frequency multilayer binary grating. The two isotropic
materials used for constructing the multilayer structures
are SiO2 and Si, with refractive indices of 1.44 and 3.48,
respectively, for an operating wavelength of 1.523 mm.
The SiO2 and Si materials are chosen because of their fab-
rication compatibility and because of low absorption coef-
ficients in the near-infrared region, which ensure a low
insertion loss of the device. For operation as a form-
birefringent zeroth-diffraction-order grating, we set the
grating period to be equal to 0.6 mm, with the duty cycle of
F 5 0.5. Using second-order EMT [Eqs. (1) and (2)], we

Fig. 2. (a) Schematic diagram of a seven-layer ASR PBS de-
signed for light at normal incidence. The center operating
wavelength is 1.523 mm. The design parameters are indicated
in the figure. (b) EMT and (c) RCWA results of the reflectivity
for TE- and TM-polarized waves versus wavelength.
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obtain the following effective refractive indices for the two
materials: nTE, Si

(2)
5 3.24, nTE, SiO2

(2)
5 1.25 and nTM, Si

(2)

5 1.72, nTM, SiO2

(2)
5 1.18. The effective indices of both

materials used in the multilayer structure are larger for
TE polarization than for TM polarization. This indicates
that in the spectral domain the reflectivity band for TE
polarization will be centered at a longer wavelength as
compared with that for TM polarization, i.e., we will
clearly observe a large ASR effect. The separation be-
tween the two reflectivity spectral bands has been dra-
matically increased over that possible with natural aniso-
tropic materials.
The ASR characteristic of a multilayer form-

birefringent binary grating is the essential property
needed to realize the ASR PBS. By using the theory of
optical wave propagation in a stratified medium23 that is
characterized by second-order EMT, we show that the
ASR property can be used to create a compact PBS. Fig-
ure 2(b) shows the spectral reflectivities of the seven-
layer grating illustrated in Fig. 2(a). It can clearly be
seen that near a wavelength of 1.523 mm the grating is
transparent for TM polarization and reflective for TE po-
larization. Therefore the two orthogonal polarization
components of the light wave can be separated to propa-
gate in opposite directions with efficiencies close to 100%.

3. DESIGN AND MODELING OF THE
POLARIZING BEAM SPLITTER
In Section 2 we used second-order EMT for an intuitive
explanation of the ASR characteristic of high-spatial-
frequency gratings. However, previous studies17,24,25

have shown that, to accurately model devices in which the
grating period is compatible with the wavelength, a rigor-
ous method must be employed. In our case the grating
period is approximately one third of a wavelength. Our
modeling method is to use EMT results as an initial esti-
mate of device parameters and then use a rigorous
method to modify the design for optimal performance.
The modeling tool that we used is RCWA, which we have
experimentally verified for its accuracy in modeling of
surface-relief-type grating.21,26

The design procedure is described by the following two
steps: First, we use second-order EMT to calculate the
effective indices of TE- and TM-polarized light in each
layer of the grating at the desired center operating wave-
length. The grating period is set to be small enough that
only the zeroth diffraction order can propagate. From
our previous study17 we know that a high-spatial-
frequency grating can possess the largest effective-index
difference for waves with orthogonal polarizations when
the duty cycle is near 0.5. Therefore we set the duty
cycle F 5 0.5 as an initial value. An interesting charac-
teristic is that the value of the effective-index ratios for
TE-polarized light is larger than that for TM-polarized
light. For example, effective-index ratios of the grating
illustrated in Fig. 2(a), (nh /nl)TE and (nh /nl)TM , are 2.59
and 1.46, respectively. This indicates that, to achieve the
same reflectivity, the number of layers required for TE
polarization will be less than that required for TM polar-
ization. To minimize the number of layers needed to
achieve a desired performance, we choose to maximize re-
flectivity for TE-polarized light.
In the next step we allow each layer to have a quarter-

wave optical thickness based on the effective index for
TE-polarized light. These parameters are now used as
the basis for an optimum design by RCWA. The thick-
ness and the duty cycle of a high-spatial-frequency grat-
ing have been shown17 to be the most important param-
eters that will affect the phase difference between the two
orthogonally polarized waves. Optimization is per-
formed by incremental variation of the thickness of the
layers of the grating to obtain the highest extinction ratio
at the operational wavelength. To achieve broad reflec-
tivity spectral bands, we use high-refractive-index mate-
rials for both the first and the last layers in the
structure.19

Figure 2(c) shows the RCWA results of TE and TM re-
flectivities as a function of the wavelength for the seven-
layer ASR PBS shown in Fig. 2(a). The PBS is designed
for normally incident optical fields at a center operating
wavelength of 1.523 mm. As expected, the reflectivity of
TE-polarized light is higher than that of TM-polarized
light. The TE reflectivity spectral band is broader and is
centered at a longer wavelength than is that of the TM
wave. This ASR property cannot be accomplished with
an isotropic multilayer structure for a normally incident
optical field. Since this PBS is made of nonabsorbing
materials (at those operating wavelengths), there is basi-
cally no insertion loss, and the efficiency is nearly 100%.
Looking at Fig. 2(c), we can see that both the TE reflec-
tion efficiency and the TM transmission efficiency are
higher than 99% at the operating wavelength of 1.523
mm. Also, the transmission polarization extinction ratios
(defined as the ratio of transmittance of TM-polarized
light to that of TE-polarized light) remain high over a
broad spectral range (.200:1 over a 200-nm range).
However, the reflection polarization extinction ratios (de-
fined as the ratio of reflectance of TE-polarized light to
that of TM-polarized light) are extremely high over a
small spectral range (.1000:1 over a 20-nm range).
These unique features can be employed in constructing ei-
ther broadband low-insertion-loss normal-incidence po-
larizers or highly efficient polarization-selective mirrors
for microlaser cavities. Other ASR PBS designs follow-
ing the design procedure mentioned above for a center op-
erating wavelength of 1.3 mm can be found in our previ-
ous paper.14

To separate the path of the reflected wave from that of
the incident wave, we also investigate an off-axis geom-
etry [Fig. 3(a)]. Figure 3(b) shows the numerical results
of the reflectivity versus the wavelength of the slanted in-
cidence optical wave from a five-layer grating. For an in-
cident wavelength of 1.523 mm, both the TE reflection ef-
ficiency and the TM transmission efficiency are higher
than 99%, and the polarization extinction ratios for reflec-
tion and transmission are better than 800:1 and 300:1, re-
spectively. This slanted incidence arrangement offers
two advantages: (1) Reflectivity from each layer for TE
polarization is increased; thus only five layers were
needed to achieve performance similar to those of the
seven-layer design for normally incident light; and (2) the
sidelobe for the TM reflectivity is flattened, allowing op-
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Fig. 3. (a) Schematic diagram of a five-layer ASR PBS operating with waves incident at an angle of 42°. The center operating wave-
length is 1.523 mm. The design parameters are indicated in the figure. (b) RCWA results for the reflectivity of TE- and TM-polarized
waves versus wavelength. The angles of u and f are zeros in this calculation. Contour plots of (c) TE reflectance and TM transmit-
tance and (d) the reflection and transmission polarization extinction ratio versus angles (f, u ) are as defined in Fig. 3(a). The angles of
incident waves are varied to span an angular bandwidth of 610° in both u and f directions near the initial bias angle of 42°.
eration of the beam splitter in an even broader spectral
range. One can further improve the efficiencies and the
extinction ratios of the PBS by fine tuning the grating pe-
riod and the duty cycle or by adding more layers to the
structure.
Various applications require that the optical compo-

nents in the system have abilities to maintain good per-
formance within a large two-dimensional (2D) angular
bandwidth and broad spectral range of light waves. Con-
ventional PBS’s provide good extinction ratios, usually in
a narrow angular bandwidth for a limited wavelength
range. Most of the polarization-sensitive diffractive opti-
cal elements also lack these abilities. Our PBS, however,
is shown to provide good performances for optical signals
that have a wide 2D angular bandwidth, as well as a
broad spectral range. As illustrated in Fig. 3(a), the
angles of incidence are varied to span an angular band-
width of 610° in both u and f directions defined near the
initial 42° bias angle. The results shown in Fig. 3(c) in-
dicate that, at a wavelength of 1.523 mm, the TE reflec-
tion efficiencies are higher than 99.2% and 98% in the 5°
and 10° angular bandwidth cones, respectively, and the
TM transmission efficiencies are higher than 99.6% in
both these angular ranges. The polarization extinction
ratios [see Fig. 3(d)] are better than 400:1 and 200:1 for
reflection in the 5° and the 10° angular bandwidth cones,
respectively. For the transmission, the polarization ex-
tinction ratios are smaller but still better than 130:1 and
50:1 in the 5° and the 10° angular bandwidth cones, re-
spectively. These results show that a wide 2D angular
bandwidth, as well as a broad spectral range, of operation
is possible with this design. Furthermore, the property
of high and uniform efficiency makes the ASR PBS suit-
able for many imaging systems applications.

4. STUDIES OF FABRICATION
TOLERANCES OF THE POLARIZING BEAM
SPLITTER
In this section we investigate the effect of fabrication er-
rors (e.g., etch depth error, grating profile error, and duty
cycle error) on the performance of the ASR PBS. We first
investigate the effect of etch depth fabrication error, dis-
tinguishing between the two types of errors: an under-
etched grating [see Fig. 4(a), i.e., part of the last thin Si
layer remains on the SiO2 substrate], and an overetched
grating [see Fig. 4(b), i.e., the substrate is slightly
etched). The results of our simulation show that the re-
flectivity for TM polarization is more sensitive to the un-
deretching error than is that for TE polarization [see Fig.
4(a)]. The remaining thin layer of Si will increase the
TM reflectivity, since Si is a dense medium, resulting in a
large reduction in the TM transmission efficiency. This
also decreases the reflection polarization extinction ratio.
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Fig. 4. Effects of (a) underetching and (b) overetching fabrication error on reflectivity and extinction ratios for TE- and TM-polarized
light.
In contrast, Fig. 4(b) shows that overetching error has al-
most no effect on the efficiency of both TE- and TM-
polarized waves. We conclude that an accurate etch
depth control to avoid underetching is necessary to attain
good performance from these devices.
Another possible fabrication error is the duty ratio er-

ror of the high-spatial-frequency grating. We use the
same design parameters as for the PBS shown in Fig.
3(a), except that the duty cycle F is varied continuously
from 0.3 to 0.6 [see Fig. 5(a)]. The numerical results in-
dicate that the reflectances for both polarizations stay ap-
proximately the same for the different duty cycles ranging
from 0.3 to 0.55 [see Fig. 5(b)]. The abrupt decrease of
the TE reflectance at the duty cycle of 0.57 may be due to
the energy coupling into the guided waves propagating
along the multilayer structure. We can observe from Fig.
5(c) that, when the duty cycle of the grating is approach-
ing 0.54, the transmission polarization extinction ratios
are briefly increasing. Since the polarization extinction
ratio is a ratio of a large value to an extremely small
value, a minor variation of the small value will cause an
abrupt change of the ratio. These resonance phenomena
can also be seen in the other figures (see, e.g., Fig. 4).
The last fabrication error that we investigated is the

shape of the grating profile. Again, we used the same ba-
sic design shape as that of the PBS shown in Fig. 3(a).
We vary the shape of the grating profile by holding the
widthW of the bottom of the grating constant as the top is
varied as W 2 DW to form a symmetric trapezoidal pro-
file, as illustrated in Fig. 6(a). The results shown in Fig.
6(b) indicate that the efficiencies of the PBS will remain
nearly 100% over a fairly large grating profile error. The
polarization extinction ratios [see Fig. 6(c)] slowly de-
crease as the shape changes from rectangular to trapezoi-
dal.
In general, the ASR PBS are sensitive to underetching

fabrication errors. However, these elements are rela-
tively immune to the effects of fabrication errors in duty
cycle, grating profile, and overetching. This indicates a
rather large fabrication error tolerance of the ASR PBS.
In Section 5 we discuss fabrication and experimental veri-
fication of such ASR PBS.

5. FABRICATION AND EXPERIMENTAL
CHARACTERIZATION OF THE
POLARIZING BEAM SPLITTER
Fabrication of the ASR PBS in the visible spectral range
is a challenging task because of the requirement to fabri-
cate a grating with a subwavelength grating period.
However, for near-infrared range of operation, fabrication
of the structure is practically possible. For example, in
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our design the total grating depth of five layers is 0.91
mm, with a grating period of 0.6 mm and a duty cycle of
0.5, resulting in a grating aspect ratio of approximately
3:1, which is within the fabrication capabilities of modern
microfabrication technology.
The fabrication procedures of the ASR PBS are shown

schematically in Fig. 7. First, five layers of Si and
SiO2, with thickness of 0.13 and 0.26 mm, respectively,
were sputtered alternatively onto a SiO2 substrate to
form a one-dimensional (1D) dielectric mirror base. The
thickness of each layer was controlled with an accuracy of
better than 5 nm. 30-kV high-voltage e-beam lithogra-
phy was then used to define a high-resolution grating
with a period of 0.6 mm and a duty cycle of 0.5 over a
square area of 50 mm 3 50 mm on a 0.4-mm-thick PMMA
layer that was thicker than the most conventional e-beam
lithography resists [see Fig. 7(a)]. The PMMA pattern
was developed for 60 s in a 3:7 mixture of cellusolve and
methanol, resulting in a structure shown in Fig. 7(b). Af-
terward, 0.1 mm of chrome was deposited [see Fig. 7(c)],

Fig. 5. (a) Diagram defining duty cycle error. Effect of duty
cycle error on (b) reflectivity and (c) extinction ratios of TE- and
TM-polarized light.
and the PMMA pattern was lifted off in acetone to gener-
ate the mask [see Fig. 7(d)]. With the durable chrome
mask, the periodic pattern was transferred through the
SiO2 and the Si layers by reactive ion etching with C2F6
and NF3 /CCl2F2, respectively [see Fig. 7(e)]. The etch
rate of SiO2 and Si was 25 and 100 nm/min, respectively.
Finally, the remained chrome mask was removed by wet
etching [see Fig. 7(f )]. The fabricated PBS was inspected
under a scanning electron microscope (SEM). The SEM’s
side view of the structure is shown in Fig. 8.
The fabricated PBS element was evaluated experimen-

tally by means of a measurement setup shown schemati-
cally in Fig. 9. We used a polarized He–Ne laser source
(Melles Griot) operating at a near-infrared wavelength of
1.523 mm with a 0.8-mW maximum output power. The
laser beam is focused onto the 50 mm 3 50 mm aperture
of the fabricated element with a low-power (53) micro-
scope objective. The input polarization is controlled by a
polarization rotator. Two Ge photodetectors (Newport

Fig. 6. (a) Diagram defining grating shape error causing trap-
ezoidal profile. Effect of grating profile error on (b) reflectivity
and (c) extinction ratios for TE- and TM-polarized light.
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Model 818-IR) were used to measure the transmittance
and the reflectance simultaneously. For the alignment
purpose we also used another He–Ne laser operating at a
visible wavelength of 0.6328 mm. The axis of the visible
He–Ne laser was aligned to coincide with the optical axis
of the infrared laser.
The measured efficiencies (i.e., the TM transmittance

and the TE reflectance) and the measured polarization ex-
tinction ratios versus the incidence angles varying from
32° to 52° are shown in Figs. 10(b) and 10(c), respectively.
The incidence angle is determined by the angle between
the incident beam and the normal to the grating surface.
The incident beam is lying in the plane perpendicular to

Fig. 7. Schematic diagram describing the fabrication proce-
dures of ASR PBS on SiO2 substrates. PMMA, poly(methyl
methacrylate).

Fig. 8. SEM photograph of the fabricated ASR PBS. The PBS
is fabricated on a SiO2 substrate consisting of a multilayer struc-
ture of Si and SiO2 with a thickness of 0.13 and 0.26 mm, respec-
tively. The grating has a period of 0.6 mm, with a duty cycle of
0.5.
the grating grooves and parallel to the grating vector. In
such an arrangement, the measured 1D efficiency and po-
larization extinction ratio curves correspond to those de-
termined numerically from the vertical cross sections of
the 2D contour plots shown in Fig. 3. The reflectance is
measured in a range of 36–52° because of the practical
constraints in the components used in our experimental
setup. The experimental results show that the fabri-
cated ASR PBS retains high-polarization extinction ratios
over a large angular bandwidth (610 degree) from the de-
signed incidence angle of 42°. The measured transmis-
sion polarization extinction ratios are higher than 220:1,
with a maximum value of 830:1. For the reflection, the
polarization extinction ratios are smaller, but they are
still better than 40:1, with a maximum value of 70:1.
The fabricated ASR PBS also has very high efficiencies.
The measured reflection efficiency for the TE-polarized
light and transmission efficiency for the TM-polarized
light are higher than 99% and 97%, respectively. The
slightly lower measured efficiency for the TM-polarized
light may occur because of the etch depth errors, causing
reductions of reflection polarization extinction ratios.
We expect that more-accurate control of fabrication toler-
ances (i.e., etch depth) will improve both the efficiencies
and the extinction ratios.
For comparison between the experimental results and

the numerical design predictions, we used the SEM image
(see Fig. 8) and the optical microscope observation of the
fabricated element to estimate the fabrication tolerances
of our sample. The sample observed under the optical
microscope shows that the SiO2 substrate areas have a
light brown color, indicating that the last Si layer was un-
deretched. The SEM photograph indicates a deviation of
the grating profile from exact rectangular shape. For
modeling purposes we estimate that our sample is 6 nm
underetched. Consequently, we use the modified grating
profile shown in Fig. 10(a). Figures 10(b) and 10(c) show
that the experimental results and the numerical predic-
tions are in good agreement. Note that the only signifi-
cant deviation between modeling and experimental re-
sults occurs in Fig. 10(c) near the incidence angle of 46°.
This deviation may occur because of the limited dynamic
range of our photodetectors (i.e., a dynamic range of more
than 105 will be needed to resolve this resonance).

Fig. 9. Schematic diagram of the experimental setup for the
characterization of the fabricated ASR PBS. M, mirror; PR, po-
larization rotator; BS, beam splitter; MO, microscope objective;
RS, rotation stage; PD1 and PD2, Ge photodetectors. The trans-
mittance and the reflectance are measured simultaneously to en-
sure accurate comparison of the extinction ratios and efficiencies.
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6. CONCLUSIONS
We described the design, fabrication, and experimental
evaluations of an ASR PBS. This novel element com-
bines the form-birefringence effect of a high-spatial-
frequency grating with the high reflectance of multilayer
structures. We use EMT for initial design and RCWA for

Fig. 10. Comparison of experimental measurements and nu-
merical predictions of the fabricated ASR PBS. (a) The device
structure shown in Fig. 3(a) has been modified to account for the
fabricated grating profile error as well as the underetching fab-
rication error. (b) Measured and calculated efficiencies for TE-
and TM-polarized waves, (c) measured and calculated polariza-
tion extinction ratios in transmission and reflection versus inci-
dence angle.
optimization and numerical characterization of the PBS.
Numerical modeling has also shown that these elements
can tolerate broad-spectrum optical radiation with good
performance in a wide 2D angular bandwidth range. We
have demonstrated that our PBS can be designed to adapt
easily to different applications, such as highly efficient
polarization-selective mirrors for vertical-cavity microla-
ser and broadband low-insertion-loss normal-incidence
polarizers. Other ASR PBS designs for specified spec-
trum ranges can be attained by means of suitable combi-
nations of materials to construct the multilayer struc-
tures. This design flexibility shows how ASR PBS can
address the needs of many different optoelectronic pack-
aging systems. We also discussed the influence of differ-
ent fabrication errors on the performance of the PBS and
observed a rather large fabrication error tolerance of the
device.
A sample of the ASR PBS designed for a wavelength of

1.523 mm has been fabricated and experimentally charac-
terized. The experimental results show that our PBS
provides high measured polarization extinction ratios
(maximum value of 830:1) for the two orthogonally polar-
ized output optical waves. The device has also been
shown to have the capabilities for operating with optical
signals of wide angular bandwidth (610° near the desig-
nated incidence angle of 42°) with a high extinction ratio
(.220:1) and high efficiencies (.97%). Finally, the ex-
perimental results have been compared with the numeri-
cal predictions and have been found in good agreement.
Our future research goals are directed toward enhancing
the fabrication precision and toward developing new ASR
PBS designs with suitable materials for other spectrum
range.
The ASR PBS combines such unique features as com-

pactness, compatibility with semiconductor materials,
negligible insertion losses, polarization selectivity for
light at normal incidence, high polarization extinction ra-
tios, and operation with waves of large angular band-
width and from a broad spectral range. These character-
istics make the devices desirable for use in image
processing, in optical interconnections, and in many other
polarization optics applications.
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