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Abstract 
The structure of a-dicalcium silicate hydrate, 
Ca2(Si030H)(OH), has recently been described and 
refined [Y ano, Urabe, Ikawa, Teraushi, Ishizawa & 
Udagawa (1993). Acta Cryst. C49, 1555-1559] in 
space group P212121 (orthorhombic; a= 9.487 (4), b 
= 9.179 (4), c = 10.666 (7) A, Z = 8). It is better 
described in Pbca. Revised coordinates are given. 

Comment 
In their report of the structure of Ca2{Si030H)(OH), 
Yano, Urabe, Ikawa, Teraushi, Ishizawa & 
Udagawa (1993) noted that 'most of the reflections 
matched the extinction rules consistent with (space 
group) Pbca', but that some 'very weak' violations 
were detected. They further noted that least-squares 
refinement in Pbca, with isotropic B values, led to R 
= 0.073, after which 'the space group was altered to 
P212121 '; no mention is made as to how the inherent 
singularities were avoided. The resulting structure, 
although generally reasonable, showed relatively 
large e.s.d.'s for so hard a crystal (0.01-0.02 A in the 
positions for the 0 atoms) and surprisingly large 
variations in presumably equivalent bond lengths 
and angles. Perhaps even more disturbing were the 
large discrepancies between the U ij values of equiva
lent atoms; for example, Ca(3) showed U eq = 
0.0020 (9) A 2 while the structurally equivalent atom 
Ca(4) showed Ueq = 0.0131 (7) A2

• Since such mani
festations are typical of attempts to refine a centro
symmetric structure in a non-centrosymmetric space 
group, a further consideration of space group Pbca 
seemed appropriate. 
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A listing of 1677 F;, and u(F0 ) values was obtained 
from SUP 71140. Included were six reflections -
0,17,6, 10,0,7, 16,0,9, 10,0,11, 15,2,0 and 7,11,0 -
forbidden in Pbca. The largest of these had Fju(F0 ) 

= 4.2, which corresponds to II u(l) = 2.1 - a truly 
marginal observation. [The authors reported that the 
1677 'non-zero' reflections had I> 3u(l), but appar
ently the cutoff was lower, at F0 > 3u(F;,)]. In the face 
of the approximately 200 other space-group violators 
that lay within the sphere of reflection and were 
indeed unobserved, the apparent presence of these 
six very weak violations - which could well have 
resulted from double reflection - seemed an inade
quate reason to reject Pbca. 

Full-matrix refinement in Pbca proceeded rou
tinely to R = 0.056 for 1671 reflections and 81 
parameters, slightly higher than the 0.054 reported 
by Yano et al. (1993) (and reproduced by me) for 95 
parameters in P212121• Presumably of greater sig
nificance is the goodness-of-fit value, which was 0.97 
(according to my calculations) for the P212121 model 
and 0.90 for the revised, Pbca model. (I have no idea 
as to how the value could be less than 1.0.) The 0 
atoms were modeled as anisotropic in Pbca, but 
isotropic in P212121 (where, presumably, the corre
lations would have been intolerable). Late in the 
refinement, a difference map based on the low-order 
reflections - out to sin28/ .A2 = 0.1 A - 2 

- indicated H 
atoms bonded to 0(2) and 0(5), as suggested by 
Yano et al. (1993); these atoms were included in the 
final refinements. In the last cycle, the maximum 
shift was 0.02u. 

Final Pbca coordinates are given in Table 1. They 
are more precise, by an average factor of about 5, 
than those reported by Yano et al. (1993), due to the 
removal of near-singularities; they are surely more 
accurate as well. Bond lengths and angles within the 
Si04 and the 0-H · ··O groups are given in Table 2. 
Two items may warrant comment: (1) the shortness 
of the Si-0(4) bond relative to Si-0(1) and 
Si-0(3) correlates with its environment, since 0( 4) 
is coordinated to only two Ca atoms, and accepts a 
very weak hydrogen bond [0{5)-··0(4ii) 3.093 (4) A; 
symmetry code: (ii) i + x, y, i- z], whereas 0(1) is 
coordinated to three Ca atoms, and 0(3) is coordi
nated to two Ca atoms and accepts a strong hydro
gen bond [0(2)-··0(3i) 2.679 (4) A; symmetry code: 
(i) i - x, i + y, z]; (2) the nonlinearity of the 0(5)
H(5)-··0(4ii) grouping reflects not only the weakness 
of the interaction but also the wish of H(5) to 
complete an approximate tetrahedron about 0( 5), 
which is also coordinated to three Ca atoms. Other 
details of the structure are approximately as 
described by Yano et al. (1993). 

In deciding upon space group P21212i, Yano et al. 
(1993) were undoubtedly influenced by Heller (1952), 
who had also rejected Pbca on the basis of apparent 
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violations of the systematic absences. None of those 
three violations (209, 407 and 530) was among the 
six reported by Yano et al. As noted by Yano et al., 
the structure derived by Heller (1952) - an 'approxi
mation' to the true structure, based on space group 
Pbca - was grossly incorrect, leading to Ca-Ca and 
Ca-Si distances as low as 2.5 A. 

Table I. Fractional atomic coordinates and isotropic 
or equivalent isotropic displacement parameters (A2

) 

x y z Ueq or B 
Ca(1) 0.48415 (7) 0.16956 (7) 0.06863 (7) 0.0086 (I) 
Ca(2) 0.34570 (7) 0.00578 (8) 0.38878 (6) 0.0079 (1) 
Si 0.16927 (10) 0.21286 (10) 0.15970 (9) 0.0067 (1) 
0(1) 0.05605 (26) 0.13832 (26) 0.06504 (25) 0.0085 (4) 
0(2) 0.24927 (30) 0.34579 (29) 0.07281 (26) 0.0122 (5) 
0(3) 0.29582 (28) 0.09944 (28) 0.19042 (25) 0.0106 (4) 
0(4) 0.10182 (29) 0.29231 (27) 0.27970 (23) 0.0103 (4) 
0(5) 0.39398 (29) 0.45254 (28) 0.39616 (27) 0.0097 (4) 
H(2) 0.238 (7) 0.438 (7) 0.110 (6) 3.7 (16)t 
H(5) 0.406 (8) 0.413 (8) 0.339 (7) 4.9 (20)t 

t Isotropic displacement parameter, B. 

Table 2. Selected distances (A) and angles (0
) 

Si-0(1) 1.625 (3) 0(2}-Si-0(1) 104.9 (I) 
Si-0(2) 1.710 (3) 0(3}-Si-0(1) 110.1 (1) 
Si-0(3) 1.622 (3) 0(4}-Si-0(1) 115.0 (1) 
Si-0(4) 1.606 (3) 0(3)-Si-0(2) 103.8 (I) 

0(4}-Si-0(2) 106.5 (I) 
0(2}-H(2) 0.94 (6) 0(4}-Si-0(3) 115.2 (1) 
H(2)· .. 0(3;) 1.74 (6) 
0(5}-H(5) 0.73 (8) 0(2}-H(2) .. ·0(3') 174 (6) 
H(5)· .. 0W) 2.50 (8) 0(5}-H(S)· .. 0(4;;) 140 (7) 

Symmetry codes: (i) ~ - x, ~ + y, z; (ii) ~ + x, y, ! - z. 

Lists of structure factors and anisotropic displacement parameters 
have been deposited with the IUCr (Reference: CRl 116). Copies 
may be obtained through The Managing Editor, International 
Union of Crystallography, 5 Abbey Square, Chester CHI 2HU, 
England. 
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