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We provide here a demonstration of 12-μm-pitch nanoelectromechanical resonant infrared
sensors with fully integrated capacitive transduction. A low-temperature fabrication process is used
to manufacture torsional resonator arrays. An H-shaped pixel with 9-μm-long nanorods and
ð250 × 30Þ-nm2 cross section is designed to provide high thermal response whose experimental
measurements reach up to 1024 Hz/nW. A mechanical dynamic range of over 113 dB is obtained,
which leads to an Allan deviation of σA ¼ 3 × 10−7 at room temperature and 50-Hz noise bandwidth
(σA ¼ 1.5 × 10−7 over 10 Hz). These features allow us to reach a sensitivity of ð8–12Þ-μm radiation

of 27 pW/
ffiffiffiffiffiffi
Hz

p
leading to a noise-equivalent temperature difference (NETD) of 2 K for a 50-Hz noise

bandwidth (NETD ¼ 1.5 K at 10 Hz). We demonstrate that the resolution is no more set by the
phonon noise but by the anomalous phase noise already encountered in flexural nanoresonators.
By both improving the temperature coefficient of frequency of a factor 10 and using a readout
electronics at the pixel level, these resonators will lead to a breakthrough for uncooled infrared
detectors. We expect that the NETD will rapidly drop to 180 mK with electronics close to the pixel.
As a result of the features of our torsional resonators, an alternative readout scheme of pixels
is suggested.
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I. INTRODUCTION

Over the last 20 years, infrared focal plane arrays
(IRFPAs) with large pixel count have emerged as the
keystone of modern thermal imaging systems which are
becoming widely used for night vision, thermography,
surveillance, firefighting, and driving assistance. In the
field of infrared imaging, there are two main categories
of infrared detectors, namely, quantum detectors and
thermal detectors. Quantum detectors can provide very
high performance but require operation at cryogenic
temperature to minimize the dark current. On the
contrary, thermal detectors operate at room temperature
but feature lower performance. The advantage of the
absence of the cooling system has given thermal
detectors an edge that can largely counterbalance
the lower performance in many commercial applications
requiring the availability of affordable low-power small-
size handheld thermal cameras. Among the various
possible uncooled IRFPA technologies, the microbol-
ometer has become the most prominent uncooled infra-
red technology. Microbolometers operate by converting

the heating of a thin membrane induced by the IR
absorption in a variation of electrical resistance. The
sensitive part of a microbolometer pixel acts as a
thermistor. These thermistors are commonly made of
a semiconductor thin film, using mostly vanadium
oxide (VOx) or amorphous silicon (a-Si) because
of their high thermal sensitivity (1/R × dR/dT), about
2%–3%/K.
The induced heating effect of the thermistor is

advantageously enhanced by achieving a high thermal
insulation between the sensor and the substrate. The
thermal insulation is commonly achieved with thin
and long insulation legs, which support the sensitive
part of the sensor suspended above the readout inte-
grated circuit (ROIC). Thermal insulation as high as
2 MK/W has been reported for microbolometers with
12-μm pixel pitch [1]. This development has paved
the way for further cost reduction of uncooled
infrared cameras while keeping the noise-equivalent
temperature differences (NETDs) at a very low level,
around 50 mK (f/1 lens, 30-Hz frame rate, 300-K
background) [2,3].
Because of the high thermal insulation, the temper-

ature of the sensing material can increase dramatically
in the case of excessive radiant power exposures,

*Corresponding author.
laurent.duraffourg@cea.fr

PHYSICAL REVIEW APPLIED 9, 024016 (2018)

2331-7019=18=9(2)=024016(11) 024016-1 © 2018 American Physical Society

https://crossmark.crossref.org/dialog/?doi=10.1103/PhysRevApplied.9.024016&domain=pdf&date_stamp=2018-02-15
https://doi.org/10.1103/PhysRevApplied.9.024016
https://doi.org/10.1103/PhysRevApplied.9.024016
https://doi.org/10.1103/PhysRevApplied.9.024016
https://doi.org/10.1103/PhysRevApplied.9.024016


leading to a detrimental drift of the thermistor proper-
ties. First of all, the resistivity of the sensing material
can be altered. This effect is reported to be linked with a
temperature-induced crystallographic transformation of
the sensing material resulting in a significant change in
electrical properties [4]. Both VOx and a-Si micro-
bolometers are affected [5]. As a result, the micro-
bolometer IRFPA will produce a persistent afterimage
when the source is removed [6]. This issue can be
observed when the microbolometer is exposed to a high
temperature source such as fire, explosion, or sun, and it
is sometimes referred to as the “sunburn” effect [7].
Although a shutter-based nonuniformity correction can
mitigate this effect, a latent image reappears rapidly
after shutter operation and persists with a very long
decay time.
Thus, there is a need for an uncooled infrared detector

that can withstand high-temperature exposure. This
requirement will be all the more significant as the
pixel pitch is reduced. Indeed, the design of a smaller
pixel involves a thermal insulation enhancement that
exceeds the reduction of the optical sensitive area in
order to maintain the same NETD as the pixel pitch is
reduced.
To address this issue, we suggest a pixel architecture

whose arrangement calls for the replacement of the
current thermistor by a high-frequency mechanical nano-
resonator designed to be ultrasensitive to IR radiation.
The high-frequency stability of these mechanical reso-
nators should allow us to reach the fundamental phonon
noise and avoid large thermal insulation while keeping a
high scene resolution. Within this approach, the sunburn
effect should no longer be a limiting element for down-
scaling the pixel size.
Similar approaches based on silicon [8–13], quartz

[14–16], AlN [17,18], or GaN [19] resonators have
already been suggested. More recently, whispering-
gallery-mode optical resonators have also been proposed
[20,21]. These different approaches have barely reached
a pixel pitch below 100 μm and are, therefore, not
suitable for uncooled infrared imaging. It still remains a
challenge to build a resonator with 12-μm pitch and a
fully integrated readout inherent of a compact imager
(usually done through a postprocess of imager on the
CMOS readout electronics circuit).
Recently, nanoelectromechanical systems (NEMSs)

have shown great promise for technological applica-
tions, in particular, for integrated frequency clocks [22],
logic switches [23], mixer filters [24], ultrasensitive
force detectors [25], and mass sensors [26]. To increase
the capture cross section without losing their extreme
sensitivity, NEMS sensor arrays have been advanta-
geously used, even sometimes cointegrated with
CMOS electronics [27,28]. In the framework of very
large-scale integration, implementation of billions of IR

highly sensitive nanoresonators in a dense array is at
hand [29]. We present here a 12-μm-pitch NEMS
resonator that we fully characterize in a closed-loop
scheme through a phase-locked loop (PLL). This work
intends to tackle the three main points to let resonating
IR sensors emerge: (i) a low-temperature fabrication
process to be fully compatible with the cointegration
approach on the CMOS readout circuit, (ii) a low-noise
transduction scheme based on capacitive detection and
electrostatic actuation for avoiding the self-heating
phenomenon and decreasing 1/f noise, and (iii) a
low-noise electronics circuit for an efficient readout
of tiny capacitance variation.

II. DESIGN AND FABRICATION
OF NEMS ARRAYS

Contrary to NEMS approaches that are usually used
to get stable nanoresonators, we choose a low-temper-
ature fabrication process, which is inherited from
classical bolometers (i.e., deposition process <300 °C
and above-IC compatible). Two silicon nitride layers of
10 nm encapsulate a titanium nitride layer which acts as
an electrode as well as an absorber. SiN features a high
Young’s modulus and low thermal conductivity, which
makes it a suitable material for long and narrow
insulating rods. A 150-nm layer of amorphous silicon
is then deposited to have a stiff enough resonator.
Unlike the resistive bolometer, no electrical connection
is needed here between TiN and a-Si, thereby simplify-
ing the process. Several designs are defined depending
on the length of the torsional rods and the thickness of
a-Si on the insulation rods. A λ/4 cavity is formed
between the reflecting electrodes and the paddle by
removing the polymer using plasma chemical releasing
(the resonant Fabry-Pérot cavity is centered at 8 μm).
The thickness of the TiN is chosen to match the
impedance of vacuum (376.7 Ω) and minimize the
incident wave reflection leading to 50% absorption
efficiency. In our λ/4 configuration, this absorption of
the bolometer is improved and tends toward 1 in the
ð8–14Þ-μm atmospheric window. To drive and read
our resonant electromechanical sensor, we split the
reflecting electrode into two electrodes for electrostatic
actuation and capacitive sensing, respectively. The TiN
incorporated into the paddle is polarized in order to
raise a capacitive sensing signal. The electrostatic torque
applied enables the torsion of suspended rods. The
detailed fabrication process is provided in Appendix A
of the Supplemental Material [30].
Figure 1 shows some structures magnified by a

scanning electronic microscope (SEM). The nominal
single pixel is presented in Fig. 1(b), and its integration
in an array is presented in Fig. 1(a). One can observe
the actuation and sensing electrodes beneath the sus-
pended paddle as well as the strip lines going into the
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anchors for the electrical polarization. Two other designs
are shown in Figs. 1(c) and 1(d). Table I summarizes
some key parameters of the fabricated sensors. In
particular, a comparison with a classical bolometer is
displayed. Our temperature sensitivity is 3 orders of
magnitude below the resistive bolometer. Nevertheless,
the noise frequency of our oscillating thermal sensor is

usually much lower, which offsets this low thermal
response [10].

III. SENSOR OPERATION

The microsystem is excited at its first torsion mode
using an actuation electrode placed under the plate. A

TABLE I. Key parameters of our device compared with an advanced resistive bolometer and MEMS bolometer:
temperature sensitivity corresponds to 1/T × ∂f/∂T for the resonant thermal sensor and 1/T × ∂R/∂T for the
resistive sensor.

This work [Fig. 1(b)] Bolometer [1] Resonant MEMS [10]

Pitch (μm) 12 12 5
Thermal conductance G (W/K) 5 × 10−8 5 × 10−9 1.5 × 10−8
Thermal capacity C (J/K) 26 × 10−12 80 × 10−12 3 × 10−12
Thermal constant τth (ms) 0.5 16 0.2
Temperature sensitivity (/°C) 0.01% 3.6% 0.0092%
Stiffness κ (N m) 1.8 × 10−11 Not applicable 6.8 × 10−13
Inertia moment J (kgm2) 3.9 × 10−25 Not applicable 1.5 × 10−27
Quality factor Q 1800 Not applicable 1555

FIG. 1. SEM images of the bolometer. (a) SEM image of the typical matrix of microelectromechanical pixels. (b) SEM picture of a
typical H-shaped pixel; nanorod length ¼ 1.5 μm, width ¼ 250 nm, and thickness ¼ 180 nm (insulation arm length ¼ 8.6 μm).
(c) SEM picture of another H-shaped pixel with a thinner nanorod to enhance the thermal insulation; rod thickness ¼ 30 nm. (d) SEM
image of a butterfly-shaped pixel with longer rods.
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closed loop (phase-locked loop) is used to maintain the
oscillations at its resonance frequency, as shown in Fig. 2.
An incident infrared electromagnetic wave is absorbed by
the layer deposited on top of the plate and causes its heating
by the Joule effect. Thereby, the internal temperature rise
induces a variation of the torsional resonance frequency.
This frequency shift is mainly due to changes in the
Young’s modulus and internal stresses. The frequency is
then measured through a capacitive signal between the
detection electrode and the oscillating plate. A dedicated
readout electronics board based on a transimpedance circuit
(see Fig. 2) is carefully developed for measuring the tiny
capacitance variation (approximately 30 aF) compared to
both the capacitance at rest (approximately 0.18 fF) and the
parasitic capacitance (approximately 1 pF). The pixels are
directly connected by wire bonding on the readout board to
minimize the parasitic capacitance. A HF2 lock-in instru-
ment from Zurich Instruments is used to perform synchro-
nous detection. A complete description of our experimental
setup is provided in Appendix D of the Supplemental
Material [30]. Moreover, a downmixing detection scheme
is chosen to get rid of the feedthrough [31].
For the sake of clarity, below we provide the main

electromechanical equations required for understanding the
experimental characterizations. We focus only on the first
torsional mode. The electrical torque induced by the
excitation electrode will actuate the plate with an angle
θ (see Fig. 2) according to the dynamic equation

Jθ̈ þ bθ̇ þ κθ ¼ Te;

Te ¼
1

2

dCa

dθ
ðVac − VpolÞ2 þ

1

2

dCd

dθ
Vpol

2; ð1Þ

where Ca and Cd are the actuation and detection capac-
itances, respectively (see Fig. 2), Vpol is the polarization
voltage of the plate, and Vac is the actuation voltage.
Considering the transimpedance circuit, the output signal
reads

Vout ¼
Vpol

2

C0

2CC2V

θmax

θ
ln

��
1 − θ

θmax

��
1þ θ

θmax

��
; ð2Þ

with C0 the static detection capacitance and θmax the
maximum geometric angle (corresponding to the paddle
sticking on the electrode, −20° here). For a complete
presentation of mathematical computations, please refer
to Appendix B of the Supplemental Material [30].

IV. RESULTS

A. Electromechanical performance

Let us focus on the basic electromechanical experiments.
We perform a frequency sweep of the actuation signal to
find the resonance frequency and determine the quality
factor from a Lorentzian fit in the complex plane. The
typical results obtained with the device outlined in Table I
are shown in Figs. 3(a) and 3(b). At first sight, the
experimental output voltages are in good agreement with
those computed from our electromechanical model. The
quality factor Q extracted from this measurement at
P ¼ 5 × 10−5 mbar is equal to 1800; the quality factors
are between 900 and 3000 depending on the pixel designs.
Remarkably, we are able to routinely measure 30-aF
capacitance variation at resonance for a static capacitance
of 0.18 fF and a signal-to-background ratio of 22 dB; the
smallest capacitance variation measured is 2.6 aF.
Electromechanical responses with frequency and Vac (at
Vpol ¼ 10 V) are plotted in Fig. 3(c). As expected, the
output voltage at resonance is clearly proportional to V2

ac.
Similarly, the responses with frequency and Vpol

(at Vac ¼ 6.5 V) are plotted in Fig. 3(d). The output voltage
at resonance is logically proportional to Vpol.
Beyond a critical angle θc [32], the uniqueness of the

solution to Eq. (1) is not preserved, and the linear behavior
of our device disappears. θc ¼ 13° sets the onset of non-
linearity of our typical device outlined in Table I.
Hardening, softening, or even the compensation of both
effects (see, for example, Refs. [33,34]) are observed on
these devices. In particular, the compensation of non-
linearities is found for stiff arms, leading to a linear
operation range up to 13° and output voltages up to
320 μV at 10-V polarization voltage.

B. Electro-optical performance

Let us now focus our study on the thermal response
Rf ð/WÞ of one pixel. Rf is defined as the ratio of the
relative frequency shift f/f0 to the incident power Pinc:

FIG. 2. Schematic of the MEMS and NEMS resonator and
readout scheme. Capacitive MEMS and NEMS resonator em-
bedded in a downmixed phase-locked loop. The electrostatic
actuation is done at 2ωr þ Δω, and the plate is polarized at ωr þ
Δω to get a downmixed signal at Δω that feeds the lock-in
amplifier input. A transimpedance circuit is specifically designed
for measuring tiny capacitance variations due to the torsional
vibration of the plate.
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Δf ¼ αTf0βη
Gj1þ j2πντthj

Pinc ¼ f0RfPinc: ð3Þ

τth ¼ C/G is the thermal time constant of the sensor,
C ¼ ð∂U/∂TÞV is the thermal capacitance at constant
volume, G is the thermal conductance, αT is the temper-
ature coefficient of frequency (typically, −60 ppm/°C for
silicon), β is the pixel fill factor, η is the bolometer
absorption, f0 is the resonance frequency, and ν is the
frame rate of the electronic readout. This expression is used
later at the end of the paper to verify the coherence of the
experimental values.
The main features that we introduce above are exper-

imentally measured through our readout scheme shown in
Fig. 2. All measurements reported here are done with the
same device introduced in Table I. The typical results and
the best results are systematically presented. We embed our
system in a downmixed PLL to track the resonance
frequency in real time. This closed loop allows us to
measure instantaneously the IR responsivity and the fre-
quency noise. The electronics board with pixels under test
is placed into a homemade vacuum chamber that is
illuminated by a blackbody source. The noise-equivalent
power (NEP) of our sensor can be then computed from
these measurements. We also perform temperature coef-
ficient of frequency (TCF) measurements to compute the
theoretical responsivity from Eq. (3). The measurements
are performed with a coupled Peltier Pt sensor controlled
by a proportional integral derivative controller that provides
the chamber temperature (down to 0.1 °C accuracy). Some
of the results for several devices are displayed in
Appendix D of the Supplemental Material [30]. A typical

TCF of αT¼ −70 ppm/°C is extracted from this experi-
ment, and it is consistent with the values commonly
reported in the literature.
A commercial blackbody RCN 1200 from HGH Infrared

Systems (set at 1200 °C) is placed in front of the vacuum
chamber. An ð8–12Þ-μm filter is positioned between our
chamber and the source to control the incident power. The
optical bench is aligned using a visible laser. The overall
experimental setup is detailed in Appendix D of the
Supplemental Material [30].
The entire optics is calibrated using a Fourier-transform

infrared instrument. In particular, the spectral response of
the filter according to the spectral luminance of a perfect
blackbody at 1200 °C is measured to determine the incident
optical power through the equation below (see Appendix D
of the Supplemental Material [30] for more details),

Pinc ¼ Sboloπsin2ðθmÞ
Z∞

0

L0
λToptdλ; ð4Þ

where Sbolo is the surface of our device, L0
λ is the spectral

luminance of a perfect blackbody, and Topt is the optical
transmittance. Here, our resonant bolometer is 8.6 cm away
from the blackbody emissive surface, which has a diameter
aperture of ΦBB ¼ 25 mm. The frequency response of our
pixel (given in Table I) to IR incident pulses (26-nW peak)
is presented in Fig. 4. The frequency drift observed when
hiding the IR source is attributed to the chip heating
induced by the close 1200 °C source. A typical experi-
mental thermal response Rf ¼ 720W−1 is extracted from
this measurement. Assuming a fill factor of β ¼ 0.8, an
efficiency η ¼ 0.8 in the ð8–12Þ-μm window, and

FIG. 3. Typical electromechanical responses.
(a) Amplitude of a typical frequency response for
a device with a mechanical stiffness close to κ ∼
2.0 × 10−11 Nm (dots). (b) Phase of a typical
frequency response of the same device. We
extract a quality factor of 1800 from a Lorentzian
fit (light blue line), considering first and last
quarters of the spectrum as background (the
slight discrepancy observed at resonance is
due to the presence of nonlinear terms, which
are not included in the fit). (c) Electromechanical
response according to frequency and actuation
voltage Vac (Vpol ¼ 10 V). As expected, the
voltage at resonance is proportional to V2

ac.
(d) The amplitude according to the frequency
and polarization of the plate Vpol (Vac ¼ 6.5 V).
As expected, the voltage at resonance is propor-
tional to Vpol.
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considering the measured TCF αT ¼ −70 ppm/°C, the
theoretical thermal response Rf ¼ 900W−1 is expected,
which is very close from the observed sensitivities. The
discrepancy may be due to the uncertainty of the real
bolometer temperature when performing the TCF measure-
ments. Thermal responses up to Rf ¼ 1050W−1 are
obtained with the best devices (see inset in Fig. 4).

C. Frequency noise

We nowmove on the detection limit of the IR sensor. The
performance of infrared detectors is usually evaluated
through the NEP or the noise-equivalent temperature
difference (NETD). The NEP is defined as the incident
power on the sensor surface to obtain a SNR ¼ 1,

NEP ¼ δf/f0
Rfðν ¼ 0Þ ; ð5Þ

where δf are the rms frequency fluctuations for a given
noise bandwidth.
Most of the imager’s electronics relies on the so-called

column readout that is the current approach with CMOS
circuits. In principle, such “column” or “rolling-shutter”
readout schemes can be implemented for our resonator
array. Before designing and fabricating such a dedicated
readout circuit (ROIC), the electromechanical features of
our resonators have to be properly measured. The charac-
terizations are achieved considering the measurement
conditions used in a typical ROIC: the integration time
of a single pixel is divided by the number of pixels inside
the column (typically, for a 60-Hz frame rate, the pixel
integration bandwidth is 7 kHz for 190 pixels per column)
[35]. With this readout scheme, a lag effect may appear

leading to image distortion when the scene moves faster
than the frame rate. On the contrary, single-pixel readout
enables us to cancel this effect. The integration time can be
increased to the full frame rate, i.e., 50 Hz, thereby
increasing the SNR. However, the whole circuit footprint
has to correspond to the pixel pitch, making it more
complex to implement. As the frequency readout scheme
does not suffer from a self-heating issue, it is possible to use
a long integration time without material degradation even
for small pitch below 12 μm. That is why the NEP of our
sensor is estimated for the two noise bandwidths of 7 kHz
and 50 Hz.
The overall NEP is defined as the quadratic sum of

uncorrelated noises NEP ¼
ffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiP

iNEP
2
i

p
, where NEPi is the

power density of the noise i, namely, the phonon noise,
thermomechanical noise, and electronics noise. The result-
ing NETD that defines the sensor resolution on the scene
can be immediately deduced from the overall NEP,

NETD ¼ 4F2

πApΦλ1→λ2ðΔLΔTÞ300 Kλ1→λ2

NEP; ð6Þ

where F is the optical aperture (usually F ¼ 1), Ap is the
pixel surface, and Φ and ΔL/ΔT are the optical trans-
mission and the luminance variation with the scene temper-
ature around 300 K, both evaluated in the ½λ1; λ2� range. In
the ð8–14Þ-μm range,Φ is usually close to 1, andΔL/ΔT is
evaluated as 0.84 W/m2/sr/K [36].
The fundamental source of noise (for a thermal con-

ductance higher than the radiation conductance; see
Appendix C of the Supplemental Material [30]) should
be the phonon noise resulting from the random exchange of
heat between the sensor and the thermal bath through the
mechanical supports. For a bandwidth higher than 1/4τth
(which is commonly the case for IR imagers), the phonon
NEP reads

NEPphonon ¼
G
βη

ffiffiffiffiffiffiffiffiffiffi
kBT2

C

r
: ð7Þ

All mechanical sensors struggle with the fundamental
thermomechanical noise due to the coupling with the
ambient thermal bath. The power spectral density of the ther-
mochemical noise is SθðωÞ¼ð2kBT/QÞκω3

0/½ðω0
2−ω2Þ2þ

ðωω0/QÞ2�, where kB is the Boltzmann constant, Q is the
quality factor of the resonator, κ is the mechanical stiffness,
ω0 is the angular resonance frequency, and T is the temper-
ature of the device. We are interested in the frequency
random fluctuation whose frequency-noise power spectral
density can be easily deduced from SθðωÞ through the
expression [37,38] SωðωÞ ¼ ðω0/2QÞ2Sθ/θ2c. Finally, the
thermomechanical NEP is expressed using the thermal
response Rf,

FIG. 4. Frequency response. IR illumination corresponds to 26-
nW incident power. This power provokes 21-Hz frequency shift
(i.e., Rf ¼ 720W−1). The acquisition is performed in the closed-
loop scheme for an integration time of 1 ms. Inset: Similar
measurement done with 17-nW incident power on one of the best
devices (20-Hz frequency shift is observed in this case).
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NEPthermo ¼
1

Rf

1

2Q

ffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffi
1
2π

Rω0þðΔω/2Þ
ω0−ðΔω/2Þ SθðωÞdω

q
θc

↔
1

Rf

1

2Q

ffiffiffiffiffiffiffiffiffi
hθ2ni

p
θc

; ð8Þ

where Δω is the noise bandwidth. The electronics noise
arising from readout circuit may be not negligible compared
to the signal to be detected (a comprehensive model is
presented in Appendix D of the Supplemental Material
[30]). The expected electronics NEP is similar to Eq. (8):

NEPelec ¼
1

Rf

1

2Q

ffiffiffiffiffiffiffiffiffiffi
hV2

ni
p
Vout

: ð9Þ

Through Eqs. (5)–(9), the theoretical NEPs due to the
different contributions are estimated for our nominal
design [Table I and Fig. 1(b)] and are summarized in
Table II. We notice that our electronics noise will be
theoretically the main noise source. It can be minimized
by a factor of 2 (direct detection instead of downmixing;
see Appendix D of the Supplemental Material [30]) using
a dedicated ROIC with lower parasitic capacitance (a few
femtofarads instead of 1 pF). Furthermore, a pixelwise
readout (50-Hz bandwidth) will improve the NETD down
to 450 mK. For a 1-s integration time, the NETD reaches
65 mK, which is close to current bolometer performance
at 12-μm pixel pitch with a 10 times shorter thermal time
constant.
The experimental NEP is deduced from the normalized

frequency stability δω/ω0 [Eq. (5)]. To this end, we
measure the Allan deviation [39] σA of the output signal
versus integration time τ. The Allan deviation measure-
ments of the three designs (see Fig. 1) are performed both in
open-loop and closed-loop (PLL) configurations. In closed
loop, the instantaneous frequency is estimated and kept
constant. In open loop, the resonator is driven at fixed
frequency close to resonance, and the phase data Δφ are
recorded. In this case, σA is deduced from these data with
the simple expression δf ¼ δφ/2Q [38].
For the sake of clarity, only the Allan deviations

measured in closed loop are presented in Fig. 5 for the
typical and best devices (see inset). Open-loop measure-
ments lead to very similar data. σA exhibits a τ1/2 slope

between 70 μs and 10 ms, showing that white noise is the
main contribution in this interval. According to our
previous calculations, its origin is mainly attributed to
the readout electronics. A plateau, which corresponds
to a 1/f-frequency noise, appears at higher integration
time. This long-term noise is well above the noise floor
normally set by the thermomechanical and phonon
noises (close to 1 × 10−8 for the two noise sources).
Supplemental experiments are conducted to analyze the
source of the 1/f noise (please refer to Appendix D of
the Supplemental Material [30]). We demonstrate that the
plateau is independent of the signal-to-noise ratio. We
believe that this noise is not due to amplitude random
fluctuations but may be inherent in pure frequency
fluctuation. Similar noise signature [reported as an
anomalous phase noise (APN)] has been recently reported
for flexural nanoresonators having similar mode volume
[40]. More investigations are necessary to confirm this
noise source. In the meantime, the stability limit of our

TABLE II. NEP computation for the nominal design with our homemade electronics and downmixing readout
scheme: Rf ¼ 720W−1, βη ¼ 0.64, θC ¼ 13°, Vn ¼ 10 nV/

ffiffiffiffiffiffi
Hz

p
, and Vout ¼ 320 μV (see Appendix C of the

Supplemental Material [30] for the complete computation of the thermomechanical and electronics noises).

NEPphonon (pW) NEPthermo (pW) NEPelec (pW) NEP (pW) NETD (K)

1-Hz bandwidth 0.8 0.85 12 12 0.13
50-Hz bandwidth 5.5 6 85 85 0.9
7-kHz bandwidth 17 25.5 1000 1000 10.5

FIG. 5. Allan deviation measurement (Vpol ¼ 10 V and Vac ¼
1.75 V). The red star is the frequency deviation at 7-kHz inte-
gration bandwidth (σA ¼ 3.5 × 10−6), and the blue star is the
frequency deviation at 50-Hz integration bandwidth σA ¼
3 × 10−7; 50 Hz and 7 kHz correspond to 20 ms and 70 μs,
respectively [35]. The minimum frequency noise (σA ¼
1.5 × 10−7) is reached for longer integration times between 50
and 200 ms. Inset: Similar measurement done with the best device
[σAð70 μsÞ ¼ 2.5 × 10−6 and σAð20 msÞ ¼ 2 × 10−7].
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torsional devices is set by this anomalous phase noise
and can be considered as the fundamental limit for our
resonant sensors.

V. DISCUSSION

From Eqs. (5) and (6), the NEP and NETD are extracted
for the three designs, in particular, for a typical device
(Rf ¼ 720W−1) and the best device (Rf ¼ 1050W−1).
Table III provides an overview of the main features. From
Table III, it seems obvious that the thermal response Rf will
be large, especially as the thermal insulation 1/G is high. In
addition, the signal-to-noise ratio will be large, especially
as the torque angle is high, i.e., a mechanical stiffness as
low as possible. Intuitively, these requirements are met with
long and thin rods made of material with low thermal
conductivity.
However, the onset of nonlinearity may be more quickly

reached with soft springs due to the electrostatic nonlinear
effect (reducing significantly the critical angle value θC). A
trade-off between the thermal insulation requirement and
large critical angle has to be found. The length and shape of
the arms are, in particular, optimized to find the best
compromise. Our nominal design meets this compromise
with rigid springs (κ ∼ 2 × 10−11 Nm) and high torsional
resonance frequency (around 1 MHz).
Whatever the tested designs (the isolation rods’ length,

thickness, and stress), we do not observe a major difference
in terms of TCF ranging from −35 to −100 ppm/°C (please
refer to Appendix D of the Supplemental Material [30]).
Unfortunately, the highest TCF occurs with soft devices,
which are not suitable for IR sensing, as we explain above.
Remarkably, a compensation of hardening and softening
nonlinear terms [33] are observed with the nominal
geometry leading to a critical angle up to 13° (50% of
θmax) keeping the thermal conductance as low as
5 × 10−8 W/K. In this case, the mechanical dynamic range,
which is the ratio between the onset of nonlinearity and the
thermomechanical noise, is around 113 dB.
Experimental NEPs at 50 Hz and 7 kHz of the best

device are close to the values obtained through Eqs. (5)–(9)
considering Rf ¼ 1050W−1 and the experimental value of

the electronics noise 40 nV/
ffiffiffiffiffiffi
Hz

p
. A sensitivity to

ð8–12Þ-μm radiation below 27 nV/
ffiffiffiffiffiffi
Hz

p
can be reached

leading to a NETD of 2 K at 50 Hz (NETD ¼ 1.5 K at
100 ms) with a submillisecond response time. At a long
integration time, the fundamental limit normally set by the
phonon noise is not reached due to the anomalous phase
noise. The noise analysis informs us that the readout
electronics per column at 7 kHz currently used for resistive
bolometers is not suitable for our approach.
Nevertheless, a cointegration of the electronics at pixel

level will reduce the parasitic capacitance down to a few
femtofarads corresponding to the input capacitance of a
transistor and will decrease the electrical noise down to a
theoretical level of 10 nV/

ffiffiffiffiffiffi
Hz

p
, which is 4 times lower

than our experimental noise. Moreover, this approach
makes the heterodyne detection scheme unnecessary and
improves the signal by a factor of 2. The contribution of
electronics noise to σA and the NEP will be accordingly
decreased by a factor of 8 [see Eq. (9)]. In these
conditions, a noise bandwidth larger than the frame rate
bandwidth will not deteriorate the resonator noise. For
instance, an Allan deviation σA ¼ 1.75 × 10−7 is expected
considering both the plateau contribution (APN) and the
electronic noise for a 700-Hz noise bandwidth. This
configuration allows us to read 700/50 ¼ 14 pixels during
the frame rate, which allows a larger area for the
cointegrated readout.
To better assess the performance of our component, the

main features are compared with the best results reported
in the literature. A comparison criterion is the figure of
merit FOM ¼ NETD × τth × Ap, where the τth (ms) and Ap

(μm2) are the thermal constant and the pixel pitch,
respectively, and the NETD is expressed in millikelvins.
Indeed, since the NETD and τth are usually kept constant
(<50 mK, 10 ms) when decreasing the pixel pitch, the
FOM is introduced in order to evaluate at a glance the
quality of the microbolometer technology [41]. Basically,
this FOM removes the dependence of the sensor perfor-
mance with the thermal conductance and surface absorption
(i.e., independent of geometrical considerations). The
performance reported in this paper stands out more clearly
by considering the FOM according to the pitch for several

TABLE III. Comparison of the key features of three designs. The thermal conductance of the second device is improved compared to
the first design by removing the amorphous silicon on the insulation rods. It greatly improves the thermal isolation but decreases the
mechanical stiffness and deteriorates the linear dynamic range. In the third design, the torsional rod length is increased from 1.5 to
3.8 μm, which improves the thermal isolation but also greatly deteriorates the linear dynamic range.

Pixel design Gth (nW/K) θc Q Rf (/Winc) NEP (nW) (100 ms) NEP (nW) (20 ms) NEP (nW) (0.7 ms)

Figure 1(b) (nominal design;
typical results)

50 13° 1800 720 0.21 0.41 4.9

Figure 1(b) (nominal design;
best results)

50 12° 2400 1050 0.14 0.19 2.4

Figure 1(c) (thinner rod) 18 0.7° 900 3555 1.3 3 35
Figure 1(d) (butterfly design) 31 2.5° 2400 1011 0.47 1.1 12
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works recently reported in the literature (Fig. 6). The FOMs
of our best device are extracted from Allan deviation
measurements: FOMð50HzÞ¼144×103mKmsμm2 and
FOMð7 kHzÞ ¼ 1810 × 103 mKms μm2.

VI. PERSPECTIVES

Because of the strong parasitic capacitance related to our
homemade electronics and the low-temperature sensitivity,
our resonant nanosensors are still far away from resistive
bolometer performance. We believe that the use of a ROIC
with self-oscillating circuits for a few tens of pixelswill easily
decrease the NEP. In this case, a 700-Hz integration band-
widthwill be used, and the noisewill drop to the fundamental
limit set by the anomalous phase noise of the NEMS.
Moreover, the readout electronics input impedance will be
close to a few femtofarads, which will increase the useful
signal. The NEP will be lower than 165 pW with a thermal
constant of 0.5 ms, which is 20 times faster than the current
bolometer. The FOMwill be close to 105 (12-μm pixel). The
optical readout can also be particularly suitable for multi-
plexing and high-efficiency transduction mechanism.
Even if very low noise can be reached with such an

approach, the thermal response Rf is not high enough to
surpass the resistive bolometers. The evident solution may
consist of using a stiffer material with lower thermal
conductivity to decrease the thermal conductance down to
5 × 10−9 W/K preserving the large dynamic range (large
critical angle θc). The porous material can be improved for
thermal insulation, keeping the same stiffness. A 2D pho-
nonic crystal should also be studied, but we emphasize that
an excessive thermal insulation can lead to significant change
in the thermometer properties because of the sunburn effect,
especially when shrinking the device size. We rather focus

our discussion on increasing the TCF of our devices. Some
interesting work has already shown a TCF up to
1000 ppm/°C, thereby improving the TCF by a factor of
20 [9,11]. In particular, the first-order phase transition of
diverse materials has been used to obtain a Young’s modulus
that is highly sensitive to the temperature [42,43]. These
works initiate a promising way to reach a high TCF.
Improving significantly the temperature sensitivity of our
devices will likely stimulate these research axes.
With both an improvement of the frequency response of

a factor of 10 and a pixelwise readout, the NEP will be
lower than 20 pW (NETD < 180 mK) with τth ¼ 0.5 ms,
and the FOM will drop to 104. This projection tends to
demonstrate that uncooled IR sensors based on a nano-
mechanical resonator will generate interest for small pitch
below 12 μm.

VII. CONCLUSION

In conclusion, we demonstrate the great potential of a
high-frequency resonant sensor fabricated with a low-
temperature process dedicated to uncooled infrared imag-
ing. A complete electrical transduction is developed to
drive and read the useful signal according to calibrated
temperature variations. We are able to extract all key
parameters to compare our approach with previous
resonant thermal sensors and resistive bolometers. The
low-temperature process we use here gives the perspective
of above-IC integration and, therefore, dense low-cost
imagers. A high dynamic range corresponding to a torque
angle up to 13°, i.e., 50% of the gap (113 dB), is
demonstrated. That enables us to enhance the output
electromechanical signal. A NEP of 190 pW is measured
with our system at 50-Hz integration time. With a

FIG. 6. The FOM versus pitch. Comparison with work recently reported in the literature. Symbols: spheres correspond to devices
based on frequency detection; pentagons are resistive detection. (a) The FOM tends to drop, demonstrating a continuous improvement of
resonant MEMS bolometers. The FOM of our device is 1 order of magnitude higher than the values exhibited by the resistive sensor [1].
(b) Extrapolated FOM of our thermal sensor according to cumulative assumptions: (i) integration of our sensor on a CMOS circuit,
(ii) pixelwise readout rate, and (iii) improvement of the thermal response through TCF enhancement (×10).

12-μm-PITCH ELECTROMECHANICAL RESONATOR FOR … PHYS. REV. APPLIED 9, 024016 (2018)

024016-9



cointegrated electronics, which reads 14 pixels in a 700-Hz
bandwidth through an above-IC self-oscillating loop, the
NEP should drop to 165 pW, close to the anomalous phase
noise of the resonant sensor that definitively sets the
fundamental limit. As the self-heating is canceled by using
the capacitive transduction, this longer integration time will
not lead to excessive heating of the membrane.
However, to surpass the bolometers below 12-μm pitch,

the temperature sensitivity has to be increased at least by a
factor of 10. To this end, work based on first-order phase-
transition material should allow us to increase the fre-
quency response through a large improvement of the TCF.
Otherwise, an improvement of the thermal insulation by a
factor of 10 is also conceivable and may lead to a NEP close
to 15 pW. Within these two approaches, a NEP around
1.5 pW, or a NETD of 17 mK, and a FOM between 1 and
10 can be expected This trend will certainly renew interest
in resonant uncooled IR sensors for current and future pitch
generation.
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