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Technology, Pasadena, CA 91125

Abstract

Friction in static and sliding contact of rough surfaces is important in numerous
physical phenomena. We seek to understand macroscopically observed static and slid-
ing contact behavior as the collective response of a large number of microscopic as-
perities. To that end, we build on Hulikal et al.[1] and develop an efficient numerical
framework that can be used to investigate how the macroscopic response of multiple
frictional contacts depends on long-range elastic interactions, different constitutive as-
sumptions about the deforming contacts and their local shear resistance, and surface
roughness. We approximate the contact between two rough surfaces as that between
a regular array of discrete deformable elements attached to a elastic block and a rigid
rough surface. The deformable elements are viscoelastic or elasto/viscoplastic with a
range of relaxation times, and the elastic interaction between contacts is long-range. We
find that the model reproduces main macroscopic features of evolution of contact and
friction for a range of constitutive models of the elements, suggesting that macroscopic
frictional response is robust with respect to the microscopic behavior. Viscoelastic-
ity/viscoplasticity contributes to the increase of friction with contact time and leads to
a subtle history dependence. Interestingly, long-range elastic interactions only change
the results quantitatively compared to the meanfield response. The developed nu-
merical framework can be used to study how specific observed macroscopic behavior
depends on the microscale assumptions. For example, we find that sustained increase
in the static friction coefficient during long hold times suggests viscoelastic response of
the underlying material with multiple relaxation time scales. We also find that the ex-
perimentally observed proportionality of the direct effect in velocity jump experiments
to the logarithm of the velocity jump points to a complex material-dependent shear
resistance at the microscale.

∗Corresponding author email: bhatta@caltech.edu
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1 Introduction

Contact between surfaces plays an important role in many natural phenomena and engi-
neering applications. Most surfaces are rough at the microscale and thus the real area of
contact is only a fraction of the nominal area. Interactions between surfaces such as the
flow of electric current, heat, the normal and shear forces happen across this small real area
of contact [2, 3]. Contact area is determined by a number of factors: surface topography,
material properties, the applied load, sliding speed etc. Since the applied load is sustained
over a small area, stresses at the contacts can be high and time-dependent properties of
the material become important. The macroscopic friction resulting from the collective and
interactive behavior of a population of microscopic contacts shows complex time and history
dependence.

In many materials, the static friction coefficient µs increases with the time of contact,
and a logarithmic increase is found to be a good empirical fit:

µs(t) = µ0 + A log(Bt+ 1), (1)

where t is the time of stationary contact, µ0, A, and B are constants dependent on the two
surfaces across the interface [4, 5]. Typically, for rocks, µ0 is 0.7-0.8, A is 0.01-0.02 and B is
of the order of 1 second−1 [6]. Experiments on different materials show [7] that the kinetic
friction coefficient µk depends not only on the current sliding speed but also on the sliding
history. A class of empirical laws called “Rate-and-State” (RS) laws has been proposed
to model this behavior [8, 9]. “Rate” refers to the relative speed across the interface and
“state” refers to one or more internal variables used to represent the memory in the system.
These laws, used widely in simulations of earthquake phenomena, have been successful in
reproducing many of the observed features of earthquakes [10, 11, 12, 13, 14]. One commonly
used RS formulation with a single state variable takes the form:

µk = µ0 + a ln(
v

v∗
) + b ln(

v∗θ

Dc

), θ̇ = 1− vθ

Dc

, (2)

where µk is the coefficient of friction, v is the sliding velocity, a, b, v∗, µ0, and Dc are constants,
and θ is an internal variable with dimensions of time. The second equation is an evolution
law for θ. At steady state, θ̇ = 0, θss(v) = Dc/v. Using this, the steady state friction
coefficient is given by:

µss(v) = µ0 + (a− b) ln(
v

v∗
). (3)

If a− b > 0, the steady-state friction coefficient increases with increasing sliding speed and if
a−b < 0, the steady-state friction coefficient decreases with increasing sliding speed. The two
cases are known as velocity strengthening and velocity weakening respectively. The steady-
state velocity dependence has implications for sliding stability, a requirement for stick-slip
being a − b < 0 [9, 15]. For more details on experimental results on static/sliding friction
and the rate-and-state laws, see [6, 8, 9, 15, 7] and references therein.

The goal of our work is to understand the microscopic origin of these observations. As
already mentioned, most surfaces have roughness features at many length-scales and the
macroscopic friction behavior is a result of the statistical averaging of the microscopic be-
havior of contacts along with the interactions between them. We would like to understand
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what features that are absent at the microscopic scale emerge at the macroscopic scale as a
result of collective behavior, which factors at the microscale survive to influence the macro-
scopic behavior, and which ones are lost in the averaging process. Further, we want to
understand which microscopic factors underlie a particular aspect of macroscopic friction,
for example the timescale of static friction growth.

To bridge the micro and macro scales, the smallest relevant length-scales must be re-
solved while, at the same time, the system must be large enough to be representative of a
macroscopic body. A numerical method like the Finite Element Method, though useful to
study the stress distribution at contacts, plasticity and such, results in a large number of
degrees of freedom [16, 17] and can be intractable during sliding of surfaces. To overcome
this, boundary-element-like methods have been proposed in the literature and many aspects
of rough surface contact have been studied using these methods [18, 19, 20, 21, 22, 23, 24].
As far as we know, time-dependent behavior and sliding of rough surfaces have not been
studied, and this is the main focus here.

Our prior work [1] considered the collective behavior of an ensemble of independent
viscoelastic elements in contact with a rough rigid surface and interacting through a mean
field. We showed that the model reproduces the qualitative features of static and sliding
friction evolution seen in experiments. We also showed that the macroscopic behavior can be
different from the microscopic one; for example, even if each contact is velocity-strengthening,
the macroscopic system can be velocity-weakening. However, that model neglected a number
of potentially important features of the problem, such as the elastic interactions between
contacts, spatial correlation of surface roughness, and viscoplasticity of contacts.

Here, we build on our previous work and model the contact between two rough surfaces
as that between a regular array of discrete deformable elements attached to a elastic block
and a rigid rough surface. The deformable elements are viscoelastic/viscoplastic with a range
of relaxation times. Further, the interactions between contacts response is taken to be long-
range – the length change of any element depends on the force acting on all other elements
– consistent with the Boussinesq response of a semi-infinite solid.

Our numerical model combines and builds on features from previous theoretical mod-
els that have been proposed to connect the asperity scale to the experimentally observed
features of the macroscopic frictional behavior. One class of such models expands the clas-
sical formulation of Bowden and Tabor [3] and links the macroscopic shear response to the
velocity-dependent shear resistance of the individual contacting asperities multiplied by the
evolving total contact area [25, 26, 7, 27, 28, 29]. We use these ideas to compute the shear
resistance in our models. Hence, in this work, the evolving asperity population affects the
friction only through the evolution of the total contact area. An important difference of our
model from the previous theoretical works is that our numerical model can study the depen-
dence of the area evolution on the following factors: (i) different constitutive assumptions
about the deforming asperities, (ii) long-range elastic interactions, and (iii) surface rough-
ness. The presence of realistic surface roughness, in particular, links our model to another
class of theoretical models [30, 31, 32], in which the nature of the surface roughness and the
collective behavior of asperities becomes paramount in explaining the macroscale properties.
The numerical framework presented in this study can be used to explore other assumptions
about the local shear resistance, in which different asperities have different shear strength
that depends on their individual characteristics, and hence surface roughness may play a
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Figure 1: Contact of two surfaces, one of the surfaces is approximated by a set of discrete
elements, the other surface is assumed to be rigid. The only degree of freedom of the elements
is normal to the interface.

dominating role, as discussed in the section on conclusions.
We describe the model, as well as the numerical method used to solve the resulting

equations, in Section 2. We validate the model in Section 3, and then study static contact
in Section 4 and sliding contact in Section 5. We conclude in Section 6 with a summary of
our main findings and some discussion of open issues.

2 Model

2.1 Setting

The contact between two rough surfaces is dominated by the interaction between a small
number of asperities on the two surfaces. We model one of these surfaces as a collection of a
regular array of discrete deformable elements attached to a rigid block while we model the
other as a rigid rough surface (Figure 1). Contact is determined by the interaction between
a small number of discrete elements with peaks on the rigid surface, thereby mimicking
the interaction between asperities. We denote the relaxed (or stress-free) length of the ith

element by z0
i and its reference lateral position by (x0

i , y
0
i ). The height of the rough surface

at the position (x, y) is h(x, y).
The kinematic state of the system is described by two macroscopic variables – the dilata-

tion or nominal separation d between the two surfaces and the relative lateral distance x̄ of
one surface relative to the other (or equivalently the distance of sliding) – and N microscopic
variables ui describing the change in lengths of the elements from its original length (so that
the total length of the element is z0

i + ui). At any given dilatation d and lateral position x̄,
the distance between the ith element and the rough surface is

di = d− z0
i − ui − h(x0

i + x̄, y0
i ). (4)

We require di ≥ 0 to represent the non-interpenetrability of matter. Further, di = 0 signifies
the contact of the ith element with the rough surface.

Corresponding to the kinematic variables, we have two macroscopic forces – the macro-
scopic normal force FN and the macroscopic shear force FS – as well as N microscopic normal
forces Fi and N microscopic shear strengths Si. In this work, we assume that adhesion is
negligible and hence the force on the ith element is always compressive: Fi ≤ 0.
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Figure 2: (a) Rough surface with a Gaussian distribution of heights and a Gaussian auto-
correlation (vertical features magnified). Statistical properties of the generated surfaces: (b)
probability density (Gaussian) of heights, and (c) Gaussian spatial correlation.

We postulate time-dependent constitutive relations at the microscopic scale – one between
the length change ui and force Fi of each element, and another for the microscopic strength
Si. We then study the equilibrium of the system (FN =

∑
Fi, FS =

∑
Si) to infer the

macroscopic contact and friction laws.

2.2 Rough surface

Rough surfaces have been characterized as a stochastic process [33, 34, 35] and this charac-
terization has been used extensively in exploring various aspects of contact between surfaces
[31, 36, 37]. The stochastic process is specified by two functions, a probability distribution
of heights which describes features normal to the interface and an autocorrelation function
which is related to how the vertical features vary along the interface. For many surfaces, the
probability distribution of heights is Gaussian,

P (h) =
1

σ
√

2π
e−h

2/(2σ2),

where h is the height of a surface from the mean, P (h) is the probability density, and σ is
the root mean square roughness [38]. The autocorrelation is found to decay exponentially or
as a Gaussian [38, 39]. In this study, we consider surfaces with a Gaussian autocorrelation:

R(δx, δy) = 〈h(x, y)h(x+ δx, y + δy)〉 = σ2e−(δ2x/β
2
x+δ2y/β

2
y),

where R is the autocorrelation function, βx, βy are the correlation lengths along x and y
directions, and 〈 〉 denotes expectation with respect to the probability distribution.

Rough surfaces with these statistical properties are created by generating a set of inde-
pendent Gaussian random numbers and using a linear filter [40]. The weights of the linear
filter are determined from the autocorrelation. The heights of the resulting rough surfaces
are known only at discrete locations and are interpolated using a cubic spline for intermedi-
ate values. A typical realization of such a surface, its probability distribution of heights and
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autocorrelation are shown in Figure 2. The generated surface shows a good match with the
prescribed properties.

Since we are interested in two rough surfaces, we need to use two stochastic processes,
one for the rigid rough surface h(x, y) and one for the elements z0

i . However, in this work,
we take all the elements to have the same stress-free heights z0

i = 0. We can see from (4)
that this does not pose a loss of generality when we are in static contact (x̄ = 0) since we
may redefine z0

i + h(xi, yi) to be a random variable as long as we understand the statistics
to be the joint statistics of the two surfaces. However, this is a non-trivial assumption in the
case of sliding contact, especially in the case of viscoplastic interactions.

In what follows, we non-dimensionalize the equations. In part, we introduce a character-
istic length L∗ and set h̄ = h/L∗, σ̄ = σ/L∗, etc. Since the characteristic root-mean-square
roughness (σ) of most experimental surfaces is of the order of 1 µm [38], we take L∗ = 1 µm.

2.3 Constitutive relation for the deformation of the elements

In this work, we consider three different kinds of constitutive relations for the deformation
of the elements. The first two are viscoelastic and the third is viscoplastic. We note that, in
the viscoelastic models, the change in length ui eventually (exponentially in time) returns
to zero when the force is released.

2.3.1 Viscoelastic element without elastic interactions

Here we assume that the length change ui of element i depends only on its force history
and is governed by a finite number NT of relaxation times. Therefore, given a force history
Fi(t) ≤ 0,

ui(t) = C0

[
Fi(t) +

∫ t

0

NT∑

k=1

Ake
−λk(t−τ)Fi(τ) dτ

]
(5)

where C0 is the elastic compliance of the elements and Ak is the amplitude of the viscoelastic
effect associated with the kth relaxation rate λk. Most of our examples use a single relaxation
rate (NT = 1).

It is convenient to non-dimensionalize the equations. We use L∗, T ∗, F ∗ to nondimen-
sionalize length, time and force and set

ū =
u

L∗
, t̄ =

t

T ∗
, τ̄ =

τ

T ∗
, F̄ =

F

F ∗
, Āk = AkT

∗, λ̄k = λkT
∗, C̄0 =

C0F ∗

L∗
, . . .

(6)
Substituting these into (5), the equation remains unchanged except all terms are non-
dimensional (replace unbarred symbols with barred ones).

To understand this constitutive equation, assume that we have a single relaxation rate
λ̄. Consider a force F̄j(t̄) = F̄ 0

j H(t̄), where H(t̄) is the Heaviside function. For t̄ > 0,

ūi(t̄) = C̄0

[
1 +

Ā

λ̄

(
1− e−λ̄t̄

)]
F̄ 0
j .

6
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If t̄� 1/λ̄,
ūi(t̄) ≈ C̄0F̄

0
j ,

and for t̄� 1/λ̄,
ūi(t̄) ≈ C̄0(1 + Ā/λ̄)F̄ 0

j .

Thus, the instantaneous compliance of the system is C̄0, the steady-state compliance is
(1 + Ā/λ̄)C̄0, and the length change reaches steady state at the decay rate λ̄.

Since the typical timescale of static friction growth in rocks is of the order of seconds [6],
we take T ∗ = 1 sec. As before, we take L∗ = 1 µm.

2.3.2 Viscoelastic element with Boussinesq interaction

Here, the length change ui of element i depends not only on force history of that element, but
also on the force history of all the other elements. As before, we assume that the viscoelastic
response is governed by a finite number NT of relaxation times. However, the interaction
between elements i and j, for i 6= j, depends on the distance rij between the elements.
Specifically, we assume that given a force history Fi(t) ≤ 0,

ui(t) =
1− ν
2πG

[
3.8

∆

(
Fi(t) +

∫ t

0

NT∑

k=1

Ake
−λk(t−τ)Fi(τ)dτ

)

+
∑

j 6=i

1

rij

(
Fj(t) +

∫ t

0

NT∑

k=1

Ake
−λk(t−τ)Fj(τ)dτ

)]
.

(7)

where G is the shear modulus and ν the Poisson’s ratio of the medium, ∆ is the distance
between neighboring elements and Ak is the amplitude of the viscoelastic effect associated
with the kth relaxation rate λk. Most of our examples use a single relaxation rate.

The constitutive relation above is motivated by the Boussinesq solution that describes
the normal displacement u(r) at position r on the surface of a homogeneous elastic half-space
due to an applied normal force F at the origin (e.g. [41]):

u(r) =
1− ν
2πG

F

r
.

This equation, the superposition principle and the viscoelastic correspondence principle mo-
tivate the form of (7) when i 6= j. Note that the expression becomes singular when i = j
since r = 0. However, this singularity is regularized if the point force is replaced by a uniform
pressure over an area. Therefore we assume that Fi is uniformly distributed over a square
area of side-length ∆ (the distance between the elements). The first term (with the factor
3.8) is obtained using a solution by Love [42] and the viscoelastic correspondence principle.

We non-dimensionalize the equations according to (6) and r̄ij = rij/L
∗, ∆̄ = ∆/L∗. As

mentioned before, we take L∗ = 1 µm. We assume T ∗ = 1 s and set F ∗ = 2πGL∗2

1−ν so that our
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constitutive relation is

ūi(t) =
3.8

∆̄

(
F̄i(t̄) +

∫ t̄

0

NT∑

k=1

Āke
−λ̄k(t̄−τ̄)F̄i(τ̄)dτ̄

)

+
∑

j 6=i

1

r̄ij

(
F̄j(t̄) +

∫ t̄

0

NT∑

k=1

Āke
−λ̄k(t̄−τ̄)F̄j(τ̄)dτ̄

)
.

(8)

By considering a situation with one relaxation time and applying a step load, we can
see that the instantaneous and steady-state compliance of the system are 3.8/∆̄ and 3.8(1 +
Ā/λ̄)/∆̄ respectively when i = j and 1/r̄ij and (1 + Ā/λ̄)/r̄ij respectively when i 6= j.

2.3.3 Elastic/viscoplastic element

Here we assume that the element can undergo permanent deformation through viscoplastic
creep. We specify this constitutive relation directly in non-dimensional quantities. First, the
total length change is split into elastic (recoverable) and plastic (permanent) parts:

ūi = ūei + ūpi (9)

where ūi, ū
e
i , ū

p
i are the total, elastic, and plastic length changes, respectively, of the ith

element.
The elastic length change is linearly related to the force, and we take this to be nonlocal:

ūei =
∑

i,j

C̄ijF̄j (10)

where C̄ij is the compliance and it is taken to be the elastic part of (8).
The evolution of the plastic deformation is local, and it is given by a power-law creep

where the rate of change of the plastic length change depends on the current force and the
history of the plastic deformation

˙̄upi = Ācr(|F̄i|/F̄ y
i )n sign(F̄i), (11)

where F̄ y
i , Ācr, n are the yield force, the creep rate, and the creep exponent, respectively.

Ācr and n are material constants. The yield force F̄ y
i of the ith element evolves with the

deformation according to the following hardening law:

˙̄uacci = | ˙̄up|, F̄ y
i = F̄ 0

y (1 + B̄ūacci )m, (12)

where ūacci , F̄ 0
y , B̄,m are the accumulated plastic length change in the ith element, the initial

yield stress, the hardening rate and the hardening exponent, respectively. The last three are
material parameters.
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2.4 Calculation of macroscopic friction coefficient

The friction coefficient is given by the ratio of the macroscopic shear strength F̄S to the
normal force F̄N :

µ =
F̄S
F̄N

, (13)

where F̄S =
∑

i S̄i and S̄i is the shear force on element i. We assume that the shear force
that any element in contact with the rough surface can sustain depends on the shear strength
of the material1. Therefore, for an element in contact,

S̄i =

{
τ̄SĀi v̄ = 0

(τ̄S + α log(v̄)) Āi else
(14)

where τ̄S is the (non-dimensional) shear strength of the material, Āi is area of element i, α
is the velocity-hardening coefficient, and v̄ is the sliding velocity. Importantly, we assume
that the microscopic shear force is independent of the microscopic normal force as long as
the element is in contact. If the surfaces are in static contact, the shear strength is τ̄S. If
the surfaces are sliding at a relative speed v̄, the asperities in contact are sheared at a strain
rate proportional to the sliding speed, and if the shear resistance depends on the strain rate,
then the local friction law will be velocity-dependent. Taking cue from experimental results,
we assume this velocity dependence to be logarithmic. A theoretical justification for the
logarithmic dependence has been proposed by Rice et al. [43].

Summing equation (14) over all elements in contact,

F̄S =

{
τ̄SĀ v̄ = 0,

(τ̄S + α log(v̄)) Ā else,
(15)

where the total contact area Ā is given by the sum of all elements in contact.

2.5 Simulation of evolving contacts

Now that we have the rough surfaces and the constitutive equations for the elements, let
us look at the simulation of static/sliding contact. Consider two rough surfaces in contact
under a given macroscopic normal force F̄N and sliding at a velocity v relative to each other
(v = 0 for static contact). We seek to use the model above to determine the time-evolution
of the macroscopic shear force F̄S and the macroscopic dilatation d̄. We are also interested
in the statistical features of the contact.

1Note that we neglect that contribution of the viscoelastic elements to the frictional shear force. The
reason is that the rate of viscoelastic energy loss is negligible compared to the rate of total energy loss due
to friction. We can estimate the rate of viscoelastic energy loss in a single element as Fiu̇ where u̇ is a
characteristic velocity which we can estimate to be σ/T0 where σ is the standard deviation in height and T0
is the characteristic relaxation time. It follows that the total rate of viscoelastic dissipation is FNσ/T0 where
FN is the total normal force. The rate of total energy loss due to friction is µFNv where µ is the coefficient
of friction and v is the sliding velocity. So the ratio of the rate of viscoelastic energy loss to the rate of total
energy loss is given by the nondimensional ratio σ

T0µv
. For typical number, σ = 1µm, T0 = 1 sec, µ = O(1),

v = 1mm/s, we conclude that this nondimensional ratio is O(10−3) thereby justifying our choice.

9
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We assume that we know the prior history of all microscopic variables up to some time
which we set as t̄ = 0. We now solve for the microscopic variables ūi(t̄), F̄i(t̄) and the
macroscopic variable d̄(t̄) satisfying the appropriate constitutive relation (CR) in Section 2.3
subject to the constraints

d̄i(t̄)F̄i(t̄) = 0, d̄i(t̄) ≥ 0, F̄i(t̄) ≤ 0; (16)

F̄N(t̄) =
∑

i F̄i(t̄) (17)

where di is given by (4) with x̄(t) = v̄t̄.
We implement the model numerically by discretizing the constitutive relations using

a first-order Euler method and applying an iterative approach as described in detail in
Algorithm 1. Note that (CR) refers to the appropriate constitutive relation of the element.

Algorithm 1: Algorithm to simulate contact under a given global normal force.

Given F̄N , v̄, constitutive relation for each element denoted by (CR) below
Given history ūi(τ̄), F̄i(τ̄), d̄(τ̄) for τ̄ ≤ t̄
repeat Take a time step t̄→ t̄+ ∆t̄

Assume the set of elements in contact Ic does not change in the time-step ∆t̄.

Guess two dilatation rates ˙̄d1 and ˙̄d2. One of these can be dilatation rate of the
previous time-step. Compute two dilatation guesses d̄1(t̄+ ∆t̄) and d̄2(t̄+ ∆t̄). We
will use a secant root-finding method to find the new dilatation that conserves the
total normal force.
repeat

For each rate
for i = 1, . . . , N do

if i ∈ Ic then
set d̄i(τ̄) = 0 for τ̄ ∈ (t̄, t̄+ ∆t̄) and use (CR) to compute F̄i(t̄+ ∆t̄)

else
set F̄i(τ̄) = 0 for τ̄ ∈ (t̄, t̄+ ∆t̄) and use (CR) to compute ūi(t̄+ ∆t̄)

Compute the total force
∑

i F̄i(t̄+ ∆t̄) at the two rates. Call these F̄ 1
N , F̄

2
N .

Use the secant root-finding method with the new dilatation rate guess
˙̄dnew = ˙̄d1 + ( ˙̄d2 − ˙̄d1)(F̄N − F̄ 1

N)/(F̄ 2
N − F̄ 1

N)
until

∑
F̄i(t̄+ ∆t̄) = F̄N ;

Use (15) to compute F̄S(t̄+ ∆t̄) =
∑
Si(t̄+ ∆t̄), i = 1, . . . , N

for i = 1, . . . , N do
if F̄i > 0 then

set F̄i = 0, remove i from Ic (loss of contact)

if d̄i < 0 then
set d̄i = 0, add i from Ic (contact formed)

Note Ic, {ui}, {F̄i}, d̄, at t̄+ ∆t̄
Compute µ(t̄+ ∆t̄) from (13)

until t̄ = T̄ ;
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Parameter Value
System size 512 µm by 512 µm

No-interaction elastic compliance C̄0 16 (Section 2.3.1)
Shear modulus G 30 GPa
Poisson ratio ν 0.25
Rough surfaces Flat deformable against rough rigid

Probability distribution of heights Gaussian
Rms-roughness σ 1 µm

Autocorrelation of heights Gaussian
Correlation lengths βx, βy 10 µm
Viscoelasticity parameters λ̄ = 1, Ā = 0.2

Viscoplasticity parameters
n = 3, Ācr = 10−4

F̄ 0
y = 0.016, B̄ = 0,m = 1 (Section 2.3.3)

Static shear strength τS 2.5 GPa (Equation 14)
Velocity-hardening parameter α 0.0002 (Equation 14)

Table 1: Parameters used in our simulations.

2.5.1 Computational memory and complexity considerations

In the Boussinesq interaction case, because the deformation due to a point force decays only
as 1/r, the compliance matrix Cij is dense and for a large system, storing the matrix entries
leads to large memory requirements. We circumvent this challenge by computing the matrix-
vector product CijFj in a matrix-free way and using an iterative solver (GMRES) [44] when
a linear system needs to be solved. Because of the 1/r decay, a brute force computation of
the interactions would involve O(N2) operations where N is the number of elements, and this
can be prohibitively expensive for large systems. Two things come to our rescue here. First,
for rough surfaces, the actual area of contact is only a small fraction of the nominal area; so,
at any instant of time, the forces are nonzero for only a small fraction of the elements and
only these elements need to be considered in computing the displacements. Second, the 1/r
interactions can be computed to within prescribed error tolerance in O(N log(N)) operations
using the Fast Multipole Method (FMM) [45, 46]. In all results presented here, we use an
FMM method of order 5 since which we found to be sufficient by comparison with a brute
force calculation.

2.6 Parameters used in simulations

Unless mentioned otherwise, the parameters used in our simulations are listed in Table 1.
G, ν values are typical for rocks. The shear strength τS of a contact can be a significant
fraction of the shear modulus [43, 47], here we use τS = 2.5 GPa. F̄ 0

y = 0.016 corresponds
to a yields stress of 4 GPa. We choose C̄0 = 16 since this gives us true contact areas of the
order of 1% of nominal areas, similar to experimental observations.

The main parameters that vary in the following simulations are the material behavior
(viscoelastic parameters λ̄, Ā and the viscoplasticity parameters in Table 1), the constitutive
response (with or without long-range elastic interactions), and the sliding velocity v̄. All our
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simulations use the same rough surface.

3 Validation using Hertzian contact

To validate our formulation, we simulate the Hertzian contact of a homogenous linear-elastic
sphere of radius 1 with a rigid flat surface. The geometry of the sphere is simulated using
the undeformed lengths of the elements. The two surfaces are initially apart, and the force
and length changes of all the elements are initialized to zero. The surfaces are then brought
into contact by decreasing the dilatation. The evolution of the length changes and forces of
the elements is computed using an algorithm similar to Algorithm 1 but with the dilatation
prescribed.

In the case with Boussinesq interaction, there is an excellent match between the numer-
ical and analytical solutions (Figure 3). The elastic constants used in the analytical and
numerical solutions are the same and no other parameters are used in obtaining the numer-
ical results. For the case with no elastic interaction, C̄0 is chosen to make the force at the
final indentation match the analytical solution. However, we find that the scaling of the
force and area deviates from the Hertzian solution in this case.

4 Static contact

We start by considering the static contact of rough surfaces. The surfaces, initially apart,
are loaded “instantaneously” to a nominal pressure of 100 MPa. The system is then evolved
keeping the global normal force constant. The evolution of the forces, length changes of the
elements, and contact area is computed. Let us first look at the viscoelastic case.

4.1 Evolution of contact and force distribution

After the initial compression, the forces at the contacts start relaxing because of the vis-
coelastic behavior. To keep the global normal force constant, more contacts are formed and
the contact area increases. As in experiments [7], existing contacts grow with time, some
contacts coalesce, and some new ones are formed (Figure 4).

As contact forces relax and contact area increases, the force distribution spreads and the
force per unit contact area decreases (Figure 4c). The first moment of the force distribution,
which is the total normal force, is the same for initial and final states, by the design of the
numerical experiment. The zeroth moment (area under the curve), which is the total contact
area, is larger at the final state.

Even though the total contact area increases, the average contact radius, calculated as√
Contact area/(π × Number of contacts), remains nearly constant (Figure 4d). This is be-

cause, as the contact area increases, the number of contacts also increases keeping the average
contact radius approximately constant. A similar observation was made by Greenwood and
Williamson in their statistical model of elastic contacts [31] and in experiments [7].

12
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Figure 3: Comparison of analytical and numerical solutions for contact of a linear-elastic
sphere against a rigid flat: (left column) with Boussinesq interaction, (right column) with
no elastic interaction. Lines of different colors correspond to different discretization sizes ∆,
the distance between the elements.

13



ACCEPTED MANUSCRIPT

ACCEPTED M
ANUSCRIP

T

(a)

1 second

100 seconds

10,000 seconds

Elapsed Time

50 µm

b

2.5 MPa

5.0 MPa

10.0 MPa

20.0 MPa

Applied Normal Stress

50 µm

a

294                                        James H. Dieterich and Brian D. Kilgore                           PAGEOPH,

(b)

-0.12 -0.1 -0.08 -0.06 -0.04 -0.02 0
Force

0

0.1

0.2

0.3

0.4

0.5

0.6

0.7

0.8

0.9

P
ro

b
ab

il
it
y

d
en

si
ty Initial

Final

(c)

log(Time)
0 0.2 0.4 0.6 0.8 1

C
on

ta
ct

ra
d
iu

s

0

1

2

3

4

5

Mean contact radius
Standard deviation

(d)

Figure 4: Evolution of contacts, in (a) our simulations and (b) experiments [7], during a
static contact test. In (a), contacts at t̄ = 0 are in red, t̄ = 10 are in yellow, and t̄ = 100 are
in cyan. Existing contacts grow, some coalesce, and some new contacts are formed. Panel
(b) is reproduced with permission from [7]. (c) Distribution of contact forces at the initial
and final states. Initially, the area of contact is lower but the average force on a contact is
higher. With time, as the forces relax, the number of contacts increases but the average force
per contact decreases. (d) Evolution of the average contact size with time (the mean and
standard deviation are computed across 15 realizations of the rough surface). Even though
the total contact area increases, the average contact size does not change significantly.
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Figure 5: Evolution of (a) dilatation and (b) contact-area/friction-coefficient with the time of
contact. Because of viscoelastic relaxation, the surfaces move closer and the area of contact
increases with time. The timescale and the magnitude of evolution are unchanged by the
presence of long-range Boussinesq interactions. (c) Evolution of friction coefficient for three
different combinations of viscoelastic parameters. The timescale of evolution is determined
by λ̄ and the difference between initial and final states is determined by the ratio Ā/λ̄. For
some duration, the growth is logarithmic in time and saturates to a steady state at long
times. (d) Evolution of friction coefficient in experiments of Richardson et al. (reproduced
with permission from [48]) showing similar behavior.
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Figure 6: Evolution of friction coefficient during static contact for a material with four
viscoelastic timescales. The region of logarithmic growth lasts over 4 decades, as seen in
experiments on rocks.

4.2 Increase of contact area and friction with time

As the individual contact forces relax, dilatation decreases (the surfaces move closer to each
other) and the contact area increases (Figure 5a). Consequently, the static friction coefficient
always increases with time (Figure 5b) and this has been universally observed in experiments
[4, 5, 48]. In Figure 5b, there is a logarithmic growth phase that lasts about 3 decades in
time. If we have only one relaxation time, then saturation time is inversely proportional
to λ as can be seen by from the constitutive equations (5) and (7). If {u(t, λ), F (t, λ)} is
a solution, then so is {u(nt, λ/n), F (nt, λ/n)}. In some materials like mild steel, a similar
duration of static friction growth with saturation at small and long times is observed [48], as
shown in Figure 5d. Thus, our results are consistent with these experimental observations.

In experiments on rocks, the logarithmic growth persists throughout the duration of the
experiments, some of which have lasted up to six decades in time [5, 6]. We find that there
are two possible reasons.

Multiple relaxation times lead to an extended period of increase. The simulations
above considered a constitutive relation with a single relaxation time. However, common
materials have multiple relaxation times. Longer timescales of relaxation lead to longer times
of growth in contact area and hence friction. To study the dependence of friction evolution
of the viscoelastic properties, we perform static contact simulations for three different combi-
nations of the parameters λ̄ and Ā (Figure 5c). The blue and green curves (both have λ̄ = 1)
reach steady state at about the same time but the magnitude of the change in friction is
different. The blue and red curves have different λ̄ and thus reach steady state at different
times. However, they have the same Ā/λ̄ and thus the steady-state friction coefficient is the
same. This tells us that the timescale of evolution of area and friction is determined by λ̄
while the steady state stiffness (and the magnitude of the difference between the initial and
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Figure 7: Evolution of contact area and static friction coefficient with time for a viscoplastic
material. µs grows logarithmically with time with no signs of saturation, as seen in many
experiments.

final states) is determined by the ratio Ā/λ̄. The initial value of friction is determined by
the instantaneous stiffness of the system (stiffness corresponding to fast loading rates) and
is hence independent of the viscoelastic properties. If we thus have a material with multiple
relaxation times, the growth in friction will persist over times corresponding to the longest
relaxation time. This is confirmed in Figure 6 where the material has four viscoelastic re-
laxation timescales (NT = 4, λ̄k = 1, 0.1, 0.01, 0.001, Āk = 0.05, 0.005, 0.0005, 0.00005). The
linear growth regime of friction now extends over four decades in time.

Viscoplasticity also leads to continued increase. We now repeat the simulations
assuming the viscoplastic constitutive relation (Section 2.3.3). As in the viscoelastic case,
the area of contact and thus µs increase with the time of contact and, after an initial phase,
grows logarithmically with time (Figure 7). In the viscoelastic case, the growth saturates
after about 3 decades. However, here the growth seems to continue indefinitely and shows no
signs of saturation. This is expected from the viscoplastic model without hardening, since
the contacts continue to creep under any nonzero force. Figure 7 also shows the dependence
of the friction evolution on the creep rate Ācr. Larger creep rates lead to a faster and larger
growth in µs (also see [25]).

Elastic interactions do not change qualitative behavior. We find that that static
friction evolution with and without long-range elastic interactions is qualitatively the same
(Figures 5b and 6). The elastic interactions do not affect either the duration or the magnitude
of friction growth.
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Figure 8: Dependence of friction coefficient on normal pressure for three system sizes. The
mean and the standard deviation for 15 realizations is shown. Considering the mean and
the standard deviation, the friction coefficient is independent of both the system size and
the applied nominal pressure.

4.3 Friction coefficient is nearly independent of the normal force

The friction coefficient is known to be independent of the normal force for macroscopic rough
surfaces (Amontons law). In the Bowden and Tabor model, this is explained by the plasticity
of contacts [3], whereas in the Greenwood-Williamson (GW) model, this is a result of the
statistics of the rough surface [31]. The GW model ignores interactions between contacts
which might be important. Our simulations suggest that both with and without elastic
interactions, the friction coefficient is nearly independent of the applied normal pressure
(Figure 8).

5 Sliding contact

Let us move on to the sliding contact of rough surfaces. The results presented here are for
a 512 × 512 deformable rough surface sliding on a larger 512 × 1024 rigid flat surface. We
conduct two kinds of numerical experiments. First, to study sliding at a given sustained
velocity v̄, we compress two rough surfaces to a nominal pressure of 100 MPa and, starting
at the same initial state, slide at v̄ until the contact area and macroscopic friction reach
steady state (sections 5.1-5.3). Note that the correlation length for our rough surface is of
the order of 10, and thus we achieve steady state when we slide over distances of a few times
the correlation length. Then, we conduct velocity jump experiments (sections 5.4-5.6).

5.1 Evolution of contacts

As a deformable element slides on the rigid rough surface, its length and normal force evolve
depending on the surface profile it encounters, as well on the long-range interactions with
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Figure 9: Evolution of a single element as it slides along a rough surface in a simulation with
viscoelastic properties and long-range interactions. The element is initially out of contact
and the force is zero. As it slides, it repeatedly comes into and goes out of contact with
the rigid surface and correspondingly, the force on it also evolves. The element also gets
perturbed by the overall dilatation of the sliding surface.

other elements. The evolution of a typical element during sliding is shown in Figure 9. The
element repeatedly comes into and goes out of contact with the surface. When not in contact,
its normal force is zero, and the change in its length depends on its viscoelastic relaxation
as well as on the evolution of the global dilatation of the surface, to keep the global normal
force constant. For example, the wiggles of the element height in the region marked as 1
are from the variations in the global dilatation (to keep the normal force constant). In the
region marked 2, the element height rapidly increases, because of a rapid change in the global
dilatation.

As the deformable surface slides on the rigid rough one, the elements and their forces
evolve as an ensemble (Figure 10). Contacts form, some of them grow, while others dwindle.
With continuing slip, eventually all of them go out of existence, replaced by others.

5.2 Distribution of forces

For a given total normal force FN , the distribution of the normal forces on the elements
depends on the sliding speed. At higher sliding speeds, for the same global normal force,
fewer sliders need to be in contact since the normal force on each of the ones in contact is
higher on average (because of the rate-dependent viscoelastic behavior). This can be seen
in Figure 11 which shows force distribution at steady state at different sliding speeds. The
area under the curve, which represents the fraction of sliders in contact, is smaller at higher
speeds. However, the first moment of the force distribution, which is the total normal force
is the same for the different velocities, by the design of the numerical experiments.
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Figure 10: Evolution of forces on a subset of the elements of the surface during sliding. The
subset of elements considered in (c) is marked by a red box in (a). (b) shows the forces in
(a) on a logarithmic scale (to better display the smaller forces not evident in (a)). The color
in (a) and (c) indicates the nondimensionalized normal force on each element. The time
interval between the snapshots in (c) is ∆t̄ = 1 and the sliding speed is v̄ = 5 (the surfaces
slide a distance of 5 between snapshots, the rms-roughness σ̄ = 1 and the correlation length
β̄ = 10.
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Figure 11: Force distribution at contacts at steady state at different sliding speeds. The
area under the curve is less than 1 since only a small percentage of the nominal area is in
contact.

5.3 Decreasing contact area with increasing velocity

With increasing slip velocity, the steady-state dilatation always increases and the total con-
tact area always decreases (Figure 12). The two timescales relevant to sliding contact are the
viscoelastic relaxation timescale (determined by λ̄) and the ratio of the correlation length to
the sliding speed, β̄/v̄.

Apart from the surface roughness, the steady-state contact area at a given velocity de-
pends on the viscoelastic properties. In static contact (section 4), the duration of friction
evolution is determined by λ̄ and the magnitude of the friction increase by Ā/λ̄ (Section
4.2). Instantaneous and steady-state behavior of the static contact is somewhat analogous
to sliding at very high and very low velocity. Thus, λ̄ is related to the range of slip velocities
at which the system is velocity-dependent and Ā/λ̄ is related to the magnitude of the sensi-
tivity. This is reflected in Figure 13a which shows the steady-state area as a function of the
sliding speed for four combinations of Ā, λ̄ and three values of Ā/λ̄ of 10, 1, and 0.1. Cases
with the same value of λ̄ but larger value of Ā/λ̄ have larger area changes over the velocity
range shown. The two cases with the same Ā/λ̄ = 1, but different relaxation times of λ̄ = 1
(blue line) and λ̄ = 0.1 (purple line), have similar area changes for a range of slip velocities
shifted by an order of magnitude; compare velocity ranges from 10 to 100 for λ̄ = 1 (blue
line) and from 1 to 10 for λ̄ = 0.1 (purple line).

The average contact size remains approximately independent slip velocity (Figure 13b).
With increasing velocity, the total contact area decreases but so do the number of contacts
and the average contact size remains approximately the same. This is similar as in static
contact where the average contact radius remains nearly constant with time under a constant
total normal force (Figure 4d).
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Figure 12: Evolution of (a) dilatation and (b) contact area starting from the same initial
state and sliding at different speeds. At higher sliding speeds, the average force on a contact
is higher and thus, to sustain the same global normal force, the dilatation is higher and the
total area of contact is smaller.

5.4 Comparison with experiments - velocity jump test

As in experiments, we perform velocity jump simulations. Two rough surfaces are brought
into contact to a total force equivalent to a pressure of 100 MPa. The surfaces are slid
at this constant normal force at velocity v̄ = 10 for the slip distance several times larger
than the correlation length, to establish steady-state sliding. The sliding velocity is then
instantaneously changed to v̄ = 1. Jumps to v̄ = 10 and v̄ = 1 are repeated. Since the
nondimensionalizing length and time scales are 1µm and 1 s, respectively, v̄ = 10 corresponds
to a sliding velocity of 10µm/s, a typical value in experiments [7].

The resulting evolution of the macroscopic friction coefficient contains the direct and
transient effects, as observed in experiments (Figure 14). The friction coefficient changes
instantaneously with the velocity jumps because of the velocity-strengthening term in local
shear resistance (14), and the change has the same sense as that of the velocity jump, i.e., the
friction coefficient increases (decreases) when the velocity increases (decreases). Following
the standard rate and state terminology, we call this jump the direct effect. The jump is
followed by an evolution towards a steady state, because of the evolution of the real contact
area. We call this evolution the transient. The transient changes the friction coefficient in the
direction opposite to the direct effect, since the contact area decreases for higher velocities,
as already discussed.

Even though the contact area always decreases with increasing sliding velocity, the steady-
state friction coefficient can either increase or decrease, depending on whether the direct
effect or the transient change dominates. If the transient is smaller than the direct effect, the
steady-state friction is higher for higher velocity, resulting in velocity strengthening behavior.
If the transient is larger than the direct effect, the steady-state value is lower for higher
velocity, producing velocity weakening behavior. The area evolution depends on both the
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Figure 13: (a) Steady state contact area at different sliding speeds for four combinations
of the viscoelastic parameters. The contact area always decreases with increasing speed.
The magnitude of change and the velocities where dArea/dVelocity is large depends on
the viscoelastic properties (see Section 5.3). (b) The average contact remains approximately
constant with velocity. This is similar to the static contact case where the average contact size
remained constant with time (Figure 4d). (c) and (d) show the contacts at steady state after
sliding the same distance for velocities v̄ = 1 and v̄ = 100 (for the case λ̄ = 0.1, Ā/λ̄ = 10).
At v̄ = 1, the total contact area is larger than that at v̄ = 100 but so are the number of
contacts and the average contact size remains approximately the same.
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sliding velocity and viscoelastic properties. For given viscoelastic properties and a single
relaxation timescale, the area evolution is largest for a certain range of velocities In part,
the velocity dependence can transition between strengthening and weakening for different
sliding velocities (Figure 14d). Such transitions have been observed in experiments as well
[49]. However, some materials have been shown to be consistently velocity-weakening or
velocity-strengthening for a wide range of sliding velocities. Such sustained behavior likely
results from multiple relaxation timescales in the viscoelastic response.

The qualitative aspects of the sliding friction remain unchanged when the elastic inter-
actions between elements are turned off. During sliding, the evolution of area and friction,
velocity strengthening and velocity weakening, are determined largely by the viscoelastic
properties and only quantitatively changed by the long-range elastic interactions.

5.5 Macroscopic direct effect vs. microscopic hardening assump-
tion

According to the assumed friction law (14) and the microscopic friction assumption (14), the
magnitude of the direct effect for a velocity jump from v̄old to v̄new is given by

∆µdirect =
α log(v̄new/v̄old)Ā(v̄old)

F̄N
.

Since Ā(v̄) decreases monotonically with increasing v̄, the magnitude of the direct effect also
decreases monotonically, for given v̄new/v̄old, if α is a constant. However, in experiments, it is
observed that the direct effect remains constant over a large range of velocities [50]. This is
possible only if the velocity-dependent term in the microscopic friction (14) increases faster
than log(v̄). Moreover, the faster increase should exactly compensate for the evolution in the
area, which is related to the viscoelastic properties. Note that this is a general observation
based only on the assumption that the total shear force is proportional to the real area of
contact, and it does not depend on any other particular features of our model.

5.6 Elasto/viscoplastic contacts

The qualitative features of the contact area and friction evolution described for the viscoelas-
tic contacts in sections hold true for an elastic/viscoplastic constitutive assumption for the
elements (Figure 15). As expected, the friction coefficient µk strongly depends on the creep
rate Acr. Larger creep rates lead to larger area changes, larger transients, and hence velocity
weakening, whereas smaller creep rates result in velocity-strengthening behavior. Note that
higher creep rates can be caused by higher temperatures [51]; however, higher temperatures
also result in higher values for the microscopic rate-hardening of the contact friction (larger
α in (14)), and the latter effect dominates at high enough temperatures in some materials
([52, 53, 54]).

One key difference between the viscoelastic and elasto/viscoplastic formulations is that, in
the elasto/viscoplastic case, there is permanent deformation. So, the surfaces permanently
change due to static or sliding contact. Figure 16 shows an example of the permanent
surface change due to slip, with several peaks flattened due to slip, in particular, the two
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Figure 14: Evolution of (a) friction coefficient and (b) contact area during velocity jump
tests with Boussinesq elastic interactions. Because of viscoelasticity, the average force on a
contact is higher at higher speeds, and thus for the same global normal force, contact area
is smaller at higher speeds. With a jump in sliding speed, µk changes instantaneously and
this is followed by an evolution to a steady state. Depending on the material parameters,
the steady state value can increase or decrease with increasing sliding speed. The two cases
correspond to velocity strengthening (blue - λ̄ = 1, Ā = 1 ) and velocity weakening (red -
λ̄ = 1, Ā = 10 ) respectively. (c) Evolution of contact area and friction during a velocity jump
test (reproduced with permission from Dieterich [7]). (d) Steady state friction coefficient at
different sliding speeds for four combinations of the viscoelastic parameters. The contact
area always decreases with increasing speed but the friction coefficient might increase or
decrease depending on whether the direct effect or the transient effect dominates. Evolution
with no elastic interactions (e) and (f) is qualitatively similar to (a) and (b).
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creep rates lead to steady-state velocity-weakening friction while smaller creep rates result
in steady-state velocity-strengthening behavior.

peaks marked with circles. The distribution of the plastic length change over the surface
and a profile through the surface further illustrate the point.

This permanent change of the surface leads to history dependence and potentially carries
a signature of the sliding direction. This is shown in Figure 17. One surface is slid over
another for a certain distance and then the direction of sliding is reversed. We see that
the dilatation decreases and the coefficient of friction increases on reversal. The deformable
elements that pass over the highest peaks of the rigid surface get permanently deformed
during forward motion and thus move closer and have higher contact area with the peaks on
reverse motion.

6 Conclusion

We have developed a numerical framework to study the time- and velocity-dependent be-
havior of viscoelastic and elasto/viscoplastic rough surfaces in static and sliding contact,
including the long-range elastic interactions between contacts. We prescribe the material
and surface properties at the microscale and infer the macroscopic friction behavior. We
find that this framework reproduces main qualitative features of experimental observations.
Further, our framework is able to identify which factors conceptually influence the macro-
scopic behavior and which ones are lost in the averaging process. Surprisingly, we find
that, in both static and sliding contact in our models, long-range elastic interactions do not
change the main qualitative aspects of macroscopic friction, although they are important
from a quantitative perspective.

In static contact, both viscoelastic and elasto/viscoplastic surfaces exhibit an increase
in static friction that is widely observed in experiments. In our models, this is achieved
through creep-induced contact area increases. For viscoelastic surfaces, the duration of
friction growth is determined by the viscoelastic relaxation times; multiple relaxation times
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(d) plastic length changes at the contacts.
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scales are needed to reproduce the sustained increase in static friction coefficient with the
logarithm of time observed in the laboratory experiments on some materials such as rocks
([5]). For viscoplastic surfaces, the growth persists without saturation, in the absence of
hardening. In both cases, the rate of growth can be related to the viscoelastic and viscoplastic
properties. Surface roughness plays an important role in determining the absolute contact
area and thus friction, but it does not change either the duration or the amount of the
friction increase during static contact.

During sliding with velocity jumps, both viscoelastic and elasto/viscoplastic surfaces
show the direct and transient effects as observed in the laboratory. The direct effect in our
models arises from the assumed velocity-strengthening shear strength of contacts. For an
abrupt velocity increase/decrease, the total contact area remains constant, but the shear
resistance abruptly increases/decreases. However, larger sliding velocities correspond to
smaller steady-state contact areas, because the average normal force on a contact increases
with the sliding velocity. Hence, after a velocity jump, the contact area evolves, leading to
the transient effect. Depending on the amplitude of the direct effect and how the contact
area evolves for different material properties and sliding velocities, the steady-state friction
response can be velocity strengthening or velocity weakening. In our model, as in the previous
theoretical studies [28, 29], the evolution of the contact area provides the physical basis for
the state variable used in empirical rate-and-state models. An important difference between
viscoelastic and elasto/viscoplastic surfaces is that plasticity leads to permanent changes in
the surface profile.

To reproduce the more specific features encapsulated in the empirical rate-and-state for-
mulations (Equations 2-3), our model would require more involved constitutive models for
both the deforming elements and for the microscopic shear strength of contacts. In the vis-
coelastic models with a single relaxation time scale explored in this study, the area change
is substantial for a certain range of sliding velocities. As higher velocities are imposed, the
area change decreases and eventually disappears, effectively corresponding to parameter b
from the empirical rate-and-state laws (Equations 2-3) being a function of sliding veloc-
ity v. This leads to velocity-strengthening behavior at high enough sliding velocities, due
to the presence of the direct effect. Such transition to velocity-strengthening behavior at
higher velocities have been observed in some experiments ([49]), but many materials display
velocity-weakening friction over several orders of magnitude in sliding velocities, with the
transient effect being proportional to the logarithm of the velocity jump ([55]). We hy-
pothesize that such sustained velocity-weakening behavior can be achieved in our model by
including multiple shorter relaxation time scales.

Furthemore, the macroscopic direct effect in our model is not proportional to the loga-
rithm of the velocity jump, as observed in many experiments, but it is modulated by the
area changes with sliding velocity. In other words, our model results in parameter a of (2-3)
that depends on the contact area and hence a is also a function of v. Since the evolution
of the total contact area with sliding velocity is a robust feature of our model, this dis-
crepancy cannot be fixed by simply changing the constitutive properties of the elements,
e.g, adding additional relaxation time scales. Rather, this discrepancy signifies the need
to a more sophisticated shear strength assumption on the microscale, one that reflects the
assumed constitutive properties of the bulk material.

Our model assumes local shear resistance that does not depend on the individual con-
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ditions of the element in contact, and all elements are assumed to move with the same
macroscopic sliding velocity. Hence, the evolving asperity population affects the macro-
scopic friction only through the evolution of the total contact area. The developed numerical
framework can be used to study the consequences of relaxing this assumption. One idea that
can be explored in our framework is that the local shear resistance increases with the local
time in contact (or contact maturity), due to local processes allowing for better atomic scale
matching, desorption of trapped impurities, etc [43]. This would make the local shear resis-
tance depend not only on the sliding velocity but also on the (evolving) individual asperity
size, with larger asperities being stronger per unit area. Another possibility to explore is
that the local shear resistance depends on the local state of the element, e.g., its normal
force. In both cases, the evolution of macroscopic friction, and hence the effective state
variable, may no longer be primarily dependent on the evolution of the total contact area,
but additionally reflect the variation in the distribution of the contact sizes and forces. Such
a modification would enhance the importance of the surface roughness in controlling the
macroscopic friction behavior. In such models, the long-range elastic interactions may be-
come more conceptually important, since our simulations show that they significantly affect
the distribution of the contact forces and asperity sizes.

Finally, we use a Gaussian autocorrelation function, while natural surfaces are thought
to be fractal. We have done some preliminary studies on surfaces with an exponential
autocorrelation,

Rzz(δx, δy) = E{z(x, y)z(x+ δx, y + δy)} = σ2e−(δ2x+δ2y)1/2/β,

where β is the correlation length. The power spectral density for this surface is given by,

S(ωx, ωy) =
2πσ2β2

[
1 +

(
ω2
x + ω2

y

)
β2
]3/2 . (18)

So, if
(
ω2
x + ω2

y

)1/2
β � 1, the power spectrum decays as 1/ω3 (where ω = (ω2

x+ω2
y)

1/2) which
corresponds to a fractal dimension of 2.5 (or a Hurst exponent of 0.5). We have verified that
the qualitative friction behavior during both static/sliding contact remains the same as in
the Gaussian autocorrelation case. However, a detailed parameter study, as well as the study
of other fractal surfaces remains a topic of future work.

To summarize, various experimentally observed features of friction – growth of the static
friction coefficient with time, velocity and history dependence of the dynamic friction coeffi-
cient, velocity-strengthening and velocity-weakening behavior of steady-state friction – can
be captured by a bare minimum of ingredients, a time-dependent and velocity-dependent
contact at the microscale with statistical averaging due to rough surfaces. The main quali-
tative aspects of the evolution are the same in the viscoelastic and elasto/viscoplastic cases,
showing that the macroscopic frictional response is robust with respect to a wide range
of microscopic material behavior. The developed framework can be used to study which
assumption on the microscale produce the specific features of the macroscopic behavior cap-
tured in empirical rate-and-state laws.
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